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DYMAT	Winter	School	2020	-	February	9-14th	2020	
 
Experimental testing and modelling of materials at high-strain rates 
 

As chairman of this 1st DYMAT Winter-School, it is my great pleasure to welcome you to Les 
Houches School of Physics, a place that has held, for the 50th, so famous researchers, some of 
whom awarded Nobel prizes for physics, as well as so many young colleagues and PhD students 
starting their careers. 

On behalf of the Scientific Committee and DYMAT Governing Board, I want to express my 
deep gratitude to the Scientific council of Les Houches School of Physics who gave us this 
opportunity, and especially to Pr. Christophe Salomon, General Director of the School, Pr. 
Philippe Peyla, Mrs Anny Glomot, Mrs Murielle Gardette and Mrs Isabel Lelièvre, without 
forgetting Pr. Alain Nemoz, former President of Joseph-Fourier University who passed away on 
last October and who strongly supported my application to organize the DYMAT winter school 
at Les Houches. 

I am also grateful to our invited lecturers: 

- Dr. Egil Fagerholt, Norwegian University of Science and Technology, 

- Dr. Daniel Eakins, University of Oxford, 

- Pr. Dirk Mohr, ETH Zürich, 

- Dr. Jérémie Girardot, Arts et Métiers Institute of Technology, 

As well as to my PhD students sharing the last lecture with me: 

- M. Blasone, M. Dargaud, D. Georges. 

 

I want to express my deep thanks to our 3 sponsors for supporting this event: 

- Hadland Imaging, Scandiflash, Shimadzu companies. 

I also want to express my special thanks to all the staff involved in the local organization 
(ExperDYN team, 3SR) and especially to Dr. Dominique Saletti for his tremendous help. I am 
also grateful to all the people that contributed to this event, in particular to Mrs Laure Cavaillès 
and Mr Matteo Carrera from Insight-Outside, and to the numerous reviewers of papers. 

We hope you will enjoy this Winter School. This event is a great opportunity, especially for PhD 
students, to discover emerging approaches, to exchange with young and senior researchers and to 
glimpse opportunities for the rest of their career. 

We are looking forward to welcoming you in Les Houches! 
Yours sincerely, 
 

Pascal Forquin, Professor at Univ. Grenoble Alpes 
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now. The HPV-X2 enables extreme applications, 
e.g. in aerospace, explosion and shockwave 
visualization, cavitation, electrical discharge, 
advanced medical such as microbubbles, ma -
terial testing of CFRPs and more. 
 
Cyberspeed recording 
of up to 10 million frames per second 
 

Extreme sensitivity 
over 10 times higher than other cameras in  
its class 
 
Longer recording times  
through extended frame capacity 
 
3D perspectives  
based on synchronized recording using two 
cameras simultaneously from different angles

The ultra-high-speed video camera HPV-X2

www.shimadzu.eu /hyper-vision-hpv-x2

Shimadzu_DYMAT_2020.qxp_A4  28.01.20  16:21  Seite 1



1-888-43HADLAND (1-888-434-2352) | www.hadlandimaging.com | sales@hadlandimaging.com

EXCLUSIVE REPRESENTATIVE OF SHIMADZU HYPER VISION HPV-X2 ULTRA HIGH-SPEED VIDEO CAMERA

HS & UHS VISIBLE & IR CAMERAS • 2D/3D DIC • MATERIAL TESTING MACHINES
FLASH X-RAY •  SPLIT HOPKINSON PRESSURE BAR/KOLSKY BAR SYSTEMS & MORE



Scandiflash AB
Palmbladsgatan 1A • SE-754 50 Uppsala • Sweden • tel: +46 18 557510 • mailbox@scandiflash.se • www.scandiflash.com

Flash X-ray Systems
SEE THROUGH THE TOUGHEST OF CONDITIONS IN THE LAB & IN THE FIELD

Flash X-ray solutions for ballistics, hypervelocity impact testing,  
detonics (ordnance velocity & explosives research) and more.

WORLDWIDE LEADING SUPPLIER OF FLASH X-RAY SOLUTIONS



	



DYMAT-WS-2020 Program – Les Houches School of Physics, February 9th-14th 

Sunday, February 9th 

15:00 Opening of Les Houches centre, 18:00 Opening of the WS desk, 19:30 Dinner 

 

Monday, February 10th 

Time TITLE SPEAKER INSTITUTIONS 

8:20 
Monday morning – Welcome 

Pascal FORQUIN, Univ. Grenoble Alpes, Laboratoire sols, solides, structures - risques (France) 

Monday morning – Lecture 1 

Chairmen: Dr. Eric Buzaud & Pr. Pascal Forquin 

8:30 
Lecture 1: Experimental methods and measurement 

technics at high strain-rates 
Fagerholt Egil 

Dep. of Structural Engineering, Norwegian University of 

Science and Technology (Norway) 

10:00 Coffee break 

Monday morning, session 1 – Dynamic testing of materials 

Chairmen: Dr. Eric Buzaud & Pr. Pascal Forquin 

10:20 

Compressive response of a very low density 

polyurethane foam using Split Hopkinson Pressure Bars 

and high speed imaging 

Hanus Jean-

Luc 
Laboratoire de Mécanique Gabriel Lamé (France) 

10:50 

Experimental and Numerical Analysis of the Effects of 

Strain Rate and Adiabatic Heating on the Impact 

Response of Advanced Fiber-Reinforced Polymers 

Pournoori 

Nazanin 

Materials Science and Environmental Engineering, Faculty of 

Engineering and Natural Sciences, Tampere University 

(Finland) 

11:20 

Analyzing the Thermomechanical Behaviour of 

Materials with Digital Image Correlation and Infrared 

Imaging 

Corréa Soares 

Guilherme 
Tampere University (Finland) 

11:50 
Dynamic testing, Terminal Ballistics, Plate impact, 

numerical simulations 

Castres 

Magali, 

Tartière 

Jérémie 

ENSTA Bretagne (France), Airbus Operations SAS (France) 

12:20 End 

12:30 Lunch 

13:30 DYMAT GB 

Monday afternoon, session 2 – Modelling and numerical methods 

Chairmen: Pr. Francisco Galvez & Dr. Teresa Fras 

17:20 

Numerically-based evaluation of the dynamic 

behaviour of typical triply periodic minimal surface 

additively-manufactured structures 

Carassus Hugo 
Laboratoire d'automatique et de mécanique industrielles et 

humaines (France) 

17:50 
Shear Characterization of Thin Sheet material using 

Rectangular Specimen on Torsion Hopkinson bar 

Ramagiri 

Bhaskar 
PhD Program (India) 

18:20 
Analysis of 3D Metallic Auxetic Structures at High Rates 

of Strain using Finite Element DIC 

Trippel 

Antonina 

Albert-Ludwig University of Freiburg, Department of 

Sustainable Systems Engineering (INATECH) (Germany) 

18:50 End 

19:00 Appetizer 

19:30 Dinner 
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Tuesday, February 11th 

Time TITLE SPEAKER INSTITUTIONS 

Tuesday morning – Lecture 2 

Chairmen: Pr. Dirk Mohr & Dr. Georg Ganzenmueller 

8:30 Lecture 2: Impact and shock physics Eakins Daniel 
Dep. of Engineering Science, University of Oxford, Impact 

Laboratory (United Kingdom) 

10:00 Coffee break and Poster Session 

Tuesday morning, session 3 – Dynamic testing of materials 

Chairmen: Pr. Dirk Mohr & Dr. Georg Ganzenmueller 

10:20 

Influence of Biaxial Confinement on Dynamic Strength 

and Fracture Behaviours of Ordinary Concrete at High 

Strain Rates 

Wang 

Huachuan 
Monash University (Australia) 

10:50 

Effects of specimen geometry, temperature, and strain 

history on the effective strain rate in ductile titanium 

alloys: Experiments and Modelling. 

Gour Govind Department of Engineering Science (United Kingdom) 

11:20 High-speed sheet metal forming Corallo Luca 
Department of materials science and engineering [Gent] 

(Belgium) 

11:50 
Highways and byways in the history of high rate 

mechanical testing 

Walley 

Stephen 
Cavendish Laboratory (United Kingdom) 

12:20 End 

12:30 Lunch 

Tuesday afternoon, session 4 –Modelling and numerical methods 

Chairmen: Dr. Daniel Eakins & Dr. Magali Castres 

17:50 
Numerical investigations on the impact behaviour of a 

7.62x39 mm projectile 
Seidl Marina French-German Research Institute of Saint-Louis (France) 

18:20 
Modeling and Behavior of Reinforced Concrete Panels 

Subjected to Blast Load 

Cankaya M. 

Alper 

Department of Civil Engineering, İzmir Katip Çelebi 

University, Çiğli-İzmir (Turkey) 

18:50 

Comparison of Two Processing Techniques to 

Characterise the Dynamic Crack Velocity in Armour 

Ceramic Based on Digital Image Correlation 

Duplan 

Yannick 

Univ. Grenoble Alpes, Laboratoire sols, solides, structures - 

risques (France) 

19:20 End 

19:30 Dinner 

20:30 Poster session 
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Wednesday, February 12th 

Time TITLE SPEAKER INSTITUTIONS 

Wednesday morning – Lecture 3 

Chairmen: Pr. Mikko Hokka & Dr. Jean-Luc Zinszner 

8:30 Lecture 3: Plasticity and failure in ductile materials Mohr Dirk 
Dep. of Mechanical and Process Eng., ETH Zürich 

(Switzerland) 

10:00 Coffee break and Poster Session 

Wednesday morning, session 3 – Damage and failure at high strain-rates 

Pr. Mikko Hokka & Dr. Jean-Luc Zinszner 

10:20 
High-speed imaging for ballistic impact damage 

assessment of composites 

Ramakrishnan 

Karthik Ram 
Department of Engineering Science (United Kingdom) 

10:50 
In-Situ Flash X-ray Tomography of Low-Strength Mortar 

Concrete Subjected to Low Velocity Impact 
Paulson Shane 

School of Aeronautics and Astronautics, Purdue University 

(United States) 

11:20 
Dynamic Stress Evaluation during Hypervelocity Impact 

using Nanosecond Mechanical Raman Spectroscopy 
Tomar Vikas Purdue University West Lafayette (United States) 

11:50 
Modelling of behavior of aluminum 7020-T651 under 

dynamic loadings 
Teresa Fras 

French-German Research Institute of Saint-Louis (ISL) 

(France) 

12:20 End 

12:30 Lunch (takeaway lunch for participants to the social event) 

12:50 Social event: Montenvers train, Departure from Les Houches centre at 12:50 

Wednesday afternoon, session 4 – Applications 

Chairmen: Dr. Antonio Cosculluela & Dr. Magali Arlery 

17:50 
Split Hopkinson bar testing at non-ambient 

temperatures 

Walley 

Stephen 
Cavendish Laboratory (United Kingdom) 

18:20 The Brittle's CODEX chair Forquin Pascal 
Univ. Grenoble Alpes, Laboratoire Sols, Solides, Structures - 

Risques [Grenoble] (France) 

18:50 
Crashworthiness assessment considering the dynamic 

damage and failure of a dual phase automotive steel 

Chandran 

Sarath 

MST-DyMa Lab, Department of Electromechanical Systems 

and Materials, Universiteit Gent [Ghent] (Belgium) 

19:20 End 

19:30 Dinner 

19:30 Poster session 
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Thursday, February 13th 

Time TITLE SPEAKER INSTITUTIONS 

Thursday morning – Lecture 4 

Chairmen: Pr. Philippe Viot & Dr. Jean-Luc Hanus 

8:30 
Lecture 4: Discrete numerical methods for damage and 

fracture simulation in dynamic 

Girardot 

Jérémie 

Arts et Métiers Institute of Technology, I2M Bordeaux 

(France) 

10:00 Coffee break and Poster Session 

Thursday morning, session 5 – Modelling and numerical methods 

Chairmen: Pr. Philippe Viot & Dr. Jean-Luc Hanus 

10:20 

Validation of a discrete element model for concrete 

structures under impact by simulation of reference 

tests 

Daudeville 

Laurent 

Univ. Grenoble Alpes, Laboratoire sols, solides, structures - 

risques [Grenoble] (France) 

10:50 

Optimization of geometrical parameters under dynamic 

compression of auxetic re-entrant honeycomb 

structure 

Bahi Slim 
Laboratoire d'étude des microstructures et de mécanique 

des matériaux [Metz] (France) 

11:20 
On the energy absorption capability of lattice 

structures: a numerical study 
Riot Alexandre Arts et Métiers ParisTech. I2M CNRS UMR 5295 (France) 

11:50 Modeling the dynamic strength of tantalum 
Kositski 

Roman 
Department of Mechanical Engineering [Haifa] (Israel) 

12:20 End 

12:30 Lunch 

Thursday afternoon, session 6 – Damage and failure at high strain-rates 

Chairmen: Dr. Stephen Walley & Dr. Dominique Saletti 

17:50 
Polycrystal plasticity approach of the sheet necking 

problem 

Dequiedt Jean-

Lin 
CEA, DAM, DIF (France) 

18:20 
Effect of porosity on the failure mechanisms induced in 

SiC brittle materials upon dynamic impact 

Dargaud 

Marielle 

Univ. Grenoble Alpes, Laboratoire Sols, Solides, Structures - 

Risques [Grenoble] (France) 

18:50 
Porosity influence on the dynamic tensile strength of 

polycrystalline ice 
Georges David 

Univ. Grenoble Alpes, Laboratoire Sols, Solides, Structures - 

Risques, Institut des Géosciences de l'Environnement 

[Grenoble] (France) 

19:20 End 

19:20 Dinner 
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Friday, February 14th 

Time TITLE SPEAKER INSTITUTIONS 

Friday morning – Lecture 5 

Chairmen: Pr. Wayne Chen & Dr. Bratislav Lukic 

8:30 
Lecture 5: Dynamic fragmentation in brittle solids: 

experimental approaches and modelling 

P. Forquin,      

M. Blasone,     

M. Dargaud,    

D. Georges 

Univ. Grenoble Alpes, Laboratoire Sols, Solides, Structures - 

Risques [Grenoble] (France) 

10:00 Coffee break and Poster Session 

Friday morning, session 7 – Dynamic testing of materials 

Chairmen: Pr. Wayne Chen & Dr. Bratislav Lukic 

10:20 
Drop weight impact resistance of advanced high 

strength steels (AHSSs) 
Xia Peikang IMDEA Materials Institute (Spain) 

10:50 
Cohesive shear strength of concrete-rock joints : a 

preliminary study in quasi-static and dynamic loadings 

Dominique 

Saletti 

Univ. Grenoble Alpes, Laboratoire Sols, Solides, Structures - 

Risques [Grenoble] (France) 

11:20 

Numerical Design of Plate-Impact Testing method to 

Determine the Spall strength of an Ultra-High 

Performance Concretre 

Maria Celeste 

Blasone 

Univ. Grenoble Alpes, Laboratoire sols, Solides, Structures - 

Risques [Grenoble] (France) 

11:50 Dynamic behaviour of UD Basalt-Fibre Composites 
Ganzenmueller 

Georg 

Albert-Ludwig University of Freiburg, Department of 

Sustainable Systems Engineering (INATECH) (Germany) 

12:20 Conclusion 

12:25 End 

12:30 Lunch 

13:30 Departure 

 



 

CATERING 
On the day of arrival, the first meal is dinner. On departure (Friday), the last meal is lunch, after the last 
lecture. 

Any diet requirement must be indicated to the organizers. 

Meal times:  
� Breakfast from 7:45 to 8:45 
� Lunch at 12:30 
�  Dinner at 19:30 

We ask you to be on time. 

It is useful to have some cash in euros on you to pay for your purchases at the bar located on the 
ground floor of the restaurant. 

A telephone will be available in the restaurant hall, to receive calls (only) during meal times. Number: 
+33/0 4 57 04 10 49. 
 

WI-FI 
Wi-Fi is available in all buildings and accessible via EDUROAM, which is strongly 
recommended to use. Also, an individual Wi-Fi access code is provided, but this does not allow 

you to connect with multiple devices at the same time. 
 

OTHER INFORMATION 
� A headlamp or flashlight is useful for walking around the site in the evening and at night 
� The School has only collective insurance 
� Electricity: 220v alternating current 
� Local time: GMT +2 
� Animals are not admitted on the site. 

 

7:30 to 8:30 am

PRACTICAL INFORMATION
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Montenvers	-	Mer	de	Glace	
Departure	from	Les	Houches	School	of	physics	by	bus	at	12:50	on	Wednesday,	feb	12th.	

	

The	famous	rack	and	pinion	railway	brings	you	to	the	Montenvers	site	at	1913	m.	An	imposing	
panorama	of	the	Mer	de	Glace	glacier,	the	Drus	and	the	Grands	Jorasses.	

-

ICE	CAVE	

The	tour	of	the	“Grotte	de	glace”	(Ice	Cave)	takes	visitors	into	
the	 very	 heart	 of	 the	 glacier.	 Re-sculpted	 every	 year,	 it	
describes	 the	 life	 of	 mountain	 people	 in	 the	 early	 19th	
century.	 It	 can	 be	 entered	 either	 by	 a	 walk	 of	 around	 20	
minutes	 on	 a	 footpath,	 or	 by	 gondola	 lift.	 NB:	 There	 are	
about	 480	 steps	 from	 the	 arrival	 of	 the	 gondola	 lift	 to	 the	
entrance	to	the	cave.	
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Lectures	

Lecture 1: Experimental methods and measurement technics 
at high strain-rates  
Dr. Egil Fagerholt, Dep. of Structural Engineering, Norwegian 
University of Science and Technology 
The lecture will focus on measurement techniques for kinematic measurements 
in mechanical testing, with emphasis on high strain-rate applications. Both 
conventional and state-of-the art techniques will be covered, with a focus on 
camera-based measurement techniques, such as Digital Image Correlation. 
The Limitations and advantages of the different techniques in the scope of high 
strain-rate applications will be addressed. Inverse modeling techniques, such as 
the Virtual Fields Method will be briefly discussed in terms of the different 
measurement techniques. 

	

	

Lecture 2: Impact and shock physics 
Dr. Daniel Eakins, Dep. of Engineering Science, University of Oxford 
This 2-part lecture will provide an introduction to the behaviour of materials 
under shock compression and release. Part 1 will present an overview of the 
thermodynamics of shock loading, wave propagation and interaction, strength 
effects, and failure mechanisms, with emphasis on the weak-shock regime. The 
second part will focus on current and emergent diagnostic techniques for 
studying different aspects of material response under extreme conditions 	

Lecture 3: Plasticity and failure in ductile materials 
Pr. Dirk Mohr,  Dep. of Mechanical and Process Eng., ETH Zürich 
The first part of the lecture "Plasticity and failure in ductile materials" provides 
an overview on basic plasticity models that are suitable for describing the 
deformation response of polymers and metals under normal and extreme 
loading conditions (large strains, high strain rates and high temperatures). The 
identification of the model parameters based on static and dynamic experiments 
is discussed. Subsequently, recent developments are discussed, in particular 
the potential of machine learning in the context of plasticity model. The second 
part of this lecture is concerned with ductile failure. Here, micromechanics-
based void growth models will be introduced as well as purely 
phenomenological damage indicator models. The hybrid experimental-
numerical characterization of the stress-state (triaxiality and Lode parameter), 
strain rate and temperature dependent fracture response of metals is 
discussed. Towards the end of this lecture, examples of finite element 
simulations are shown involving large deformation and plasticity during impact 
loading. 

	

	

	

Lecture 4: Discrete numerical methods for damage and 
fracture simulation in dynamic 
Dr. Jérémie Girardot, Arts et Métiers Institute of Technology, I2M 
Bordeaux 
This lecture will deal with a specific numerical approach which is more and 
more used in the field of dynamic simulation. The first part will consist on 
presenting basics of the Discrete Element Method (DEM) regarding the 
classical continuum mechanics and how it can be a good choice for dynamic 
problems. The second part will explore numerical techniques within the DEM 
that can be set in order to simulate damage, fracture, fragmentation under 
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dynamic loadings and will present the most used models in the litterature. It will 
be seen also that the discrete paradigm can be very convenient to take into 
account variabilities like material heterogeneities or porosities. Finally, several 
illustration cases will be examined in order to conclude on the usefulness of this 
approach. Some comparisons with continuous simulation will be analyzed and 
discussed and recent works on different kind of material will also be presented. 

	

Lecture 5: Dynamic fragmentation in brittle solids: 
experimantal approaches and modelling 

Pr. P. Forquin, PhD students M. Blasone, M. Dargaud, D. Georges,  3SR 
Lab., Univ. Grenoble Alpes 
This lecture will be dedicated to the experimental analysis and numerical 
modelling of dynamic fragmentation in brittle solids. In particular, the first part 
will be dedicated to the basis of single and multiple fragmentation modelling 
(critical defects, crack triggering, crack propagation) and the main related 
predictions in terms of cracking density, influence of loading rate, distribution of 
fragments. The second part will focus on the use of X-ray tomography analysis 
to develop a continuous or discrete modelling of the fragmentation process. A 
particular attention will be given to the relationship between microstructure, 
fragmentation properties and macroscopic behaviour of the brittle solids. 
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Abstract: To mitigate the disastrous effects of a blast wave, the use of layered claddings with thermal insulating 
materials could be a very economical solution. The present paper focuses on the study of the mechanical 
behaviour of a very low density insulating polyurethane foam (30 kg.m-3) under compressive loading. Static 
compressive tests are conducted with a press and nylon Split Hopkinson Pressure Bars (SHPB) are used to 
investigate the dynamic behaviour over a wide range of engineering strain rates from 10-5 to 103 s-1. In addition 
to traditional displacement and strain measurements, the Digital Image Correlation (DIC) technique is used to 
observe the inhomogeneous strain fields. To better represent the mechanical state in the foam due to blast 
loadings, oedometric compression tests are also conducted. The foam response, showing a linear elastic stage, 
followed by a plastic plateau and a densification is shown to be transversely isotropic, heterogeneous and strain 
rate sensitive.  

1. Introduction  

Preventing the disastrous effects of an explosion is one of the key challenge in the field of industrial risk. One 
solution to protect buildings is to use structures that have the ability to mitigate blast load. Thanks to their 
dissipative properties due to their compaction behaviour, low density cellular materials are very often used in 
lightweight sacrificial claddings, protective equipment or to package products against impact damage during 
transportation [1]. An economical solution, combining protection and energy efficiency, could be to use as 
cellular materials, those intended for thermal insulation. In order to optimize the design of these structures to 
mitigate blast loads, established analytical or numerical models for use in finite element analyses can be applied. 
Reliable experimental results must be produced to feed these models.  

The quasi-static compressive tests can be performed using a universal testing machine in accordance with EN 
826 and ASTM D695. The uniaxial compressive stress-strain response, in the foam rise direction, is divided in 
three distinct stages: a small linear elastic response, a large relatively constant stress plateau governed by the 
crushing of cell walls and the compression of the trapped gases in case of closed-cell foams and a densification 
associated with a compaction of the crushed cell walls and a steepening increase in stress approaching 
asymptotically the elastic behaviour of the homogeneous solid [1,2] (see figure 1). Different experimental 
techniques, such as drop weight tower, Split Hopkinson Pressure Bars (SHPB), and shock tubes can be used to 
characterize the high strain rate response. Due to their low density, which in turn lead to a low acoustic 
impedance, the dynamic characterization of polymeric foams remains challenging even with the use of 
polymeric SHPB [2-4].  

Furthermore, even at low strain rate, the specimen deformation may not be uniform due to a progressive collapse 
of cells [5].  The use of photography and post-processing techniques such as Digital Image Correlation (DIC) 
appears to be essential to evaluate the uniformity of strain in specimen, even at low strain rates [6]. 

*Author for correspondence: jean-luc.hanus@insa-cvl.fr,  
Orcid Id 0000-0001-7325-2178 
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2. Materials and methods  

Among the various available thermal insulation materials, attention is restricted, in this paper to a 
polyisocyanurate (PIR) foam used in commercial rigid insulation panels. From a morphological point of view, 
this foam is rigid with closed cells and a very low relative density of 0.025 (U=30 kg.m-3).  Static unconfined 
and confined compression experiments were realised with a universal testing machine (MTS) with cylindrical 
and prismatic samples. A high-resolution static camera (Prosilica GX) was used to take pictures of the specimen 
during experiments in order to get full-field measurements from DIC. Dynamic unconfined and confined 
compression experiments were realised using nylon SHPB and cylindrical specimen. Transport and viscoelastic 
dispersion correction are performed with DAVID software [7,8]. A high-speed dynamic camera (Photron SA5) 
was used to take pictures of the experiments in order to obtain full-field measurements from DIC. In static and 
dynamic experiments specimen faces were lubricated to reduce friction and confinement is performed with 
transparent acrylic glass cylinders. 

3. Results and discussion 

a. Quasi-static compression tests 

In addition to elastic moduli, the main parameters identified during unconfined static experiments at 10% per 
minute ((EN 826 standard) are reported in Table 1. Prismatic samples were used to facilitate the identification 
of Poisson’s ratios identification from full-field measurements [9]. The differences of the behaviour between the 
direction of the rise and the two in plane directions reveal a transverse isotropic behaviour (Figure 1).  
 

 
Figure 1: Static compression stress-strain curves 

 
 

Table 1: PIR foam static properties (L for longitudinal and T for transverse) 

Linear 
response 

EL (MPa) ET (MPa) QLT QTT GLT (MPa) 

11 4,2 0,14 0,17 2,8 

Non 
linear 

response 

Yield stress (kPa) Plateau stress (kPa) Densification 
strain (%) 

Apparent 
Poisson ratio 

Energy absorption 
(kJ.m-3) 

Vy
L=190 Vy

T=140 Vp
L=230 Vp

T=170 εd
L=62 εd

T=62 Qp
LT=0 Qp

TT=0 WL=140 WT=110 
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In the table 1, the densification strain 𝜀𝑑 is defined as the strain corresponding to the maximum energy 
absorption efficiency:  

𝜂(𝜀) =
∫ 𝜎(𝜖)𝑑𝜖𝜀

𝜀𝑦

𝜎(𝜀)
 (1) 

The plateau stress is defined as the mean stress during the plateau phase: 

𝜎𝑝 =
∫ 𝜎(𝜖)𝑑𝜖𝜀𝑑

𝜀𝑦

𝜀𝑑 − 𝜀𝑦
 (2) 

And then the energy absorption per unit volume is defined as the strain energy at the onset of densification: 

 𝑊 = ∫ 𝜎(𝜖)𝑑𝜖
𝜀𝑑

0
 (3) 

These direction-dependent static results, highly repeatable, are consistent with optical micrographs showing a 
microstructural anisotropy:  elongated cells in the foam rise direction (Figure 2). 
 

a)  b)  
Figure 2: Optical micrographs of PIR foam  a) transverse and b) foam rise direction Æ 

 
The confinement, which limits the global buckling, produces only a slight increase in the plateau stress. This is 
explained by the apparent null plastic Poisson ratio. Such a little effect of confinement on the compressive stress-
strain response of PVC closed cell foams had already been noticed by Walter et al. [11]. The analysis of the 
digital pictures reveal an inhomogeneous deformation state with a more or less diffused deformation pattern. As 
previously highlighted by Song et al. [5], one or several compaction fronts propagating in the direction of loading 
are observed. The main consequence is that in accordance with EN 826 and ASTM D695 standards, only an 
average stress-strain relation is obtained. 

b. Dynamic compression tests 

Dynamics experiments are performed at low strain rate of 100% and 1000% per minute with the MTS press and 
at high strain rate with the SHPB device. Performing dynamic experiments with very low density materials 
remains challenging. Even with the use of polymeric bars, there is an important difference in acoustic impedance 
between bars (Zb = 2x106 Kg.m-2.s-1) and specimen (Zs = 2x104 Kg.m-2.s-1) generating a low signal to noise ratio. 
Furthermore, due to the low wave celerity in the foam (Cs = 6x102 m.s-1) there is a transient period, observed to 
be equal to three to four round-trips in the specimen, before which the forces at specimen front and back faces 
equilibrate (Figure 3) and an almost constant engineering strain rate is obtained. Another consequence is that 
the mean stress during the plateau stress cannot be evaluated between 𝜀𝑦 and 𝜀𝑑 so that, to enable comparison 
with quasi-static experiments, the plateau stress 𝜎𝑝 is defined at a nominal strain of 20%. 
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Figure 3: Forces and strain rate history of a PIR foam specimen dynamically loaded with Vstriker=7.4 ms-1 

Dynamic experiments show that the collapse stress�Vp is sensitive to strain rate. The strain rate sensitivity can 
usually be explained either by inertia effects, the solid polyurethane viscous behaviour and the flow of gas 
initially trapped in cells [2,3]. The comparison of the confined and unconfined compression tests provides 
arguments to the strengthened by internal gas (Figure 4). 

 
Figure 4: Stress enhancement in rise direction 

c. Discussion 

Due to a concave stress-strain relationship associated with densification, it is well known that, when the loading 
speed is sufficiently high, a compaction shock occurs during compression of most of cellular materials. The very 
strong apparent stress enhancement observed cannot be directly associated with the constitutive stress-strain 
curve.  In this situation neither stress equilibrium nor strain homogeneity are satisfied. The one-dimensional 
Rankine-Hugoniot jump conditions through the shock front associated with the assumption of a Rigid Plastic 
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Perfect Locking (RPPL) idealisation of the foam stress-strain curve [11] leads to the classical formula to 
calculate the stress enhancement: 

𝜎 − 𝜎𝑦 =
𝜌0𝑉2

𝜀𝑑
 (4) 

where V denotes the impact velocity and 𝜌0 the foam density at rest. 
 
It is reported in the literature that there exists a critical velocity under which the strength enhancement is not 
significant [12]. Our SHPB experiments clearly show a difference between “low” and “high” striker velocities. 
For “low” impact velocities, the compaction process appears to be quite similar to that observed during quasi-
static experiments and after a transient time equilibrium is established (blue and red connected dots in figure 4).   
For “high” impact velocities, the crush front is sharper and equilibrium is not satisfied (orange and purple dots 
in figure 4). 
 

    

 

13 μs  80 μs 147 μs 213 μs  

    

 

280 μs 347 μs 413 μs 480 μs  
 

Figure 5: Gray level images, full-field axial displacement and full-field engineering strain at different times for Vstriker=33 ms-1 

 
 
Figure 5 illustrates the deformation response of the foam for a high impact velocity captured and analysed with 
DIC. The contour maps of the axial displacement and engineering strain field, plotted in the deformed 
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configuration, show that two high strained zones are formed at the incident face and inside the specimen near 
the incident face, which coalesce between t=0 μs to t = 180 μs and propagate at a constant velocity toward the 
distal end from t=180 μs to t = 350 μs. 

4. Conclusion 

Quasi-static and dynamic compression tests have been performed on a very low-density polyisocyanurate foam 
using a press and nylon SHPB device. The classical static ad dynamic post-processing were completed by 
photography and DIC to access full-fields measurement at the specimen surface. The key observations of the 
experimental results are: 

- The plateau stress is rate sensitive and this rate sensitivity is amplified by confinement. 
- At high impact velocities a shock strength enhancement is observed. 
- Even when a stress equilibrium state is reached, the assumption of homogeneous strain fields required 

to identify macroscopic constitutive laws is not fully satisfied, even in static experiments. 
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Abstract: Terminal ballistic study requires the dynamic characterization of materials. Indeed, the me-
chanical behaviour of ballistic protections has to be known in order to avoid the testing of such expensive
devices. Depending on the strain rate field of the material, the experimental methods of characterization are
not the same. In a low-speed case, there are numerous standards, but not for high-speed range. The proposed
method is to use Taylor’s gun to perform a plate to plate impact and measure the velocity of the back face of
the targeted plate, using Visar or Heterodyne Velocimeter. Plates are made of Ultra High Molecular Weight
Poly-Ethylen composite material or aluminium. The objective is to determine the shock equation of state
of the material. Experiments and numerical simulation shown the non-negligible influence of the incident
angle. A small angle leads to a huge decrease in free surface velocity. The experimental campaign is actually
in progress. To go further in the process, the next step is to perform laser shock study to validate plate to
plate impact experiment and determine other parameters such as spalling, peeling or delimination threshold.

1 Introduction

The testing to determine the mechanical behaviour of materials for terminal ballistic applications are very
expensive. To reduce the cost of development of ballistic protection while assuring the protection of persons
using this ballistic protection there is a need to predict the mechanical behaviour of materials used. In order
to predict the behaviour of material used and simulate it, it is important to characterize their mechanical
behaviour on the whole conditions that the material has face. The tests performed for this characterization
depend on the strain rate field studied, as shown in Figure 1. There are four different mechanical field. For
creep and quasi-static loading, the experimental set up to perform the characterization are widely known
equally to metals or composites materials. This experimental tests are object to numerous standards [1, 3, 8–
10, 17]. For dynamic solicitation, there is no standard. The obtained results depend on the conditions and
the laboratory which performed the tests. For low speed, some studies proposed methodology to perform
representative and reproducible tests on hydraulic jack [4, 5]. To the other testing facilities mentioned in the
Figure 1, to the author knowledge there is no standard or methodology proposed in the literature to ensure
that the tests are predictive and reproducible.

In this works, the development of a methodology to perform predictive and reproducible tests to the
dynamic characterization of materials has been studied. An experimental method have been considered:
plate to plate impact. The plate impact test is a method currently used to determine the equation of state of a
material under shock.
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Iosipescu tests

Stamping test

Explosives

Laser shock

Figure 1: Example of different experimental methods used according to the mechanical field

To develop and validate the experimental methodology two different materials were selected: an alu-
minium for which mechanical properties are known and a composite uni-directionnal (UD) material a ultra
high molecular weight poly-ethylen (UHMWPE) for which mechanical properties are more unknown par-
ticularly for high strain rates. This materials are introduced in the second part of this article. The two
experimental facilities used in this works are presented in the third section. For each method, the experi-
mental set up are described as well as the influence of the experimental conditions on the obtained results.
Lastly, the experimental results are compared with numerical simulation. Finally, a discuss about the results
of this works is proposed in the fourth section of this article.

2 Materials studied

2.1 Aluminium

The AA5754 is a cheap and corrosion resistant aluminium alloy. It is composed of aluminium, few per-
cents of magnesium, and less than one percent of manganese, iron, silicon, chromium, zinc, titanium and
copper. Pressure vessels, ships and welded structures in general are commonly made of AA5754 due to its
good weldability and machinability. AA5754 has already been characterized in the litterature, using mainly
Hopkinson bars to evaluate strain rate sensitivity [2, 15, 16]. In the past decade, few experiments using
laser shock were also performed at ENSTA Bretagne, to get higher strain rates. In addition to those works,
in correlation with numerical simulation, Johnson-Cook plastic parameters were obtained, those values are
summarised in Table 1.

r (g.mm�3) E (MPa) n A (MPa) B (MPa) n C m Tmelt (K) T0 (K)
0.0027 71000 0.33 120 300 0.33 0.1 1 916 300

Table 1: AA5754 Johnson-Cook parameters established at ENSTA Bretagne, with A and Belasto-plasric
coefficient, n the plastic strain exponent, C the strain rate coefficient, m the temperature exponent, Tmelt the
melting temperature and T0 ambient temperature

2.2 Ultra High Molecular Weight Poly-Ethylen (UHMWPE)

The UHMWPE is a thermoplastic polymer which consist of long molecular chain of poly-ethylen. The
material studied in this works is a unidirectional laminate of UHMWPE [0�/90�]. The laminate includes

11



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)

3

forty plies. The thickness of a ply is about 60µm. This assembly is heated and pressurised to obtain the
laminate. In their works Lässig et al. [13] have highlighted the influence of the manufacturing process on
the mechanical behaviour of UHMWPE laminates. In the case presented a [0�/90�]20 laminate.

In the literature, some studies discuss about the characterization of UHMWPE laminate for quasi-static
loading [6, 7, 12, 14, 18–20]. The mechanical behaviour of UD [0/90] UHWMPE is visco-plastic. It is
composed of a first reversible behaviour followed by a second irreversible behaviour [11]. According to this
studies, the elastic behaviour of UHMWPE laminate for quasi-static loading can be described thanks to a
transverse isotropic behaviour law. Therefore, the properties in 11 directions are equivalent to properties in
22 direction. The properties obtained in the works of Lässig et al. [12] are summarized in the Table 2.

r (g.mm�3) E11 (MPa) E33 (MPa) n23 n13 G12 (MPa) G23 s f ail
11 (MPa) s f ail

12 (MPa)
0.00098 26900 3620 0.5 0.1 42.3 30.7 753 32.5

Table 2: Mechanical properties of UHMWPE laminate, from the works of Lässig et al. 2015 [12]

Some studies discuss about the influence of strain rate for low speed loading on the mechanical behaviour
of UHMWPE [20]. According to these authors, the strain rates have an important influence on the mechanical
behaviour of the studied material. When the strain rate increase, the Young modulus increase. When the
strain rate increase the behaviour is closed to a linear behaviour.

With the regard to the high speed dynamic characterization of UHMWPE, the works performed by Lässig
et al. have been considered [12] in a first approach. In this works, the parameters of Mie Grüneisen equation
have been proposed and used in the presented study to the numerical simulation. To determine accurately
the parameters of equation of state of the material studied an experimental campaign has been proposed.

3 Methods

To perform these experimental campaign a technical mean have been considered: the plate to plate impact.

3.1 Plate Impact

An experimental method currently used to determine the equation of state parameters, in a first approach, is
the plate / plate impact. In this works, this approach has been studied.

3.1.1 Methodology of plate impact

The principle of the plate impact is summarized in the Figure 2. The experimental campaign is performed
on a Taylor’s gun. A specimen plate, in the case presented aluminium or UHMWPE plate, is placed in a
sabot inside the Taylor’s gun. The assembly sabot and impactor plate is sent over the target plate (aluminium
or UHMWPE plate). During the tests, the velocity of the impactor is measured thanks to a photo-diode and
the velocity of particle of specimen thanks to a Heterodyne Velocimeter or Visar placed at the back face of
specimen. Thanks to the obtained results, the empirical relation between the shock velocity and the particle
velocity can be determined. A currently relation used to express the link between this two velocities is the
Mie Grüneisen equation:

Us = C +S⇤Up (1)

Us is the shock velocity, C the sound velocity, S the shock material parameter and Up the material
velocity.

To achieve properly these experimental campaign, it is important to ensure a sufficient planarity during
the impact. In default of ensuring a perfect planarity, it is proposed to accurately measured the deviation
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HV

Visar

Target standSabotTaylor’s gun

TargetImpactor

Figure 2: Representation of the plate impact experimental assembly

to the planarity. In this works, a new experimental assembly is proposed to answer to this two points. In
this assembly, three different methods are proposed to measure accurately the deviation to the planarity:
radial electrical pins, tangential pins and photodiode. To ensure a sufficient planarity the free flight distance
is reduced to the minimum ad the manufacturing tolerances are imposed at a minimum. To validate the
experimental approach, a first campaign is performed on aluminium plate which the parameters are known.
After that, UHMWPE plate will be tested. The experimental campaign is actually in progress.

3.1.2 Numerical simulations

At the same time, a numerical simulations campaign is performed to study the influence of different pa-
rameters on obtained results and to validate the equation of state obtained. The conditions imposed in the
simulations are equivalent to experimental campaign. Two experimental parameters are studied: the influ-
ence of the angle at the impact between the two plates and the decentring of the Heterodyne Velocimeter. The
numerical simulations are performed for aluminium plate and UHMWPE plate. The numerical campaign is
actually in progress, but the exploratory results showed a small influence of the Heterodyne Velocimeter
centring and an important influence of the impact angle between the plates as shown in the Figure 3. A 3

Figure 3: Free surface velocity behind AA5754 target impacted by an AA5754 impactor at 100m/s

degree angle is enough to divide by twice the highest fress surface velocity value. Since it is not negligeable,
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the experimental setting will have to be accurate enough to ensure both planarity and angle of incidence
measurement of the impactor. A laser shock study could be complementary to the plate to plate impact
experiment in order to validate the equation of state.

4 Conclusions

The literature about the characterization of material for dynamic solicitation is sparse. There are few works
about these domains. In this works, a first experimental approach is proposed to determine the parameter of
equation of state. This approach is available for different materials, metals or composites. The experimental
approach consists of performing plate to plate impact. This approach is correlated and supplemented by
numerical simulations, this last one shown the huge influence of the angle of incidence on back face velocity
and has to be taken into account during experimental campaign.

Laser shock would be suitable to validate and complement the plate to plate study, and lead to further
characterizations by the analysis of spalling, peeling and delamination threshold.

Thus, knowing all those parameters, stress level and material resilience to bullet impact or explosion can
be determined assuming hydrodynamic effects will have the most influence, based on shock polar theory.
Moreover shock equation of state parameters is available in many dynamic codes and sometimes mandatory
to model terminal ballistic impact.
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Abstract: Concrete materials, widely used in civil engineering fields with multiaxial confinements, are likely 

to suffer from accidental and extreme loadings, like earthquake, impact and blast. In order to investigate the 

dynamic strength and fracture behaviours (e.g. crack initiation, crack propagation and post-failure fractures) of 

ordinary concrete under biaxial confinements and high strain rates, triaxial Hopkinson bar, high-speed camera, 

three-dimensional digital image correlation (3D-DIC) and synchrotron X-ray computed tomography (CT) 

techniques were adopted. Results show that axial pre-stress σ1 reduces dynamic strength and promotes fracture 

development, but lateral pre-stress σ2 enhances dynamic strength and restricts the development of fractures. By 

capturing the surface crack process using high-speed camera and 3D-DIC, it is found that crack initiates from 

interface and matrix of concrete at around 100us, and mainly propagates along tensile strain localisation areas. 

1. Introduction  

Concrete materials, widely used in civil engineering fields (e.g. buildings, dams and oil wells), are vulnerably 

subjected to accidental and extreme loadings, like earthquake, impact and blasting [1]. At the same time, their 

stress states change from uniaxial to triaxial related to pre-stress, self-weight, water pressure, etc. Under these 

complex conditions, concrete materials are more likely to suffer from deterioration and failure, which will 

cause extensive damage to the infrastructures and great loss of human lives. One important reason is the 

momentary generation and development of cracks resulted from extreme loadings.  

To consider the confinement effect of concrete under dynamic loadings, some experiments have been carried 

out and produced many significant outputs. Lateral pre-stress was first applied into the drop weight test, from 

uniaxial to biaxial pre-stress realized by compression device [2-4]. However, the dynamic strength can hardly 

be obtained due to the stress disequilibrium during the impact. In order to realize the confinement under high 

strain rates, active confinements and passive confinements are mainly considered into the split Hopkinson 

pressure bar (SHPB) system. For instance, brass strip and steel sleeve are often used jacketing the cylindrical 

surface of the specimen to produce passive confinement by boundary limitation [5-7]. Various fluids like 

water or oil are placed inside the pressure chamber to produce hydrostatic pressure [8-9]. Besides, in order to 

measure the deformation of specimens, resistance wire extensometers/strain gauges are often mounted on the 

jackets of specimen [10]. An obvious shortcoming of the SHPB combined with the active or passive 

confinement is that the confinement is isotropic due to the lack of stress difference of hydrostatic pressure. 

However, the actual stress states are very complex, maybe biaxial or triaxial loading conditions. 

Therefore, to better understand the dynamic responses of concrete materials under coupled static and dynamic 

loads, it is required to apply different stress states (e.g. uniaxial, biaxial and triaxial), and followed by dynamic 

loading over a wide range of strain rates from 10 to 10
3
 s

-1
. A triaxial Hopkinson bar was developed [11], 

which allows for precise determination of dynamic behaviours of concrete materials under different 

confinement conditions at high strain rates.  
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2. Material preparation  

Ordinary Portland cement (OPC), a general purpose cement produced in Australia, was used in the production 

of concrete specimens. All of the specimens adopted the same water–cement ratio 0.6 with tap water provided 

in laboratory as fresh water. Ordinary concrete was mixed in the proportion of 0.6:1:2:3 (water: cement: sand: 

coarse aggregate) by weight. River sand was used in this research with maximum size of 1.12mm. Coarse 

aggregate is basalt with maximum size of 7mm. 

The specimens were firstly cast in steel molds with dimensions of 50mm×50mm×50mm, more than three 

times the maximum size of coarse aggregates, satisfying the requirement of ASTM C192 [12]. After that, the 

specimens were covered with plastic film to prevent moisture loss from evaporating and de-moulded after 24 h, 

then moist-cured in a special curing chamber at 21 ± 2 °C. After curing for 28 days, the specimens were milled 

for good parallelism and smoothness (i.e. 0.02mm roughness). The uniaxial compressive strength (UCS) of 

concrete is 38MPa.  

3. Methodology   

3.1 Triaxial Hopkinson bar system  

The dynamic compression tests of concretes under biaxial confinements were conducted on the Triaxial 

Hopkinson Bar apparatus (Figure 1.a). It consists of a servo-controlled hydraulic loading system to apply the 

quasi-static multiaxial confining pressures and a dynamic loading system to apply an additional dynamic 

loading on the specimen. Details of the design, operation and calibration of the triaxial Hopkinson bar system 

are given in the literature [11, 13]. The experimental setup for dynamic biaxial compression is depicted in the 

Figure 1.b.  

 

Figure 1: Triaxial Hopkinson bar apparatus (a) and dynamic biaxial compression setup (b) 

The specimen is initially subjected to a desired biaxial pre-stress state (σ1-static, σ2-static), achieved independently 

by hydraulic cylinders installed at the end of steel square bars in X and Y loading directions, respectively. 

Dynamic loads are applied by launching a striker in the gas gun which generates an incident elastic 

compressive wave towards the specimen. Strain gauges are mounted on the input and output bars to record the 

signals. Then signals are transferred to the DAQ system by bridge box and strain meter. Finally, based on 

elastic one-dimensional (1D) stress wave propagation theory, the dynamic strength of concrete samples under 

coupled static and dynamic loadings is determined. 

3.2 3D-DIC system 

3D-Digital Image Correlation (3D-DIC) system was applied to study the surface crack initiation and 

propagation, by quantification of surface full-field strain fields. 3D-DIC setup and schematic are shown in 

figure 2. The resolution was set as 256×256 pixels with frame rate 200,000 fps. LED lights were used for 
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exposure compensation. Details of operation, calibration and correlation algorithm could refer to the literature 

[14, 15].  

      

(a) 3D-DIC set up                                                                  (b) 3D-DIC schematic 

Figure 2: 3D-DIC setup and schematic 

3.3 Synchrotron X-ray CT system 

X-ray computed tomography (CT) system at the Australian Synchrotron is shown in Figure 3, which is 

adopted to obtain internal fractures of post-failure specimens. X-ray is emitted from X-ray source and passes 

through the specimen to the detector. Based on the difference of densities inside the concrete specimen, post-

failure fractures can be reconstructed. Scanning parameters are set below, X-ray energy 80 keV, pixel size 

17.8µm, exposure time 0.75s, and acquisition time 1.5h, which could distinguish the concrete structures and 

fractures clearly. Schematic and operation process of synchrotron X-ray CT system could refer to literature 

[16]. 

   
                 (a) Detector                                      (b) Concrete specimen                                              (c) X-ray source 

Figure 3: X-ray CT system at Australian Synchrotron 

4. Dynamic strength and fracture characteristics  

Typical experimental results (including stress waves in X and Y directions, stress equilibrium and stress-strain 

curves) are obtained by existed methods [11, 13, 17], as shown in Figure 4. Figure 4(a) shows the curves of 

incident, reflected and transmitted waves. Stress equilibrium could be satisfied before peak stress, which 

proves the dynamic stress equilibrium between both ends of specimen before failure. Figure 4(b) gives the 

results of stress-strain history of axial and lateral stress during dynamic loadings.  
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Figure 4: Typical experimental results under impact velocity 16m/s (   = 100 s-1) and pre-stress (20, 10) MPa: 

(a) Dynamic stress equilibrium and (b) Stress-strain curves 

The effect of confinements on dynamic strength and peak strain of concrete is shown in Figure 5. The dynamic 

stress decreases with the increasing axial pre-stress σ1 along impact direction, but enhances with the increase 

of lateral pre-stresses σ2. Besides, the peak strain shows similar law as the peak stress, which indicates that the 

specimen with lower dynamic strength reaches its peak stress with less strain. The reason is that microcracks 

inside specimens are reactivated by pre-stress σ1, and thus a damaged state is induced. However, the dilatancy 

for crack growth in the σ2 direction is suppressed by the lateral confining pre-stress.  

  
Figure 5: Effect of confinement on dynamic stress and peak strain under impact velocity 16 m/s (   = 80~110 s-1) 

The surface fracture evolution captured by high-speed camera is shown in Figure 6. The result shows in the 

first 50µs, there is no obvious crack on the specimen surface. Then at 100µs, interfacial cracks and matrix 

cracks appear near the edges of the specimen. When the peak stress reaches at 150µs, more matrix cracks 

appear and propagate towards the centre part of specimen. After the peak stress, transgranular cracks appear 

around 200µs, which indicates aggregate seems to play limited role on peak stress, which is also mentioned in 

literature [7]. 
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Figure 6: Fracture evolution of concrete under biaxial pre-stress (20, 10) MPa and impact velocity 16 m/s (   = 100 s-1) 

Surface fracture evolution is further explained by strain fields with 3D-DIC technique, as shown in Figure 7. 

At 100µs, axial strain (exx) localisation can be observed, caused by inhomogeneous deformation around 

aggregates. which seems to be the cause of interfacial cracks. Lateral strain (eyy) localisation also appears at 

100µs, indicating that matrix cracks are induced by lateral tensile strain localisation, which is verified by the 

results in literature [15]. Then at 150µs, tensile strain localisation expands along the loading direction, which 

is consistent with the matrix crack propagation observed in Fig.6(c). At 200µs, tensile strain localisation 

further develops.  

 
Figure 7: Strain fields of concrete under biaxial pre-stress (20, 10) MPa and impact velocity 16 m/s (   = 100 s-1) 

Post-failure fractures obtained by synchrotron X-ray CT technique are shown in Figure 8. It can be seen that 

fractures concentrate on top and bottom parts of each specimen since deformation develops towards free faces. 

Fracture area is aggravated with axial pre-stress σ1 but restrained by lateral confinement σ2 since axial pre-

stress σ1 reactivates the microcracks which could induce crack propagation more easily, but lateral 

confinement σ2 limits the reactivation of microcracks. This phenomena is similar to the trend observed with 

sandstone in literature [11]. 

                   
            (a) 10,10                                     (b)  30,10                                      (c) 30,30 

Figure 8: Effect of confinement on fracture of concrete specimen under impact velocity 16 m/s (   = 80~110 s-1) 

5. Conclusions 
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The dynamic strength and fracture properties of ordinary concrete under biaxial confinements have been 

studied by triaxial Hopkinson bar, high-speed camera, 3D-DIC and X-ray CT system. The results show that 

dynamic strength of concrete is dependent on confinements, and it decreases with axial pre-stress σ1 but 

increases with lateral pre-stress σ2. At the stage of pre-failure, interfacial cracks and matrix cracks appear at 

around 100µs due to axial and lateral strain localisation. Then, matrix cracks propagate mainly along tensile 

strain localisation areas. At the stage of post failure, fracture area concentrates on top and bottom parts of each 

specimen due to lateral confinements, and it is aggravated by axial pre-stress σ1 but restrained by lateral pre-

stress σ2. 
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Abstract: The determination of the mechanical response of engineering materials subjected to impact loading plays a 
vital role in determining their application. The high strain rate tensile response of metals is usually investigated by means 
of the Split Hokinson Tension Bar (SHTB) apparatus. The interpretation of the obtained results is, however, subjected to 
the analogous stress and strain uniformity challenges present during quasi static tensile tests. Beyond the onset of 
necking, strains cease to be uniform along the gauge length and localise around the necking zone. Consequently, the 
nominal strain rate underestimates the effective strain rate experienced by the material. The analysis of the effective strain 
rate and stress state beyond the onset of necking has received considerable attention in literature. Several research efforts 
have focused on the optimisation of the geometry of specimens to be employed for the characterisation of the dynamic 
tensile response using the SHTB. The current work investigates, systematically, strain history on effective strain rate and 
thermal softening during dynamic tensile loading. A series of monotonic and strain rate jump tests were conducted and 
analysed.  

1. Introduction 

The mechanical behaviour of engineering materials is, in general, dependent on the rate of deformation to which there are 
deformed. Consequently, the employment of metal alloys in transportation and defence requires the dynamic 
characterisation of their mechanical response to predict deformation and failure during impact loading scenarios such as 
bird strikes, blade release, crashworthiness analysis and many more.  
Titanium and its alloys have been popular in the aviation sector due to their high strength to density ratio coupled with 
superior corrosion resistance and durability. The response of this class of materials is, in general, dependent on their 
surface texture, grain size, manufacturing process and subsequent anisotropic properties [1, 2]. The mechanical response 
in the range of 102 s-1 to 104 s-1 is usually measured by means of Split-Hopkinson Bar apparatuses (SHB) in which the 
specimen is sandwiched between two bars namely, input and output bars. During SHB experiments, a striker, accelerated 
by a compressed air piston system, collides with the input bar, thereby generating a stress wave that propagates until 
reaching the sample. Due to the impedance mismatch between the specimen and the bar, the incident pulse is partially 
reflected back and partially transmitted through the output bar. The displacements and forces on the specimen can be 
determined from the recorded strain gauge signals using one dimensional wave analysis and used to calculate nominal 
stresses and strains within the specimen.  
The dynamic tensile experiments on ductile alloys, however, introduce additional technical difficulties. Beyond necking, 
deformations cease to be uniform along the gauge length. Consequently, the computation of stresses and strains using 
their nominal or logarithmic form poorly approximates the true stress and true strain in the necked region of the specimen 
[3, 4]. In fact, after necking initiates, strain localises around the minimum cross section and cannot be related anymore to 
the gauge length. The calculation of the true stress and true strain in the post-necking phase is possible only if the 
diameter evolution of the cross section is accurately measured for example using high-speed imaging. Additionally, as the 
specimen undergoes necking the gradual increase in stress triaxiality requires the measured true stresses to be transformed 
to equivalent stresses.  
Moreover, high-speed machining of titanium alloys faces many challenges owing to their low thermal conductivity and 
high chemical reactivity with the cutting tool. Its low thermal conductivity increases the temperature at the cutting edge 
of the tool leading to rapid wear [5]. In the experimental investigation [6] commercial Ti-6Al-4V was investigated from 
room temperature to 1000  at the average strain rate of the 1800 s-1 and the result indicated strong thermal softening 
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with allotropic transformation from initial hcp/bcc to full bcc (β) structure. It was confirmed with microstructural analysis 
formation. Experimental investigations exploring the temperature effect on the strain localisation, are however, scarce in 
the literature. Hence, the current research work will also explore external temperature effect on necking experimentally. 
The present research work investigates, systematically, the effects of strain history on the effective strain rate and thermal 
softening during the dynamic tensile loading. A series of monotonic, and strain rate jump tests are conducted and 
analysed. The evolution of the nominal and effective strain rate (True strain rate) was measured using digital image 
correlation and compared. Moreover, the effect of the temperature on the Ti-6Al-4V under high strain rate is explored 
experimentally. 

2. Experimental setup and result 

This section illustrates the experimental techniques used to pre-strain cylindrical samples, conduct high strain rate tests 
using a Split Hopkinson Tensile Bar (SHTB) and control the temperature of the samples.  

2.1 Experimental technique apparatus  

The experimental investigation on Ti-6Al-4V samples was performed on standard cylindrical specimens illustrated in 
Figure 1. In the first experimental set, a batch of specimens were prestrained (10%) using a screw driven Zwick 
mechanical test machine equipped with a 20kN load cell. A speckle pattern on the specimen was created using a white 
background and applying black dots randomly. The prestrained measurements were taken using high definition cameras 
equipped with low distortion lenses to acquire high-resolution images. Later, the acquired images were analysed using the 
commercial software GOM Aramis† focusing in the gauge section of the specimens. The specimens were strained until 
10% before testing at high strain rate.  

 
Figure 1: Geometrical description of the used specimens of Ti-6Al-4V. 

High rate tensile experiments were carried out using the Hopkinson Bar apparatus described in [7] and schematically is 
shown in Figure 2.The input and output bars of the SHTB were made of titanium , with solid cross section of the 
diameter 10 mm with length of 2.7 m. The experimental setup comprised also of a high-speed camera typically used at 
400~500 kfps to capture the deformation history and strain localisation. With classical split Hopkinson bar analysis, 
stress-strain histories can be calculated using the procedure detailed by Gray [8].  

 
Figure 2: Schematic of split Hopkinson pressure tensile bar. 

During plastic deformation, beyond necking, the deformation ceases to be uniform along the gauge length and the 
computation of the true stresses and strains obtained using their logarithmic form constitutes an inaccurate approximation 
of the real material behaviour, especially in the localized region of the specimen. Moreover, beyond the onset of necking, 
strain becomes localised around the minimum cross section and it cannot be related to the gauge length. A complete 

†https://www.gom.com/metrology-systems/aramis.html 
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evaluation of true stress-strain curve can only be obtained if the cross section radius is measured accurately and the 
following equation must be used: 

           
  
 
  (1) 

      
 
   

 (2) 

       
 
  

      
  

 
   

(3) 

The nominal strain rate underestimates the effective strain rate experienced by the materials after the strain localisation. 
This is particularly evident in the ductile metal alloys. The effective strain rate can be estimated by differentiating true 
strain with respect to the time interval. Generally, the effective strain rate can be much higher in magnitude than nominal 
strain rate.  Furthermore, for temperature effect, the specimens were heated up to high temperatures using a feedback 
controlled induction heating system. In order to guarantee a uniform heating, the specimens were heated imposing a 
temperature rate of approximately 30 Celsius degrees per second, monitored by means of type K thermocouples. 

2.2 Pre-strain Effect on dynamic strain localisation of Ti-6Al-4V 

The Ti-6Al-4V specimens were prestrained (10%) in quasi-static conditions (1∙10-3 s-1) using a Zwick mechanical test 
machine. Later, these prestrained samples were tested at high strain rate (~3000 s-1) using the SHTB. Figure 3 (a) 
compares the diameter reduction against engineering strain of pre-strained (initially prestrained and later tested using 
SHTB) and monotonically (directly tested using SHTB) dynamically loaded specimens. Figure 3 indicates that 
prestrained specimen have higher elongation to failure. Under monotonic condition, the specimens failed at engineering 
strains included between 14% and 17% whereas the prestrained samples failed at nominal strains included between 19% 
and 21%. It is also clear that, in the case of monotonic tests the rate of reduction of the diameter at engineering strains in 
the proximity of failure is higher than in in the case of pre-strained specimens. As stated earlier [5] that the Ti-6Al-4V 
possess low thermal conductivity which restrain the dissipation of heat (heat generated during the plastic deformation) 
rapidly to the environment. It is, therefore, reasonable to believe that the temperature increment caused by adiabatic 
heating in the material increases its ductility, exacerbating the rate of reduction of the diameter in the necking area, 
particularly at relatively large nominal strains. This effect appears to be mitigated for pre-strained specimens. Figure 3 (b) 
compares the effective (true strain rate) and nominal strain rates measured during monotonic high rate tension tests on 
Ti6Al4V samples. Although, the deformation rate varies slightly for different experiments it is evident that, as the 
necking begins, the true strain rate history diverges sharply from the corresponding nominal strain rate history. 

 
 

(a) (b) 

Figure 3: (a) Diameter reduction for the prestrain-monotonic Ti-6Al-4V, (b) comparison between nominal and effective strain rate.  

The dependence of the Taylor-Quinney coefficient on the dynamic loading mode and on the investigated material was 
examined in [9] using a high-speed infrared radiation detector to measure the temperature evolution on the tested 
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specimens. The concurrent effects of dynamic strain localisation and adiabatic heating were recently assessed in [10]. An 
extensive series of quasi-static pre-strain experiments followed by high strain rate tensile deformation constitute the 
experimental baseline to determine the temperature history in necked area of the specimen. The Taylor-Quinney 
coefficient could then be determined using material models which are able to represent accurately strain localisation in 
ductile alloys [11] and reverse engineering procedures.  

2.3 Effect of temperature on the dynamic behaviour and strain localisation of Ti-6Al-4V  

This section reports the effect of the temperature (200 , 300 , and 400 ) on the mechanical performance and strain 
localisation of Ti-6Al-4V samples tested at high strain rate. The rise in temperature increases the ductility of the alloy, 
increasing the engineering strain to failure to 20% at 200 , and 24% at 400 ). Figure 4 (a) shows the engineering stress-
strain curves obtained under high deformation rate at various temperatures. It is evident that the temperature rise in the 
specimen influences the behaviour, reducing the flow stress of Ti-6Al-4V. It is also clear that the ductility increases at 
higher temperatures. The average strain rate measured during the high temperature experiments was in the order of 1500 
s-1. The yield stress reduces progressively from 950 MPA at 200  to approximately 775 MPa at 300  degrees and 625 
MPa at 400 . Figure 4 (b) comprises the diameter reductions at room temperature to elevated temperature (up to 400 ). 
It is evident that at the elevated temperature, the cross section reduces (increment in the strain localisation) with 
increment in the elongation.  

  
(a) (b) 

Figure 4: Mechanical response of the Ti-6Al-4V at different temperatures, (b) radial reduction against engineering strain.  

Figure 5 shows an initial comparison between engineering and true strain rate rates of Ti-6Al-4V specimens tested at 
various temperatures. Similarly, to what observed at room temperature, it is clear that beyond necking the true strain rate 
diverges from the nominal strain rate reaching values up to one order of magnitude higher than the latter at strains in the 
proximity of failure.  

  

26



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
5 
 
 
 
 

Phil. Trans. R. Soc. A. 
 
 
 

(a) (b) 

 
(c) 

Figure 5: Comparison of nominal and true strain rate of the Ti-6Al-4V at various temperature. 

Figure 6 summarises the overall influence of the various testing conditions on dynamic strain localisation plotting the 
average values of the final necking diameter for all experiments conducted in this study. It is clear that both pre-strain and 
temperature conditions affect the final minimum diameter in the necking cross section.  
 

 

Figure 6: Diameter reduction of the cylindrical Ti-6Al-4V under various conditions. 

Conclusions and future work 

x The initial experimental result on the prestrained specimens indicate an increment in the engineering strain to failure 
and an effect on the dynamic strain localization history and final necking diameter reduction at failure. The effect of 
the pre-strain on different materials will be explored with additional experiments at several pre-strain conditions. 
These experiments will constitute the experimental baseline to estimate via reverse engineering the temperature 
evolution in the necked area of the specimen. 

x The effect of temperature on ductility and dynamic necking was assessed. The ductility of Ti-6Al-4V is found to be 
increasing with temperature, while the flow stress drops significantly from room temperature to 400 Celsius degrees.   

x Future numerical modelling will aim at understanding the effects of stress triaxiality and adiabatic heating on the 
localized deformation and failure. Microstructural micrographs will complement the experimental results and provide 
insights on the failure mechanisms.  

27



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
6 

 

 

 
 

Acknowledgement 

The authors would like to thank Mr Stuart Carter and Mr Jeffrey Fullerton for manufacturing the specimens and Dr David 
Townsend for helpful suggestions about the writing.  

References 

1. Tuninetti, V. and A.M. Habraken, Impact of anisotropy and viscosity to model the mechanical behavior of Ti–
6Al–4V alloy. Materials Science and Engineering: A, 2014. 605: p. 39-50. 

2. Gilles, G., et al., Experimental characterization and elasto-plastic modeling of the quasi-static mechanical 
response of TA-6V at room temperature. International Journal of Solids and Structures, 2011. 48(9): p. 1277-
1289. 

3. Mirone, G., The dynamic effect of necking in Hopkinson bar tension tests. Mechanics of Materials, 2013. 58: p. 
84-96. 

4. Mirone, G., D. Corallo, and R. Barbagallo, Experimental issues in tensile Hopkinson bar testing and a model of 
dynamic hardening. International Journal of Impact Engineering, 2017. 103: p. 180-194. 

5. Che-Haron, C.H. and A. Jawaid, The effect of machining on surface integrity of titanium alloy Ti–6% Al–4% V. 
Journal of Materials Processing Technology, 2005. 166(2): p. 188-192. 

6. Gangireddy, S. and S.P. Mates, High Temperature Dynamic Response of a Ti-6Al-4V Alloy: A Modified 
Constitutive Model for Gradual Phase Transformation. Journal of Dynamic Behavior of Materials, 2017. 3(4): 
p. 557-574. 

7. Gerlach, R., C. Kettenbeil, and N. Petrinic, A new split Hopkinson tensile bar design. International Journal of 
Impact Engineering, 2012. 50: p. 63-67. 

8. GRAY III, G.T., Classic split Hopkinson pressure bar testing. 2000(In: Kuhn H, Medlin D (eds) ASM 
Handbook Vol 8: mechanical testing and evaluation. Materials Park, OH, ASM International): p. 462-476. 

9. Rittel, D., L. Zhang, and S. Osovski, The dependence of the Taylor–Quinney coefficient on the dynamic loading 
mode. Journal of the Mechanics and Physics of Solids, 2017. 107: p. 96-114. 

10. Mirone, G., R. Barbagallo, and F. Giudice, Locking of the strain rate effect in Hopkinson bar testing of a mild 
steel. International Journal of Impact Engineering, 2019. 130: p. 97-112. 

11. Zhang, L., et al., Rate dependent behaviour and dynamic strain localisation of three novel impact resilient 
titanium alloys: Experiments and modelling. Materials Science and Engineering: A, 2020. 771: p. 138552. 

 

28



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
 

DYMAT Winter School 2020, Les Houches School of Physics 
 

 
 
 

 
 
 
 

High-speed sheet metal forming: 
Numerical study of high speed Nakajima testing  

Luca Corallo, Patricia Verleysen 
“Department of Electromechanical, Systems and Metal Engineering,  

Technologiepark Zwijnaarde 46,Gent, 9052 Zwijnaarde, Belgium, 0000-0003-2471-5177” 
Keywords: Forming, high strain rates, material characterization 

Abstract  
In recent years, the forming community has shown an increased interest in the effect of strain rate on the 
formability of sheet metals. The assessment of sheet metal formability in dynamic deformation conditions 
requires the development of experimental techniques which allow to decouple the material response from the 
test related parameters. In this paper, results of numerical finite element simulations of dynamic Nakajima 
experiments on a dog bone sample are presented. The simulations are performed in order to verify the 
reliability of the technique under different frictional contact conditions and punch velocities. The necking 
locus, strain path linearity and stress state evolution are extracted and investigated in-depth. The numerical 
study highlighted several drawbacks which led to the conclusion that dynamic Nakajima tests might not be the 
most appropriate way to investigate sheet metal formability at high strain rates. 
 

1. Introduction  
Sheet metal forming is commonly used in industry to produce metal components for different applications. 
The formability of a metal sheet is generally quantified by tests which impose different strain paths to material 
samples. The sheet metal forming community often adopts the forming limit diagram (FLD) developed by 
Keeler et al. and Goodwin [1, 2]. The shape and location of the FLD in the principal strain space define the 
boundary between strain states that are always free of necks, i.e. below the FLD, from those prone to necking 
and splitting. Several studies showed that the formability of sheet metals can significantly be improved by 
increasing the deformation rate. Balanethiram et al. [3] observed that the formability in biaxial stretching 
conditions can increase with a factor of almost three when the material is tested at high strain rates. Wood [4] 
found that the forming limit can improve by a factor of two or more when performing experiments in dynamic 
loading conditions. In quasi-static loading conditions, formability is experimentally assessed by means of 
techniques described in the ISO 12004-2:2008 standard, such as Nakajima and Marciniak tests. However, the 
techniques still have no well-defined dynamic counterparts. The strain rate effect at the right-hand side of the 
FLDs is investigated by electro-magnetic, electro-hydraulic and explosive forming. A few researchers 
introduced new approaches which combine Hopkinson bar experiments with existing standard techniques. 
Sasso et al. [5] developed a testing device combining the split Hopkinson pressure bar (SHPB) with a 
Nakajima test, Gilat et al. [6] modified a SHPB to perform dynamic punch tests, Grolleau et al. [7] proposed 
an adaptation of the SHPB apparatus to perform dynamic bulge tests. However, all these approaches still have 
limitations in terms of linearity and variety of imposed strain paths. Deviations from the ideal linear strain path 
are often caused by experimental factors such as contact conditions, friction, lubrication, clamping system, and 
many more [8]. Indeed, the linearity of the strain path is one of the most important requirements for the 
determination of FLDs. This paper investigates the reliability of dynamic Nakajima tests using dog bone 
material samples to characterize sheet metal formability in dynamic loading conditions. Numerical finite 
element simulations in Abaqus/Standard are performed considering different frictional contact conditions and 
punch velocities. Necking onset, strain path linearity and evolution of the stress components are carefully 
exanimated. The reliability of dynamic Nakajima tests as experimental technique to characterise sheet metal 
formability in dynamic loading conditions is broadly discussed based on the numerical results. 

Luca Corallo (Luca.Corallo@UGent.be) 
Department of Electromechanical, Systems and Metal Engineering,  
Technologiepark 46,Gent, 9052 Zwijnaarde, Belgium,  
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2. Methods 

Numerical simulations of Nakajima tests are performed using the commercial finite element program 
Abaqus/Standard. The simulations aim at reproducing actual Nakajima experiments in which a hemispherical 
rigid punch penetrates a sheet metal fixed to a rigid die. Boundary conditions are imposed to replicate the 
actual experimental conditions. Due to limitations in deformation capacity typical for dynamic tests, the 
dimensions of the components, shown in Figure 1, are reduced compared to the guidelines of ISO 12004-
2:2008. The sample material is Ti-6Al-4V, which has been studied in-depth at the DyMaLab research group of 
Ghent University [9]. Associative J2-plasticity with isotropic hardening is adopted to describe the material 
behaviour. The strain rate and temperature dependent hardening is modelled by the Johnson-Cook hardening 
law, the parameters are reported in Table 1. 

 

 
Figure 1: Dimensions components 
Dynamic Nakajima simulations 

Table 1: Mechanical properties Ti-6Al-4V [9]. 
 

 
E 
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n 
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Melting 

temperature 

 
Room 

Temperature 
 

MPa - Ton/mm3 MPa MPa - - °C °C 

117000 0.3 4.4E-9 951 892 0.7 0.71 1630 20 

A recent approach proposed by Martinez-Donaire et al. [10] is used to detect the time at which necking occurs. 
As shown in Figure 2, the onset of necking is detected by monitoring the strain rate evolution at a point B 
external to the necking region. The time at which the strain rate in B reaches its maximum value is used as 
criterion to identify the time at necking during the simulation; hence to extract the strain and strain rate values 
at the necking section. The methodology is local and does not take into account experimental conditions such 
as sample geometry, punch shape, contact and friction. Different friction coefficients and punch velocities, are 
adopted in order to establish their influence on the mechanical response of the sheet metal. Three simulations 
with fixed punch velocity of 5m/s and different friction coefficients: 0, 0.04 and 0.3, are executed to 
investigate how friction affects the necking position, the strain path linearity, the principal in plane stress 
components and the strain rate level. Strain path linearity is estimated by fitting major and minor in plane 
strain components using a linear fitting function, characterized by a correlation coefficient R, which gives an 
indication of the linearity. The analysis is repeated for three elements placed at the necking section through the 
sheet thickness: at the external surface, at the internal surface in contact with the punch and, finally, at the 
middle section of the sheet. The study on the stress components is reduced to the elements at the external 
surface and at the middle section of the sheet. Furthermore, the effect of the test velocity is studied by 
repeating the simulation for three different punch-velocities: 5,10 and 15m/s, while the friction coefficient is 
kept constant at 0.04. 

 
Figure 2: Martinez-Donaire approach to detect the time at onset 
of necking for a punch velocity of 5m/s without friction  

Table 2: Summarizing table: results simulations 
punch velocity 5m/s 

 

 
Friction 

coefficient 
 
 

[-] 

Time at 
necking 

Martinez-
Donaire 

approach 
[ms] 

Major in 
plane 

strain at 
necking 

in A 
[-] 

Equivalent 
plastic 

strain rate 
at necking 

in A 
[s-1] 

- 1,58 0,70 3300 

0,04 1,71 0,68 2050 

0,3 1,44 0,61 1550 
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3. Results 
3.1 Necking detection  
The use of the Martinez-Donaire criterion is illustrated in Figure 2 which shows the major in plane strain and 
strain rate at a point B close to the neck, and the plastic equivalent strain (PEEQ) and major strain in the neck. 
All values are taken at the external surface of the sheet. The time, strain and strain rate at the onset of necking 
are summarized in Table 2 for different friction conditions and a punch velocity equal to 5m/s. The  position of 
the necking section is post-mortem detected. The effect of the friction on the strain localization is further 
investigated by plotting the initial position of the nodes A,B,C and D which delimit the necking as showed in 
Figure 3a. In Figure 3b, an increment of the friction coefficient makes the necking locus shift from the centre 
of the specimen to the shoulders of the sample.  
 

 
                    (a)                                                   (b) 

Figure 3: (a)Nodes delimiting the necking, (b) Necking locus shift 

 
(a) 

 
(b) 

 
(c) 

 
 (d) 

Figure 4: Study of the strain path for different friction coefficients 0(a),0.04(b),0.3(c). Strain path analysis in small strain 
regime(d) 
 
3.2 Strain path linearity and stress components evolution 
In Figure 4 the major versus minor in plane strains in the neck section are presented till the onset of necking 
together with a linear fit. Results are presented for the three friction conditions in three different elements 
through the sheet thickness. The most pronounced mismatch with the linear fit is observed for the element 
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placed at the upper surface of the sheet metal, for which R is around 0.97.  Only slight  deviations of the slope, 
about 3 degrees, are observed comparing the linear paths for the elements through the sheet thickness. The 
evolution of the stress components at the upper surface (circular dot) and internal section (uniform line) in the 
neck are reported in Figure 5a, b and c. All the curves in Figure 5 show a peak corresponding to the instant at 
which the contact between the punch and sheet metal starts. The peak value depends on the combination of 
different factors: contact forces, punch curvature, and friction coefficient. In addition, the stress component at 
the external surface of the specimen is zero, while moving towards the punch-sample interface, it becomes 
more and more influent. 
  

 
(a) 

 
(b) 

 
(c) 

 
 (d) 

Figure 5: Stress components evolution at the upper surface (circular dot) and internal section (uniform line) in the neck 
for different friction coefficients : 0 (a), 0.04(b), 0.3(c). Figure 5d: stress path element at the upper surface of the neck for 
different friction coefficients. 
 
3.3 Effect of the punch velocity 
The comparison of the punch force–displacement curves in Figure 6 shows just a small amplification of the 
force level due to the increase of the punch velocity. Since the force-displacement curves take into account the 
global response of the specimen, the curves cannot be used to characterise the mechanical response of the 
metal sheet. The Martinez-Donaire criterion is applied to determine the major in plane strain and equivalent 
plastic strain rate at the necking onset for each punch velocity. The results of the simulations are summarized 
in Table 3. 
 

  
Figure 6: Punch force-displacement for initial punch 
velocities of 5, 10 and 15 m/s 

Figure 7: Major in plane stress versus minor in plane stress 
for initial punch velocities of 5, 10 and 15 m/s 
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Table 3: Summarizing table: results simulations for three different punch velocities 5,10,15 m/s 
Punch 

velocity 
[m/s] 

Max. Punch 
Force 
[N] 

Time at the Max.  
punch force 

[ms] 

Time at necking Martinez-
Donaire approach 

[ms] 

Major in plane 
strain at  necking 

[-] 

Equivalent plastic 
strain rate at  necking 

[s-1] 

5 5120 1,93 1,71 0,68 2000 

10 5180 0,96 0,85 0,7 4050 

15 5215 0,64 0,57 0,7 6350 

4. Discussion 
4.1 Necking detection 
From an experimental point of view, the necessity of controlling and monitoring the friction coefficient 
introduces huge limitations, especially in dynamic loading conditions. Indeed, it is known that friction is 
highly dependent on the relative slipping velocity between the surfaces involved in the contact. Comparing the 
results for the frictionless contact conditions with the results for higher friction coefficients, a small reduction 
of the major in plane strain is observed, whereas the equivalent plastic strain rate is almost halved. The 
introduction of a friction coefficient as low as 0.04 results in a reduction of the equivalent plastic strain rate 
from 3300s-1 to 2050s-1. A value of 0.04 is considered to be an achievable technological lower limit for friction 
in forming experiments. In a Nakajima test, the friction between punch and sheet sample is different in every 
point and it changes during the test. Even for the friction coefficient of 0.04, the necking section already shifts 
away from the centre. As shown in the results section, friction conditions along the sample gage length cannot 
be neglected. 
 
4.2 Strain path linearity and stress components evolution 
The strain path at the necking section, on the sample surface and through the thickness, is almost linear: the 
discrepancies between the linear fit functions are negligible. However, restricting the study to the small strain 
domain (major < 0.15, minor < -0.05), see Figure 4d, for the element at the upper surface, the slopes of the 
strain paths deviate from the slopes obtained when the strains till necking are considered, see Figure 4a,b and 
c. The deviations are even more pronounced during the initial stage of the simulations at which the punch 
starts deforming the specimen. Friction has a double effect on the stress components evolution. On one hand, 
the resulting tangential forces modify the stress state at the centre of the sample, on the other hand, friction 
results in a stress concentration away from the centre, and therefore the shift of the neck to a location with a 
different loading history. Moreover, the non-uniform stress distribution through the sheet thickness and the 
changing triaxiality constitute two other important model outcomes. The stress through the thickness, which is 
zero for the element at the external surface, becomes more and more relevant moving towards the sample-
punch interface. In addition, as shown in Figure 5d, the principal in plane stress components evolve in a non-
proportional way and the uniaxial loading condition is never reached, see . The stress components study 
reveals other shortcomings of the Nakajima test. First, the stress state is not uniform along the gage length of 
the sample, and even not through the sheet metal thickness. Second, the components of the stress evolve non-
proportional. Last, the friction and related tangential forces drastically affect the stress in the entire sample. 
 
4.3 Effect of the punch velocity 
The punch velocity does not influence the major in plane strain which is almost the same for all the 
simulations. Consequently, since the time to necking is proportional with the punch velocity, also the 
equivalent plastic strain rate in the neck increases proportionally with the punch velocity. The determination of 
the necking locus reveals that for all the simulations the neck appears at the same position: the punch velocity 
does not play any role on the strain localization. The strain and stress path analysis does not show any 
influence of the punch velocity: in Figure 7 the stress paths perfectly coincide. Thus, it can be concluded that 
the punch velocity in a Nakajima experiment only affects the obtained strain rate, and that the variables 
previously considered, i.e. necking locus, strain path and stress components, are not significantly changed. 
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5. Conclusions 
The numerical study reveals that the characterization of sheet metal formability in dynamic loading conditions, 
by means of Nakajima experiments on dog bone samples, has serious shortcomings. Indeed, based on the 
analysis of the numerical simulation results, the following can be concluded: 

• Friction affects the necking localization together with the strain rate amplitude. Indeed, even when an 
extremely low friction coefficient of 0.04 is adopted, the strain distribution and its evolution in the 
sample drastically deviate from those obtained assuming frictionless contact between punch and 
sample. The influence of friction on the location of the neck can clearly not be ignored. Additionally, 
also the FLD value, experimentally determined at the onset of necking, is dependent on the friction. 
Moreover, the strain path is not perfectly linear, certainly not in the early stages of the deformation. 

• To assess the formability, the forming community very often exclusively focuses on the in plane strain 
components. The numerical investigation shows that, even if good results are obtained in the strain 
space in terms of linearity of the principal strain components, a totally different image is obtained in 
the stress space. Indeed, the stress components evolve non-proportionally. Moreover, the stress varies 
along the sample gage length and through the specimen thickness.  

• The punch velocity does not play any role in the localization of the strain, as well as in the strain path 
linearity and the evolution of the stress components. On the other hand, the increment of the punch 
velocity leads to a proportional increase of the local strain rate at the neck. In real tests, however, the 
friction coefficient depends on the relative velocity between the punch and the sample. Therefore, full 
understanding of the test outcome requires experimental campaigns to determine the evolution of the 
friction in order to calibrate a contact model within the FE software. 

As a general conclusion, it can be stated that the numerical study on dynamic Nakajima tests shows that the 
test outcome is dominated by test conditions rather than by the material behaviour. As such, the material 
response aimed at is masked by test conditions. Moreover, friction which is difficult, yet impossible, to control 
has a significant influence on the sample response, including the strain state in the neck. 
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Abstract: Two exhaustive studies of the history of the mechanical testing of materials have been published in 
book form. The first entitled The Experimental Foundations of Solid Mechanics was written by J.F. Bell in 
1973. Bell’s book is mostly about low rate testing, but it also surveys the development of high rate tests from 
the 17th century onwards. The second (History of Shock Waves, Explosions and Impact) by Krehl (2009) is 
concerned solely with the shock-loading of materials. Although indebted to these books, I do not seek in this 
paper to summarise their scholarship, but rather to take an idiosyncratic ramble through about a century of the 
mechanical testing literature from around 1850 to about 1950 in order to outline the background to where we 
are today. 
 
Note on Imperial units of measurement: Some quotes in this article are taken from British and American 
sources where Imperial Units of length and weight were used. For those unfamiliar with these units, the 
(approximate) conversion factors to the metric system are as follows: 1 inch is 25 mm; 1 pound (abbreviation 
lb.) is 0.45 kg). 

1. Introduction: Why study the history of high rate testing? 

“[History] serves as a guide to the investigator in what has been done, and what ought to be done. In this 
latter respect the individualism of modern science has not infrequently led to a great waste of power; the 
same bit of work has been repeated in different countries at different times…As it is, the would-be researcher 
either wastes much time in learning the history of his subject, or else works away regardless of earlier 
investigations. The latter course has been singularly prevalent with even some first-class British and French 
mathematicians” [1]. 
 
There was increasing concern around the middle of the 19th century about the novel use of iron in railways 
and bridges since the dynamic fracture properties of this material were unknown. This may be seen in the 
following quote dating from 1849: “There is no subject in practical science which has been more elaborately 
investigated than the theory of the statical transverse strength of beams. … But the DYNAMICAL strength 
of beams, or their capability of sustaining weights moving rapidly over them, has never been satisfactorily 
discussed” [2]. Although Hodgkinson had published in the 1830s the results of some studies he had 
performed into the dynamic properties of various materials [3, 4] (see also figure 1), it was not until 1865 
that a quantitative difference was reported between the dynamic and static tensile strengths of the iron that 
cannon were made from: “…the dynamic tensile strength of an iron cannon burst using gunpowder was 
75,684 lbs per square inch whereas its strength measured using a ‘testing machine’ was only 26,866 lbs per 
square inch” [5, p. 300].  

                                                           
 
 
 
 
 
 
 
 
 

*Author for correspondence (smw14@cam.ac.uk). 
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(a) 
 

 
 
 

(b) 
 

Figure 1. Engraving from the first known published report of the response of metal cylinders (cast iron) to 
compression. From [6]. 

2. What dynamic mechanical experiments was it possible to perform in the 19th century? 

The matter of the dynamic strength of iron became important in the 1860s due to the recently developed 
practice of armouring wooden naval ships with iron plates [7]. Watts et al. [8] stated: “Owing to the imperfect 
state of our experimental knowledge, there does not yet exist any complete and exact theory of the laws of the 
dynamic resistance of plates to shot”. Despite the thousands of terminal ballistics experiments that were 
performed during the 19th century in various countries (principally the United Kingdom, France, Prussia, 
Italy, Belgium, the United States, and Russia), men were aware of their lack of understanding as can be seen 
from the following quote from Holley (an American) in 1865: “The great problem remains unsolved. Indeed, 
engineers are looking for its solution in diverse or opposite directions. Seeing that the results of experiments, 
and especially of warfare, in testing guns against armor are developing new features of strength and weakness 
every day; that these results are still somewhat uncertain, and that time enough has not elapsed to enable the 
profession at large to collect and digest what facts there are, few if any first principles are universally 
recognized” [5, pp. 133-134]. 
 
Holley did, however, make some prescient observations about the reasons for difference between low and 
high velocity impact on plates. For example, he made the first mention that I know of concerning shock wave 
effects: “if the plate is 100 times heavier than the shot, and the shot has a velocity of 1000 feet per second, the 
plate will be moved bodily at the rate of 10 feet per second. But before this occurs, the whole force of the shot 
will have been communicated through the mass from one layer to the other, by a wave moving at about the 
velocity of sound.” [5, pp. 280-281]. He also published the first drawing (figure 2) of what later became 
known as ‘Hertzian fracture’ after the German scientist who first analysed the elastic stress field under an 
indenter and showed qualitatively that the lines of maximum shear stress form a cone [9, 10]. Figure 2 is 
typical of its time, for in the absence of sufficiently fast methods of recording force and deformation, all the 
investigators could do was describe, draw and later photograph the damage done to a target. There are many 
thousands of such descriptions in the military literature of the second half of the 19th century [7]. Although it 
would be some decades after the invention of photography before it became possible to trigger a flash 
accurately enough to capture the moment of impact [11, 12], people quickly understood the potential of 
photography to obtain information about ballistic events [13-15].  
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Figure 2. Engraving of a cross-section through an impact site produced by the impact of shot on a solid iron plate. The 

impact can clearly be seen to produce a cone-shaped spall. From [5]. 
 
Towards the end of the 19th century. Garrison reviewed the progress that had been made in iron and steel 
armour during the previous 100 years [16, 17]. He wrote the following about cast iron: “Chilled cast iron is 
one of the hardest substances known in the arts, but what iron gains in hardness when in this form it loses in 
other qualities such as elasticity, ductility, etc. In order to possess a maximum of ballistic resistance an armor-
plate must be not only very hard, but also elastic and ductile; these fundamental conditions have been 
thoroughly demonstrated by several trials of chilled cast-iron armor.” This had been summarized in a 
remarkable graph (figure 3) published by Holley in 1865. 

 
Figure 3. First known published comparison of load-extension curves for various types of iron and steel. From [5]. 

 
Ingenious electromechanical devices for measuring dynamic events with an accuracy of around 100 µs were 
invented in the 1890s [18], but it took another 20 years or so for optical and electronic methods of measuring 
time to that accuracy to be developed [19, 20]. 
 
An understanding of the effects of explosive loading of iron plates was first provided in 1912 in a lecture by 
Bertram Hopkinson to the North-East Coast Institute of Engineers and Shipbuilders when he used elastic 
wave theory to explain why scabs of metal are thrown off the inside of a metal plate at high speed by the 
detonation of an explosive charge on the outside (figure 4) [21], a phenomenon later called ‘Hopkinson 
fracture’ by Kolsky in 1958 [22]. This had almost immediate implications for battleships and tanks in the 
Great War. 
 
Very few soldiers in the Great War were given body armour. However, the German army did make some 
provision, particularly for their shock troops. However, as can be seen from the following quote (published in 
English in 1922), it wasn’t very well-designed and in addition some accused the suppliers of this armour of 
war-profiteering: “Why were, in 1915, movable firing screens supplied by thousands and in 1918 breast plates 
by the hundred thousand? The home people were astonished by seeing pictures of ‘knights without fear and 
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without reproach’ in armor. The procurement of breast plates involved an enormous useless expense and waste 
of material, because they were worn only when the superior officer was in sight, or possibly by a 
Landswehrsman who had left wife and children and home and was oppressed with anxiety on their account; 
one could neither shoot not go about while wearing this thing. The front reported at once that they were 
impractical: we were supplied with new ones. Again we reported for the second and third time, but they 
continued to arrive. We had the impression that war material contractors had a good piece of business” [23]. 
 

 (a) 

 (b) 
Figure 4. (a) Data obtained by Bertram Hopkinson on the approximate shape of the shock pulse produced by the 

explosion of a small explosive charge at one end of a steel rod. From [24]. (b) Photograph of the spall produced in a 
steel plate by the explosion of a explosive charge. From [21]. The shape of the graph shown in (a) allowed Hopkinson 

to explain the phenomenon shown in (b) [25].  
 
From that time onwards, researchers had both the theoretical and experimental tools to understand, measure 
and explain the phenomena that their predecessors had observed but struggled to explain [26]. No longer 
would it be adequate simply to fire a gun at a target and describe what happened. However, it was not until the 
Second World War that Hopkinson’s pressure bar began to find a new use in the measurement of the dynamic 
mechanical properties of materials in studies performed in secret by G.I. Taylor and co-workers [27-30] (see 
also figure 5). 
 
In dynamics, G.I. Taylor is more famous for developing the so-called ‘Taylor test’ in which a cylinder of the 
material of interest is fired against a massive rigid anvil [31]. Simple measurements of the change of the 
dimensions of the cylinder give an estimate of the dynamic yield stress of the material. What is less well-
known is that in 1942 he and R.M. Davies developed a hybrid Taylor-Hopkinson method for the measurement 
of the dynamic stress-strain curves of explosives (figure 6). This research was not published until 1958 [31].  

 
Figure 5. Enrico Volterra’s split Hopkinson pressure bar apparatus for measuring the dynamic properties of soft 

materials (secondary explosives and polyethylene) [27, 28]. 
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Figure 6. Schematic diagram of G.I. Taylor’s 1942 design for a direct impact Hopkinson bar for measuring the dynamic 

properties of a secondary explosive (cordite). From [30]. 
 
Taylor was not the first to report the result of firing right circular cylinders against anvils [32, 33]. However, 
he was the first to publish a mathematical analysis of the problem (albeit approximate) as de Maupeou simply 
reported what he (or his subordinates) observed: “Lorsqu’un cylindre métallique lancé avec une vitesse 
suffisante (plus de 30 m/s pour l’acier) rencontre un obstacle rigide, la partie avant s’écrase en forme de 
champignon, se déchire si l’élargissement est trop considerable, et finie même par se detacher…” He also 
reported that the front end of the cylinders became hot during impact whereas the rear end did not. Despite not 
publishing an analysis, de Maupeou appears to have had great physical insight into the deceleration process: 
“Pendant que la face avant du cylindre s’écrase, la face arrière subit une série de ralentissements, qui se 
succedent à des intervalles de temps très rapprochés. La partie arrière du cylindre se ralentit donc 
progressivement, ce qui explique qu’elle ne se déforme pas comme l’avant.” 

3. Conclusions 

I have been struck while going through this early literature by two apparently contradictory things: (i) how 
long ago some measurements were made, but on the other hand (ii) how recent other measurements were 
reported, despite people being aware that the information would be useful. In dynamics, what held people back 
was the lack of instrumentation with the necessary (microsecond) time resolution. 
 

 
Figure 7. First known report (1902) of rod-on-anvil experiments for steel. From [32]. 
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Abstract: This study is focused on the cohesive shear strength of concrete-rock joints in quasi-static and 
dynamic conditions. While the quasi-static behaviour in static conditions of unbonded and bonded joints was 
deeply investigated in previous studies, there is still a lack of knowledge for dynamic loading ranges. This 
knowledge would be fundamental for better predicting the mechanical response of theses joints to seismic 
loadings applied to a structure (e.g. dams). This study represents a first attempt to reach that goal. To do so, an 
experimental set-up initially developed for the study of the quasi-static and dynamic shear behaviour of 
concrete under confined conditions has been adapted and carried out on concrete-rock joints. The results were 
compared with the one obtained with a classic quasi-static set-up (BCR3D). It is shown that the shear strength 
is dependent of the confined pressure and the applied strain-rate. These first results have to be confirmed with 
additional data but are already encouraging. 

1. Introduction 

The general context of this study is to contribute to the assessment of the seismic safety of a concrete gravity 
dam for which the main mode of failure is the sliding. If the structure is subjected to horizontal forces bigger 
than the frictional resistance between body of dam and foundation, the failure that occurs is called sliding 
failure. The safety against sliding could be checked only for friction (for low dams), but in order to respect 
precise economical design, it is necessary to consider the shear strength of joints (for high dams). The interest 
is to evaluate the shear strength of the rock-concrete joints considering the pressure applied by the concrete 
dam on the interface. The shear strength of joints depends on several factors that the Mohr-Coulomb criteria 
does not take into account, such as: the roughness of the surfaces, the shear displacement rates, the 
compressive/tensile strength of the materials in contact but in particular the initial cohesion between the 
materials. In fact, rock and concrete are characterized by an initial cohesion due to the chemical bond between 
the two materials. The unbounded behaviour was studied with an extensive research; in fact, the main 
literature criteria are based on joints without initial cohesion. In addition, the influence of the roughness was 
deeply investigated on surfaces with artificial and controlled shape or natural ones. Recently, the research has 
moved towards understanding how an interface behaves if it presents an initial cohesion (bonded joint) [1] but 
only in quasi-static conditions, with testing rock-concrete joints at different levels of normal stress and with 
different types of surface’s geometries.  
The objective of this work is to increase the strain-rate loading of the shearing test on concrete-rock joints. In 
order to perform this kind of test, an experimental technique is used: the Punch-Through Shear (PTS) test. The 
concept of this test is pre-stressing the sample with a dynamometric ring prior applying a shear loading. 
Previously, this kind of experimental technique was designed and used to test only concrete [2]. With a view 
to investigate joints in dynamic conditions, the present work considers the precedent experimental technique 
but with a sample formed by a central part in rock and two lateral sides in concrete. Thus, the new sample is 
characterized by the presence of two rock-concrete discontinuities. The surface, which is tested under shear, 
has a dimension of 30x30 mm2. Quasi-static and dynamic tests were carried out respectively with a hydraulic 
press and a Split-Hopkinson Bar apparatus.  

*Author for correspondence (dominique.saletti@univ-grenoble-alpes.fr). 
** Institute of Engineering Univ. Grenoble Alpes 
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2. Material and method 

The concrete used for the PTS test and the BCR3D test is the R30A7 (Table 1), widely tested in the 3SR 
Laboratory. It is characterized by a compressive strength of 30 MPa and slump of 7cm at 28 days. The chosen 
typology of rock is granite. This rock is the most common type of rock found at the level of dam-foundation in 
France. The granite is a mechanically strong rock with characteristics of very low permeability and 
insolubility, except in the fault zones. Exposed masses of granite will formed excellent dam sites. The sample 
geometry is detailed in Figure 1. 
 

Table 1. R30A7 ordinary concrete composition 
Component Quantity (kg/m3) 

Siliceous gravel D0.5/8mm  
Sand Dmax 1.8mm 

1008 
838 

Cement CEM I 52.5 N PM ES  
Water 

263 
169 

Figure 1. Sample dimensions (in mm). 

 

 

 

 

 

 

 

Figure 2: Sample inserted in the confining ring. 

The confinement pressure on the sample is applied by a pre-stressed ring in aluminium, instrumented with 
gages in quarter-bridge configuration, on its inner and outer surfaces in order to evaluate the pressure acting on 
the interfaces between the two materials. The pre-stressed cell is useful to obtain that the two surfaces slide on 
each other and the crack displacement is in the crack plane, perpendicular to the crack front (crack mode II, 
sliding). The confinement is applied on the sample before testing it with the shear test by pre-deforming the 
cell and inserting the sample between the two confining place (Figure 2). 
The quasi-static tests were performed with a hydraulic press. A steel cylinder was put between the rock surface 
and the upper plate and two steel parts were put between the two concrete surfaces and the lower platen 
(Figure 3). Regarding the dynamic test, a Hopkinson bar apparatus was used. This apparatus consists into a 
cylindrical projectile of 45 mm in diameter and 480 mm in length, made of high strength aluminium alloy as 
well as the 45-mm diameter aluminium bar positioned on the rock surface. The output bars, positioned on the 
concrete surfaces are 20 mm in diameter and made of high strength steel.  

 

 

Figure 3. Quasi-static PTS test. Figure 4. Dynamic PTS test. View of the sample with the 
input bar and the two output bars. 

42



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
3 
 
 

 
 

 
 
 

3. First results 

The first results indicate clearly that the strain-rate and the confinement influence the level of shear strength of 
the joint. Figure 5 shows a comparison of the shear strength obtained for the test in quasi-static conducted at 
4.3 10-4 /s and the one obtained with a dynamic test conducted at 16 /s. 
 

 
Figure 5. Comparison of the shear strength obtained for the test in QS and Dynamic conditions. 

For sample 05, it was possible to keep in one piece the sample at the end of the test. In these conditions, the 
investigators had the opportunity to observe the plane of fracture of the sample in different cross-section 
views, using micro-tomography scans (Figure 6) 

(a) 

   
(b) 

   
Figure 6. Rays scans. Initial, central and final section of plane fracture: (a) Left interface (b) Right interface 
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The cross sections in the direction perpendicular to the shear (initial, central and final section) for both the 
interfaces show that: for the first joint, as well as the right one, the fracture follows the joints or develops in 
the concrete, depending on the slope of the granite. This is evident in the middle part of the left surface, where 
the fracture starts in the interface but goes in the concrete due to the relative minimum depth on the granite 
surface in this area. Moreover, the right concrete’s part presents more fracture perpendicular to the shear plane. 
The shear strength of this interface is lower; thus this could be due to the smaller thickness of the right 
concrete part due to the roughness of the granite that is more convex in the concrete. 

4. Conclusion 

 
These results are encouraging and allow the author thinking that PTS test may be an experimental set-up to 
characterize the shear behaviour of concrete-rock joints. Additional parameters, which are not presented here, 
have to be taken into account such as the roughness of the interface, the size of the specimen, its 
representativeness with real dam cases and will be presented in further studies. 
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Abstract: The plate-impact spalling testing technique constitutes one of the few available experimental 

methods to observe the dynamic tensile response of mortars and concretes, in uniaxial strain condition, at very 

high strain-rate (about 10
4
-10

5 
1/s). However, the technique suffers from a strong limitation: strain-rates are 

difficult to measure. Indeed, the level of strain rate within a target subjected to plate-impact testing with 

traditional flyer plate is not constant during the experiment. Finally, to characterize the behaviour of concrete 

and other rock-like materials as function of strain-rate remains difficult. The present work aims to numerically 

design a strain-rate adjusted Plate-Impact experiment to be applied to an Ultra-High Performance Concrete 

(UHPC) based on “toothed” and/or “wavy” machined flyer-plate and buffer. It has been observed that the 

“wavy-shape” of the buffer provides a smooth loading allowing to control the rising time whereas the 

“toothed-shape” of the rear surface of flyer plate provides a smooth unloading allowing to control the 

descending time.  

1. Introduction 

Ultra-High Performance Concretes (UHPC) are cementitious materials having a compressive strength between 

150 MPa and 250 MPa [1]. This surprizing property makes UHPC ideal for protective solutions against 

ballistic and explosion threats. A main prerequisite that may lead to improve the use of UHPC in engineering 

solutions is a better understanding of UHPC behaviour over a wide range of strain-rates and loading 

conditions.  

Spall is a phenomenon whereby materials fail in dynamic tension due to the superposition of rarefaction 

waves. Favourable conditions for spall can be produced by plate-impacts [2] [3]. Figure 1 (a) shows a typical 

time-distance diagram.  The sketch provides a graphical solution to the wave propagation problem keeping 

track of the relative position of the waves. Both released waves coming from the target and the flyer plate rear 

surfaces are crossing each other at time T4 leading to spalling at a distance d from the free surface of the 

target. In each test, a laser interferometer is pointed out on the free surface of the sample in order to record the 

particle velocity profile (Figure 1 (b)). The spall strength is proportional to the so-called “velocity pullback” 

corresponding to the difference between the maximum particle velocity and the particle velocity at the 

rebound [4].  

In classical plate-impact test, the compressive pulse transmitted to the target has sharp rising and descending 

edges. As a consequence, the strain rate in the target at spalling is generally above 10
5
 1/s and it cannot be 

adjusted by changing the striker speed. In fact, the striker speed is bounded by a lower limit to ensure a spall 

failure and by an upper limit to avoid any material damage in compression before spalling [5]. In 2017, 

Forquin & Zinsser [7] proposed to use machined plate to produce a smooth compression in plate-impact 

experiments on ceramics.  By means of numerical simulations, they prove that machined contact surfaces 

provide an easy way to modify the rising time of the pulse generated by the impact. This publication aims to 

numerically design a Plate-Impact experiment configuration to be applied to an Ultra-High Performance 

Concrete (UHPC) in order to determine its spall strength at various strain-rates. The investigation is conducted 

on a commercial Ultra-High Performance Concrete powder called Ductal®.  

45



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)2 
 
 

 

 

 

 
 

Fig. 1.  (a) Time-distance diagram for a plate-impact 

experiments 
Fig. 1. (b) Particle velocity at the rear face of the 

specimens versus time. 

1.  Numerical simulation considering a 1D model 

Strain-rate cannot be directly measured during a plate-impact experiment, but it can be deduced by numerical 

simulation considering uniaxial strain condition. The objective of this section is to quantify the strain rate at 

spalling. To do so, 1-D strain calculations have been conducted using the explicit transient dynamic finite-

element (FE) code Abaqus/Explicit. For a standard plate impact experiment, we assumed a 5-mm-thick 6061-

T6 Aluminum striker impacting a 10-mm-thick Ductal target. A linear elastic – perfectly plastic behaviour is 

assumed for striker whereas an elastic behaviour is used for the target. The material parameters are reported in 

the Table 1. Two initial axial velocities of respectively 25 and 55 m/s were set for the striker. After impact, 

compressive axial stress developed first and the tensile load arises second. The spalling is expected to occur 

almost in the middle part of the target at around 60 MPa [6].  

 

 

Fig. 2.  (a) Numerical simulations of 

plate-impact in 1D strain 
Fig. 2.  (b) Axial  stress Vs strain rate at the spalled plane for a classical plate–

impact experiments 

  
Fig. 2.  (c) Ideal incident waves Fig. 1.  (d) Axial  stress Vs strain rate generated by triangular waves 

 

 

The axial stress versus strain rate curves are plotted on the figure 2 (b) at different locations from the free 

surface. The level of strain-rate is in the order of few 10
4 

s
-1

 and is observed to be heterogeneous during the 

tensile loading. As expected, increasing the striker speed the strain rate level increases but the strain rate 

heterogeneity increases too. This simple calculation underlines that classical plate impact configuration are not 

adapted to discuss the strain-rate effect on the spall strength.  A second calculation was performed considering 
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1-D strain state and a pressure pulse directly applied to the target. Two triangular pulses were selected with the 

same peak axial stress in compression (Fig. 2c). In this second case the level of strain rate is noted to be 

perfectly constant during the development of the tensile stresses from 0 to 60 MPa (Fig. 2d). It 

demonstrates that, if they can be generated, triangular-shaped compression pulses can bring a real 

improvement in view of investigating the strain-rate sensitivity of concrete with the plate-impact 

technique. 
 

material Density 

(g/cm
-3

) 

Elastic proprieties  Plastic yield strength 

E (GPa) ν Ϭy (MPa) εp 

6061-T6  2700 68.9 0.33 270 0 

Ductal® 2425 55 0.19  

Table. 1.  Material parameters used in the Abaqus/Explicit numerical simulation. 

2. Numerical simulation considering a 2D model 

The objective of this section is to design plate-impact experiment producing a compressive pulse 

approximating a triangular pulse by means of chip-forming machined plates with “toothed” and “wavy” shape 

surfaces. The proposed testing configuration is composed of a 5-mm-thick Aluminium flyer-plate and a 10-

mm-thick ductal plate. A 5-mm-thick aluminium buffer is placed between the impactor and the target to 

homogenize the stress field along the transverse direction of the target. The diameter of each plate is set to 70 

mm. The calculations were made in 2D by considering a single half-period of the toothed-shaped flyer plate. 

The normal displacement is set to zero on the top and bottom surfaces to model the corresponding symmetry 

planes. A frictionless surface-to-surface contact algorithm was used to describe the contact between each 

component of the systems. An initial axial velocity of 40 m/s was set for the strikers whereas the buffer and 

the target are initially in contact. Figure 3 provides the mean axial stress (axial force divided by the vertical 

cross-section) versus time at the buffer/sample interface for three diverse configurations: classical striker and 

buffer; classical striker and “wavy” buffer; and “toothed” striker and “wavy” buffer. It is shown that, the 

“wavy-shape” of the impacted surface of the buffer provides smooth rising and descending edges, whereas, the 

“toothed-shape” of the rear surface of flyer plate provides a smoother descending edge and does not affect at 

all the rising edge. 

 

 

 
Fig. 3.  (a) Description of the three configurations of 

plate-impact in 2D strain 
Fig. 3.  (b) Mean axial stress versus time at the buffer/sample 

interface for the three configuration 

3. Numerical simulation considering a 3D model 

47



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)4 
 
 

 

 

 

In the following testing configuration a “toothed” striker, a “twice-wavy” buffer (machined plate along two 

orthogonal directions) and a Ductal® target were considered. Numerical simulations were conducted with 

Abaqus/Explicit FE code and a 3D model made of C3D8R elements (eight-node hexahedral reduced 

integration elements). The out-of-plane displacement is set to zero on all the nodes of the vertical surfaces. 

The compression pulse at the buffer/sample interface for an impact velocity of 40 m/s is plotted in the Figure 4 

(b). It is shown that a pointed contact between striker and buffer generates rising and descending edge less 

bended compared to a linear contact. The next figure shows the change of strain rate as function of the axial 

stress in the spalled section corresponding to points A and B located on the top and on the bottom of the 

section. The stress and strain state in the target is homogeneous along the transverse direction, so the buffer is 

thick enough compared with the period of the “toothed” shape. 

4. Conclusion 

The strain rate sensitivity of spall strength in concretes still needs to be investigated. To do so, the Plate-

Impact testing with adjusted strain-rate may represent a very attractive way to characterize the dynamic 

material response properly at strain-rate above 1000 1/s.  A series of numerical simulations have been 

developed to shape the loading-rate applied to the sample subjected to a Plate-Impact test. An experimental 

campaign on an Ultra-High Performance Concrete called Ductal® is ongoing at 3SR laboratory including 

traditional and strain-rate adjusted Plate-Impact experiments. 

 

  
Fig. 4.  (a) Numerical simulation in 3D strain Fig. 4.  (b) Mean axial stress versus time at the buffer/sample 

interface for a linear and pointed contact  

 
Fig. 4.  (c) Stress and strain states along the transverse direction 
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Abstract: This paper investigates the strain rate sensitivity of laminated composites made of plies of 
unidirectional basalt fibres and epoxy resin. We consider laminates with quasi-isotropic [0°,-45°,45°,90°]s and 
orthogonal [+45°,-45°]4 layup. A Split-Hopkinson Tension Bar is used to generate accurate stress/strain data at 
elevated rates of strain of 102 /s. Moderate strain rate effects are observed with strength increase of ≈3.5% per 
decade of increased loading rate for both laminate types. 

1. Introduction  

The purpose of this work is to present reasonably accurate dynamic tensile strength data for composites made 
of plies of endless, unidirectional basalt fibres and epoxy resin.  Over the last two decades, basalt fibres have 
come into consideration as potential reinforcement for composite materials requiring high strength and 
temperature resistance. In contrast to the infamous asbestos fibre, which meets these application requirements 
from a mechanical point of view, basalt is not considered carcinogenic [1]. It is a mineral belonging to the 
group of silicates and as such similar to glass in its chemical composition but with more iron and less calcium 
content. While glass fibres are completely amorphous solids, basalt fibres can feature some degree of 
crystallinity [2]. Basalt's mechanical properties strength and stiffness are lower than those of carbon fibres, and 
more akin to those of S-2 glass fibres. The quasi-static properties of basalt fibres and its composites are 
already well known [3]. A promising field of application for basalt fibre composites are structural elements in 
the automotive sector, where it is important to predict the dynamic material behaviour at elevated strain rates 
relevant at crash, which are on the order of 10 -- 100 /s. However, as of now, only a few studies are available 
on dynamic properties. This is particularly true for composites composed of plies of endless, unidirectional 
(UD) fibres. To our knowledge, only one, very recent study is available [4], where the authors report that the 
dynamic tensile strength of a pure 0° basalt/epoxy composite doubles its strength when strain rate is increased 
from 10 /s to 300 /s. This amount of strain rate sensitivity appears exceptionally high, as UD composites of 
carbon or glass fibres only exhibit strength increases of approximately 1% – 10% per order of magnitude of 
increased strain rate [5]. In another study, the strain rate sensitivity of woven basalt/epoxy composites was 
studied, and a similarly exceptional high strain rate sensitivity was observed [6]. Is there something special 
about basalt fibres which makes them very strain rate sensitive? To shed some light on this issue, we 
investigate the strain rate dependency of the tensile failure strength and strain for quasi-isotropic 
[0°,-45°,45°,90°]s and orthogonal [+45°,-45°]4 layups of unidirectional basalt fibres in a thermoset epoxy 
matrix within the strain rate regime 10-3 – 3×102 /s. 

2. Materials and Methods  

Sheets of cured UD basalt fibre composites with layups [0°,-45°,45°,90°]s and orthogonal [+45°,-45°]4 were 
tested. This composite is made from a prepreg of basalt fibres with filament diameter 17 µm and a low-
viscosity epoxy resin system. Laminates were cured in an autoclave process resulting in fibre volume fraction 
of 60%. To illustrate the mechanical properties of this material, we quote the nominal strength and stiffness of 
pure 0° specimens according to ISO-527 as 1310 MPa and 44 GPa [7]. Testing specimens were cut from the 

*Author for correspondence (Georg.Ganzenmueller@inatech.uni-freiburg.de). 
† Present address: Albert-Ludwigs Universität Freiburg, INATECH, Freiburg i. Br., Germany  
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sheets using a diamond coated saw blade to obtain good cut surface quality. The dimensions of the quasi-
isotropic (QI) specimens are 100×3×1.6 mm3 with a nominal gauge length of 20 mm. The dimensions of the 
±45° specimens are 100×5×2.0 mm3 with the same nominal gauge length. The same specimen geometry was 
used across all strain rates. Specimens were bonded to grooved 7075 aluminium tabs with a high-strength, 
thermally activated epoxy resin according to Figure 1 (left). We use split tabs as these can be easily 
manufactured in large quantities using a CNC router. Additionally, the split tabs provide good accessibility to 
the interior which makes it trivial to correctly apply the adhesive. The tabs feature holes for M4 through-bolts 
to affix the assembled specimen to the aluminium grips as shown in Figure 1 (right). The clamps are designed 
to fulfill three task: (i) they provide an ISO M12×1.5 thread to interface with either the Split-Hopkinson bars 
or the universal testing machine. (ii) The transition from the circular interfacing end with the testing apparatus 
to the rectangular shape used to attach the specimen maintains a constant cross section area. For dynamic 
testing, the Split-Hopkinson bars are also made of aluminium, such that constant acoustic impedance is 
obtained. This avoids unwanted wave reflections due to the specimen gripping device, see [8] for details. (iii) 
The 4.1 mm through holes allow for clamping the specimen inside the grip. To this end, lightweight M4 
aluminium bolts with strength class ISO 5.6 may be used, yielding an axial force of 1.8 kN per bolt. With 4 
bolts and a conservatively assumed friction coefficient µ=1.0 between the clean and unlubed aluminium 
surfaces, this translates into a useful upper force limit of ≈14 kN for this clamp. This limit exceeds the 
expected forces in this work by a factor of 4. We note that those parts of the through-bolts and nuts protruding 
from the surfaces introduce additional mass, which causes unwanted wave reflections.  However, this effect is 
so minor that its effects cannot be observed in our data. 

 

Quasi-static and low strain rate testing. For the quasi-static and low strain rates of 10-3 /s and 10-1 /s, we use 
a screw-driven universal testing machine with 100 kN capacity and a maximum testing velocity of 1500 
mm/min. Specimens were attached using the gripping device described before, which itself was mounted to 
the testing machine using cardanic joints to prevent off-axis loading. Strain was measured locally on the 
specimen using Digital Image Correlation (DIC). Both force and strain time series were combined into 
nominal stress/strain graphs by eliminating the time information. 

 

  
Figure 1: (left) CAD rendering of the specimen with its split aluminium tabs. Also shown is the fixture which is used 
to align all parts during assembly and curing of the epoxy adhesive. (right) Clamping fixture maintains cross section 

area and thus provides constant acoustic impedance which is required for reflection-free wave transmission. 
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Figure 2: sketch of the SHTB setup employed in this work. All dimensions in mm. Input and output bars are 16 mm 

diameter aluminium rods. The striker is a hollow aluminium tube of 40 mm outer diameter and 20 mm inner diameter. 

 

Dynamic Testing. The Split-Hopkinson Tension Bar (SHTB) used here is sketched in Figure 2 and described 
in detail in [9]. Compared to other SHTBs, this setup is optimized for low velocities, low forces and a long 
pulse duration of 1.2 ms. Specimens were attached to the bars using the grips detailed above. Shortly before 
performing the experiment, white contrast marks were painted on the specimen at the edges of the gauge 
section using a paint marker. We have observed that it is crucial for the paint to be still compliant. If it is fully 
dried it will come off the specimen before actual failure occurs, thus voiding the strain measurement. For 
determining the strain, we employ a line-scan camera to track the displacement of the contrast marks. If only 
uniaxial displacement is of interest, line-scan cameras are advantageous over area cameras due to higher 1D 
resolution and increased light sensitivity due to larger pixel size. We employ a model with 1×4096 pixel 
resolution and a line scan frequency of 200 kHz. The strain is ultimately obtained by post-processing the line-
scan data using a pattern matching algorithm with sub-pixel accuracy. Force is measured via a pair of 
conventional strain gauges mounted on the output bar, connected diagonally in a Wheatstone bridge circuit to 
eliminate bending information.  

The line-scan camera is triggered by the DAQ card to start recording when the incident wave created by the 
striker reaches strain gauge no. 1, c.f. Figure 2. In the case of the line-scan camera, a synchronization signal is 
fed back to the DAQ card, so precise timing information is available to correlate strain and force signals. It is 
important to realize that even though strain and force signals are perfectly well synchronized in this manner, 
these signals are measured in different locations: strain is measured on the specimen but force is inferred from 
the strain gages on the output bar, in our case 200 mm upstream in the transmitted elastic wave direction. The 
time taken by the elastic wave to travel this distance must be accounted for by shifting the force signal by  
-Δ t=200$ mm / 5090 mm/ms = 0.039 ms, where 5090 mm/ms is the longitudinal wave speed in aluminium.  

Our SHTB experiments were set up such that the incident wave attains a force amplitude of 20 kN, 
corresponding to a particle velocity of 7.2 m/s. This marks the upper end of what is safely attainable with our 
aluminium setup due to its mechanical strength. Figure 3 shows the recording of such an experiment on a 
quasi-isotropic specimen. The incident wave has a pronounced rise time of ≈0.2 ms, which is due to the use of 
a pulse shaper between striker and transfer flange, a rubber disk of 1 mm thickness. This pulse shaper 
significantly reduces oscillations in the transmitted force signal, which would otherwise completely dominate. 
However, the pulse shaper also implies that the strain rate is not constant at the start of loading but instead 
slowly ramps up. In this case, the pulse shape is chosen such that a nearly constant strain rate is obtained 
before failure. The strain rate may be obtained in two different ways, either directly from the strain gauge 
signals via the reflected wave, or by measuring locally on the specimen using an independent method. In the 
present case, the specimen is glued into a holder, and the deformation of the adhesive contributes erroneously 
to the nominal strain measured using the reflected wave. It is therefore necessary to employ a local 
measurement of specimen strain. 

Figure 3 compares the local specimen strain measured using the line scan camera with the strain computed 
from the reflected wave. The locally measured strain is 4.9% and thus approximately only 65% of the classic 
estimate. Additionally, the local strain rate as obtained from a linear fit to the specimen strain is 300±20 /s, 
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which is half of what is estimated by the classic approach. We would like to emphasize that this difference is 
not due to the two-wave approximation, but instead caused by the compliance of the specimen holding fixture.  

Our SHTB setup with its long pulse duration allows to reach relatively low strain rates compared to what is 
common in the SHTB community. In principle, we could have realized even lower strain rates for same-sized 
specimens: in the quasi-isotropic case, only 0.25 ms of the available pulse duration of 1.2 ms is used, and for 
±45° specimens, failure is reached at approx. 0.55 ms. However, such experiments would deliver little 
additional insight as strain rate effects typically depend logarithmically on the strain rate. It was therefore our 
aim to achieve the highest possible strain rate. The quality of our data compares well with other Split-
Hopkinson studies [5, 10], and we feel confident that quantitative conclusions can be drawn from these data. 

1. Results and Discussion 

Stress/strain curves for the quasi-isotropic specimens are shown in Figure 4 (left), along with their 
representative average curves. We note that the results obtained with the universal testing machine show some 
undulations at strains < 1%, which is due to initial movement of the cardanic joints. Nevertheless, we are 
confident that the average curves are reliable. The material exhibits almost linear-elastic, brittle character. 
Maximum stress and strain at maximum stress coincide with the failure stress and strain. Comparison among 
the different strain rates shows that the failure stress and increases with strain rate from approximately 428 to 
524 MPa, i.e. by 22±8%. 

To illustrate that the comparatively small specimen size used here allows representative results to be obtained, 
we note that the corresponding quasi-static strength according to ISO-527 using much larger, 25 mm wide 
specimens is 436±10 MPa [7]. Failure strain increases significantly from approximately 3.3% to 4.8%. Classic 
visco-elastic behaviour, i.e., increased stiffness and decreased failure strain with strain rate, behaviour is not 
observed. Instead, all curves are superimposed but extend to higher stress and strain as the strain rate is 
increased. Within the uncertainty estimate, no distinction in stiffness can be observed. The location at which 
failure occurred exhibited little systematic behaviour, independent of strain rate. Experiments were only 
considered valid, if failure occurred in the gauge region. 

 

 

 
Figure 3: Force and strain time series for a single Split-Hopkinson Tension Bar experiment on a quasi-isotropic 

specimen at strain rate 300 /s. Force data (black solid line) is sampled at 10 MHz, local specimen strain (red circular 
symbols) is sampled at 200 kHz using a line scan camera. The solid red line is a linear regression to the local strain data 

points with slope 0.295 / ms, corresponding to the target strain rate of ≈300 /s. The classic, but erroneous, Split-
Hopkinson estimate of the specimen strain as computed from the reflected wave is also shown. 
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Figure 4: (left) Stress/strain curves for quasi-isotropic and ±45° specimens at different strain rates. Black lines show 
individual experiments and red lines represent their averages. Error bars indicate the standard deviation of the 

average. An artificial steep drop in the average curves the average failure strain. 
 (right) Strain rate sensitivity analysis of failure stress for quasi-isotropic (solid circles) and $\pm45\degree$ specimens 

(crosses). Error bars denote one standard deviation. Straight lines are fits using a sensitivity model which is 
proportional to the logarithm of the strain rate, see text. 

In contrast, ±45° specimens exhibit classic strain rate dependent pseudo-viscoplastic behaviour. Following an 
initial linear response, which is the same at all strain rates within the uncertainty estimate, a rounded transition 
to an inelastic regime with constant strain hardening is observed. The stress level of the inelastic regime 
increases significantly with strain rate: the maximum stress increases from approximately 179 to 217 MPa, i.e. 
by 21±4%. The corresponding quasi-static results for conventionally-sized specimens of 25 mm width 
according to DIN ISO-527 is 203±8 MPa [7]. This differs slightly but finite-size effects are expected 
especially for this specimen type as the amount of shear deformation that can be sustained is proportional to 
the specimen width. Failure strain (strain at maximum stress) is approximately 14\% and thus much higher 
than in the quasi-isotropic case. The failure strain appears to decrease slightly with increased strain rate, 
although this observation cannot be fully justified given the uncertainty estimate. 

We analyse the strain rate dependency by plotting failure stress against the decadic logarithm of strain rate, see 
Fig.~\ref{fig:scaling}. Both quasi-isotropic and ±45°  datasets are well described with a simple model, which 
is proportional to the logarithm of the strain rate, i.e., 

                  
  
   
   

Here,     = 1 /s is a reference strain rate which serves to render the argument of the log function dimensionless; 
A is the failure stress at the reference strain rate and B is the slope, i.e., the strain rate sensitivity. Fitting this 
function to the measured strength values using the Levenberg-Marquardt algorithm yields the parameters A 
and B including their uncertainty estimates. As is obvious from Figure 4 (right), the failure stress at      is 
higher for the quasi-isotropic specimens than for the ±45° specimens, A=477.2±5.0 MPa vs. A=200.1±0.5 
MPa. More interestingly, the strain rate sensitivity is identical within the uncertainty estimate: We observe 
B=0.038±0.005 in the quasi-isotropic case and B=0.035±0.001 for the ±45° specimens. This is somewhat 
surprising, as most of the load within the quasi-isotropic specimen is carried by the fibres of the 0° ply, and the 
strain rate sensitivity of the fibres itself is believed to be weak [11]. In contrast, in the ±45° specimens, the 
epoxy matrix is loaded in shear, and it is well known that epoxy resins exhibit pronounced strain rate 
sensitivity [12]. However, these simple arguments may be misleading, as the composite's strength is also a 
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function of the fibre-matrix interface strength. To the knowledge of the authors, no published information is 
available about the loading rate sensitivity of interface properties in the case of basalt fibres and epoxy resins. 
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Abstract:  
The modelling of materials behaviour under dynamic loading remains a great issue particularly upon phase 
transition. The usual measurement methods that provide only macroscopic information are not enough to 
fully model the materials behaviour. Towards X-ray diffraction, a microscopic analysis of materials can be 
implemented on shock loading. This study focuses on the tin polymorphic phase transition (β-γ) under 
shock loading occurring around 9 GPa. Plate impact experiments are performed on a single stage gas gun 
and coupled with an X-ray X-Pinch generator developed at CEA Gramat. Studied samples are tin single 
crystals of known orientation with a diameter of 20 mm and a thickness of 1 mm backed by a boron 
carbide window. The projectiles are disks of various materials according to the pressure targeted with a 
diameter of 30 mm. X-ray diffraction measurements are achieved with a polychromatic X-ray radiation 
(100 ns duration) and recorded on image plate. A system has been developed to synchronize the X-ray 
generator with the impact facility. Experiments are performed at pressures beneath, above and near the tin 
solid-solid transition. Diffraction spots of each phase are expected to be identified and a transition 
mechanism inferred. 

1. Introduction  

A further understanding of the mechanisms involved in shock transformations is needed to improve our 
current numerical models. In most cases, static compression data and macroscopic measurements under 
dynamic loading, such as velocimetry, are used to infer the materials properties. However, our simulations 
do not reproduce accurately the materials behaviour. A microscopic analysis must be used to investigate 
mechanisms that could be incorporated into numerical models. 

The implementation of X-ray diffraction is a complementary technique that could bring a new insight for 
studying materials at the atomic scale on both single crystals and polycrystals. Diffraction in these 
conditions requires that the X-rays are emitted in a powerful burst lasting several nanoseconds. 
Monochromatic or polychromatic radiations are needed respectively for polycrystals and single crystals. 
Nowadays, several techniques exist to perform such experiments in reflection or transmission geometry. It 
is possible to couple a synchrotron radiation with impact facilities to perform diffraction under shock [1] 
[2]. High energy lasers are also suitable to generate fast X-ray bursts [3]. In this case, the radiations emitted 
are specific to the material illuminated by the laser. Crystal compression [4] and phase changes [1] [2] [5] 
can be observed in diffraction under shock loading. 

A device developed at CEA Gramat is an alternative to these techniques by using the radiation emitted by 
an X-Pinch generator [6]. Here, the X-rays are emitted by a short-circuit current going through thin 
metallic wires, crossed in a “X” shape. The wires implode during the current rise and generate a plasma 
emitting soft X-rays (< 10keV) followed by a harder emission (>10 keV) characteristic of the material 
constituting the wires.  

*Author for correspondence (david.palmadebarros@cea.fr). 
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This radiation is isotropic so that several measurements can be implemented around the source. This one is 
less reproducible and less intense than those of synchrotron or laser backlighting but it is transportable, 
more accessible and easy to use. It can be used to prototype setups prior to perform experiments on great 
facilities. 

The main challenge in using X-ray diffraction during fast compression relies on synchronizing the X-ray 
burst with the shock wave arrival in the material. Unlike laser shock experiments, gas (or powder) guns 
experiments uncertainties require to implement a synchronization system activated by the shock wave 
itself.  

Tin is a material of great interest because it possesses a low fusion temperature and a low pressure solid-
solid phase transition. It is therefore a good candidate for preliminary studies prior to investigating 
materials with a more complex phase diagram. In this study, the pressures of interest range from ambient 
pressure to approximatively 15 GPa. In this domain, tin exists in three different phases: two solid phases 
(beta and gamma phases) and a liquid phase. Several studies determined the crystal structure and the 
existence domain of each phase under static loading [7] [8] [9]. The beta phase exists at low temperature 
and low pressure, it possesses a double body centered tetragonal (bct) structure and transforms into the 
gamma phase (simple bct structure) around 10 GPa at ambient temperature and static compression. The tin 
phase structure has been studied over pressures ranging to 1,2 TPa [10] but it exceeds the frame of this 
study. The solid-solid phase transition on shock loading will be particularly investigated. Past studies have 
shown that an overshoot exists between the static transition pressure of this polymorphic transition and the 
pressures measured on shock loading. The transition pressures measured spreads between 8.5 and 10.5 GPa 
whereas a 7.5 GPa pressure is indicated by the static phase diagram at an equivalent temperature [11] [12] 
[13].   

This paper describes the experiments performed at CEA Gramat coupling a single stage gas gun with an X-
Pinch X-ray generator and the first results obtained. Additional experiments will be performed at CEA 
Gramat and in collaboration with the Dynamic Compression Sector (DCS) of the Advanced Photon Source 
(APS) and Sandia National Laboratories (SNL) in 2020. X-ray diffraction on shocked tin will enable to 
study its behaviour and compare it to static data particularly upon the phase transition where an overshoot 
was observed. Thanks to the results, several transformation mechanisms and kinetics could be proposed 
and integrated into our multiphase numerical model. 

2. Experimental setup  

The experiments are performed on a 32 mm bore single stage gas gun which can accelerate projectiles up 
to 750 m/s. The impactor nature is chosen relative to its impedance to reach the desired pressure in the 
target. The impact velocity is measured by wires in the barrel separated by a known distance and triggered 
by the impactor. The samples studied are tin single crystals (Goodfellow, purity 99,999%) of several 
orientations with a diameter of 20 mm and 1 mm thick. These samples are oriented and mounted on a 
copper transfer plate (Figure 2 a)). This one prevents the sample from being curved by the vacuum in the 
barrel and also enables to delay the shock wave arrival to let the synchronization system trigger the X-ray 
burst.  

Since the diffraction measurements are performed in a reflection geometry at the center back of the sample, 
an anvil window must be used to maintain the pressure in the sample long enough to proceed the 
diffraction measurements. However, because of impedance mismatch, between tin and the window, only 
released states can be studied in tin (in the case of a lower impedance window). Boron Carbide (B4C) is 
used as anvil window. Its impedance is lower than tin but very close, this way, the pressure loss after shock 
wave reflection is reduced compared to other anvil windows (LiF, TPX). The B4C windows are made of 
powder compressed into pellets which are 750 µm thick and covering the whole sample (20 mm of 
diameter). The X-ray burst may occur during the round trip of the shock wave in the anvil (Figure 1). As a 
result, this one must be thick enough to enlarge the time window of observation, considering that it will 
arise its X-ray absorption. The polychromatic X-rays are produced by the implosion of gold wires with a 
diameter of 25 µm. Past studies [6] have shown that this polychromatic beam has not a homogeneous 
spectrum. Its intensity is mainly governed by Lα and Lβ lines of gold.  
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The experimental setup is shown in Figure 2 b). A photodiode is used to measure the radiation power. It 
has been observed that the power profile is highly non reproducible from shot to shot in spite of the 
identical experimental configuration. This beam variation only affects the intensity of the diffraction 
patterns but not their shape. The beam is collimated by an adjustable tungsten slit before the interaction 
with the sample. The incidence angle is less than 20° and typically set to 14°. Diffraction patterns are 
collected on Image Plate (Fujifilm BAS-MS, 23x25 cm) and scanned (Typhoon FLA 7000). A secondary 
arm is used to analyze the diffraction pattern of a static sample which serves as reference. A Photon 
Doppler Velocimetry (PDV) system is also implemented at the back of the sample.  

The X-ray burst is triggered by two diametrically opposed piezoelectric pins placed in a groove located on 
the transfer plate. Internal studies concluded that two pins are enough to compensate the potential impactor 
tilt (< 5 mrad) and trigger the X-ray burst. The trigger chain consists in several devices used to shape the 
signal and delay it relative to the shock wave travel. In order to set up this chain, the travel time of the 
shock wave between the pins and the back of the sample (probed zone) is calculated with impedance 
mismatch relations. As a tilt may be present during the impact, the two pin signals may be shifted in time. 
A Delay Generator is used to delay the trigger signal to synchronize the shock wave arrival with the X-ray 
flash taking into account the shifted pin signals and the internal delay of each device used in the chain. 

 

Figure 2: Target design (left) and experimental apparatus (right) 

Figure 1: Wave propagation diagram during shock 
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3. Primary Results   

Prior to shock experiments, static diffraction patterns were obtained to determine the best experimental 
parameters: nature of wires, distance between detector and target, distance between source and target, slit 
dimensions. (110) oriented tin samples were chosen because of the numerous diffraction spots detected 
using gold wires with an incidence angle of 14°. The distance between the imaging plate and the sample 
was set to 22 cm. The slit dimensions was 3 mm high and 2 mm large, resulting in a spot size of 1,47 cm 
wide and 5 mm high on the sample, assuming a 400 µm diameter source [6]. 

Several experiments were performed on both free surface and backed surface at various impact speed. 
Table 1 summarizes the different shots. A static image was done before the shot to compare the results. 
Shots 311 and 317 were dedicated to test the synchronization system.  

Table 1: Summary of experiment parameters 

Shot 
number 

Impactor Impact Speed Sn Orientation Window Sn shock 
pressure 

X-Pinch 
wire 

311 Cu 473 m/s (110) None 6.6 GPa Au 
25 µm 

317 W 635 m/s (110) None 13 GPa Au 
25 µm 

319 Cu 442 m/s (110) B4C 6.1 GPa Au 
25 µm 

In the following, for each shot are showed diffraction patterns before and during shot. It is also showed 
velocity measurement performed by PDV and the corresponding X-ray emission during shot. The 
diffraction pattern of the reference sample did not show any difference between pre-shot and shot imaging. 
A specific tool developed at Gramat was designed to predict and index the diffraction patterns of tin single 
crystals. It takes into account the crystal orientation and the experimental parameters to simulate a possible 
diffraction pattern in a specific spectral range.  

i. Shot 311 

An impact velocity of 473 m/s was measured for shot 311 (450 m/s expected). The results are shown in 
Figure 3. The pressure target was far above the transition. By comparing the diffraction patterns (Figure 3 a) 
and Figure 3 b)), it is possible to see that the characteristic diffraction spots of (110) oriented tin remain 
under shock. However, the diffraction spots seem broader under shock indicating a possible texturation of 
the sample during compression [5] [14] [15]. The appearance of an arc shaped spot (red ring Figure 3 b)) is 
coherent with this hypothesis as it may correspond to a part of a diffraction ring of a tin polycristal by a Lα 
line of gold. Figure 3 c) shows that the X-ray flash was emitted during the velocity plateau reached by the 
tin free surface: the material was then probed after the shockwave has passed. The zone probed might not 
be representative of the real conditions into the material because of the vicinity of the free surface 
remaining at a constant atmosphere pressure. In spite of the presence of a free surface, the crystal seems to 
undergo crystallographic perturbations upon loading.  

Figure 3: Diffraction pattern in a) static, b) dynamic loading and c) velocity and X-ray signals for shot 311 
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ii. Shot 317              

Shot 317 was performed with an impact velocity of 635 m/s. The results are shown in Figure 4. The shock 
pressure was above the observed shock pressure of transition for tin of 9 GPa. This was confirmed by the 
presence of a shoulder during the velocity rise of free surface indicating the phase change. The presence of 
the diffraction spots indicate that a single (110) crystal still remain in the zone probed which is coherent 
with the free surface hypothesis. The spot in the red ring in Figure 4 a) indicates that the sample might 
possess some texture before the shot. During the shock, this spot grew and seem to be part of dim arcs with 
new elongated points (blue circles in Figure 4 b)). The broadening of diffraction spots is also observed. 
Like in shot 311, the zone probed might not be representative of the conditions in the material. However, a 
possible crystal deterioration may also be observed and seems to be more intense than for the shot 311.  

iii. Shot 319      

A boron carbide window was used to maintain homogeneous pressure conditions under loading. Because 
impedance mismatch between tin and the window, a pressure of 5.7 GPa is deduced during the X-ray burst. 
The presence of diffraction rings in Figure 5 a) and b) shows that the X-ray emission is governed by intense 
monochromatic lines. An analysis of the boron carbide diffraction rings led to the conclusion that Lα and 
Lβ lines of gold wires may be responsible of the presence of the rings. These lines may also be responsible 
for the little arcs identified in the tin diffraction data.  

A few tin diffraction spots are observed under shock loading in Figure 5 b). This can be explained by the 
low radiation power emitted by the source: this one is variable and has a great influence on the results. 
Between Figure 5 a) and b), the X-ray beam peak power during shock was almost one third of the radiated 
peak power for the first image (8.7 a.u. versus 3.4 a.u.). As a result, only the more intense points can be 
identified ((220), (231) and (341)). Unlike with a free surface, the presence of a window reduces the X-ray 
incoming and diffracted intensity. Tin seem to remain a single crystal with the same orientation. No 
evidence of texture evolution can be observed, maybe because of the lower beam intensity. 

Figure 4: Diffraction pattern in a) static, b) dynamic loading and c) velocity and X-ray signals for shot 317 

Figure 5: Diffraction pattern in a) static, b) dynamic loading and c) velocity and X-ray signals for shot 319 
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4. Conclusion 

These first experimental results have demonstrated the possibility to use an X-Pinch source to perform X-
ray diffraction. A triggering system was designed and approved to synchronize the X-ray flash with the 
shock wave propagation into the material. The comparison of the diffraction patterns before and during the 
shot gives the first clues of the tin behavior under dynamic loading. The loss of single crystalline properties 
seems to be more and more preponderant as the material gets closer to the transition. The transformation 
into a γ polycrystal could be proposed regarding the first results. Further experiments will be performed 
with anvil window of different impedance to probe several post-shock released states in order to propose a 
transition mechanism. The use of boron carbide windows will enable to probe states close to shock 
whereas lithium fluoride and PMMA windows will enable to probe states of lower pressure, near the 
transition border or the complete reverse transition. 
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Abstract
Fragmentation experiments have been carried out on a sapphire mono-crystalline using the Edge-On impact
technique. Direct ultra-high speed photography, with inter-frame time down to 200 ns, was used to record
the time resolved evolution of the impact damage during the first thirty microseconds from impact. The
influence of the orientation of the principle c-axis with respect to impact direction was investigated as well
as the condition of sample edges. Consequently, samples with both polished and unpolished edge surfaces
were impacted with a steel projectile at a striking velocity of around 260 ms−1. The visual inspection of
the obtained image sequences is carried and the results are discussed and compared in terms of damage
phenomenology and cracking patterns.

Introduction
High-strength transparent ceramics are been used in many industrial and military situations in which struc-
tural integrity of the end product is of key importance. In such applications, that range from aerospace vision
systems over optical protection covers to transparent lightweight solutions, the material gets constantly ex-
posed to extreme scenarios in which its ability to resist impact and shock dictates its applicability and the
overall design. Sapphire mono-crystalline solutions are often preferred choice in these situations, thanks to
the material’s high mechanical and physical properties. However, the challenges related to fabrication de-
mand for constant optimisation. The careful design needs to be backed by faithful numerical models. These
models need to be validated against experimental works which are able to reproduce corresponding extreme
loading scenarios under controlled conditions. The Edge-on impact (EOI) test is one such experiment which,
thanks to ultra-high speed imaging, allows to study the material fragmentation by visualising the material
damage phenomenology during an impact of a projectile against the edge of a ceramic tile. This data then
presents a good basis for comparing various damage modeling tools in terms of fragmentation prediction
[1,2].

In this work, EOI tests are conducted on sapphire samples with different orientations of the crystalline
c-axis with respect to impact direction. Additionally, two cases of edge surface treatment are considered,
namely with and without edge polishing. The aim of this investigation is to contribute to the better under-
standing of the fragmentation processes sapphire under impact, as well as to investigate how the production
processes might affect the corresponding damage morphology.

Methods and Material
Experimental set-up

The EOI tests were conducted with an existing experimental installation in the 3SR Laboratory. The schematic
representation of the test configuration is shown on Fig 1. A gas gun is used to launch a cylindrical steel pro-
jectile (D=10 mm and L=20 mm) with a polytetrafluoroethylene (PTFE) sabot (D=20.1 mm and L=19.1 mm),

*Author for correspondence (bratislav.lukic@3sr-grenoble.fr ).
† Present address: Laboratoire 3SR, Université Grenoble Alpes, Grenoble, 38400, France
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resulting in a total mass of around 16 g. Both spherical-cap and flat-end projectile types were used in order
to alter the shape of the stress wave front generated in the samples. Three photo-diodes at 50 mm subse-
quent distance from the barrel exit were used to record the passage times and deduce the exit speed of the
striker. The impact velocity was extrapolated from this information taking into account the striker acceler-
ation which was compared to that obtained from the recorded image sequences. In this work the Kirana
ultra-high speed camera from Specialised Imaging (S.I.) was used to film the entire fragmentation process
in the sample with 5 Mfps and 100 ns exposure time, which allowed to substantially reduce the motion blur
effect due to rapid crack propagation. Thanks to the camera in-situ memory storage, both images before
and after the supplied trigger event can be obtained, resulting in a total 180 frames of 924 x 768 px in one
single sequence. A laser interferometer of 10 MHz bandwidth and 10V capacity was pointed towards the
rear-end of the sapphire plates and was used to supply the trigger event to the camera. The camera was
equipped with a standard 105 mm Sigma Macro lens providing an approximate 135 µm pixel size. Due to
the low exposure time a powerful illumination source proved to be necessary in order to well illuminate the
scene. To this end a flash light having a maximum of 500 J (AD-500) stored charge was employed. Owing to
a rising time of approximately 160 µs until a stable illumination level, the flash needed to be triggered sep-
arately at a exact instance. The signal from the photo-diode was used with a signal generating oscilloscope
(Keysight DSOS254A) to produce a trigger event. Then a signal delay generator (SI-VT-SYS) unit was used
taking into account the time of flight of the projectile to finely shift the signal and trigger the flash at desired
moment. A blank paper was placed in the background of the sample and the camera focus point was set to
the samples middle plane. In such configuration, direct light reflection imaging was made possible despite
the transparency of the sample. This allowed circumventing the challenges of using shadowgraph methods
which can lead to image saturation or gluing a reflective aluminium foil on the sample surface as in [4].

Gas  

gun 

Gun barrel 

Protective box 

Sample 

Photo diodes 

Laser 
Projectile 

Flash lamp 

Kirana  
camera 

Figure 1: Schematic representation of the EOI set-up (top-view).

Tested samples

The tests were conducted on sapphire mono-crystal (Al2O3) samples of 100x100x7.62 mm supplied by Saint
Gobain. This material owns its variety of application, that ranges from optical windows for ballistic pro-
tection, over aeronautical to semiconductor industry, thanks to its extremely high mechanical characteristics
(Table 1). Two types of sample edge treatment were considered, namely samples with polished edge sur-
faces, and samples with unpolished or also referred to ’as grown’. The question arises to which extent the
surface polishing can alter the sample fragmentation under extreme loading scenarios. Furthermore, the
orientation of the principal c-axis was also considered by altering it with respect to impact direction for both
types of samples.

Observations
In the following a visual inspection is carried out as to provide a qualitative comparison between the tested
samples. The terminology adopted to describe the damage phenomenology corresponds to the nomencla-
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Density 3970 kg/m3

Young’s Modulus 435 GPa
Compressive strength 2 GPa

Flexural strength 1 GPa

Table 1: Mechanical properties of Saint-Gobain Sapphire material [3]

ture used in [4,5,6].

Effect of c-axis orientation

Figure 2 presents frames at specific time from the impact for the case of two EOI experiments carried out
on sapphire samples with treated surface edges. The two cases correspond to different c-axis orientation,
namely the orientation perpendicular (C1) and parallel (C2) to the impact direction. A spherical-cap steel
projectile (R=100 mm) was used to impact the edge of the samples at speed of 260 ms−1 for C1 and 245 ms−1

for C2. Figure 2a and 2b correspond to sample damage state 10 µs after the impact. At this stage a character-
istic cracking pattern can be observed in terms of two cone cracks for both cases. The primary fracture front
driven by the compression stress wave appears to be of the same size for both cases. However, the C2 sample
exhibits higher concentration of sharp cracks in the secondary crack zone above and below the characteristic
cone cracks. As the compressive stress wave progresses towards the free-end, Figures 2c and 2d, it can be
observed that the damage morphology between the two cases starts to deviate. In the case of C1 sample
orientation, several cracks initiate in zone closer to the free-end. These cracks seem to be initiated from the
volume since the possibility of them being the tip of the front propagating cracks is ruled out by tacking into
account the distance at which they form and the wave propagation speed. These volume initiated cracks
appear to propagate with an angle between 30 and 40 degrees with respect to c-axis orientation. In the
case of the C2 sample orientation, no such cracks are observed, rather several cracks initiate directly from
the sample free-end which after short propagation time tend to branch. Furthermore, several pronounced
cracks can be observed just in front the primary fracture front in the C2 case. And an overall higher number
of so-called fuzzy cracks can be observed in the C2 case while cracking patterns of seem more diffuse in the
C1 case. Similar observations were made in C1 and C2 samples for which the edge surfaces were not treated
(Figure 3a-d).

Effect of the edge surface treatment

Damage patterns at several specific time increments regarding EOI tests conducted on sapphire samples
which did not undergo edge surface treatment are presented in Figure 3. The impact velocity was around
265 ms−1 in both cases.During the first 10 µs from the impact the damage patters for the samples without
edge surface treatment show subtle difference with respect to samples with polished edges presented in 2.
For example, for the case when c-axis is perpendicular to impact direction (C1) the damage patterns are quite
similar (Figure 2a and Figure 3a). In the case when the c-axis is parallel to the impact direction (C2), a crack
type 2 can be noticed for the case of sample non-treated edges in Figure 3b in comparison to Figure 2b. It can
be speculated that due the presence of this crack the formation of the cracks at the free-end is delayed with
respect to polished sample (Figure 3d). Nevertheless, the damage phenomenology seems to follow the same
sequence for the case of samples without polished edges and samples with polished edges. In case for C1
orientation, cracks initiate within the volume and in the case of C2 orientation several cracks initiate from
the free-end as previously observed for samples with polished edges. This suggests that the orientation of
the c-axis plays a leading role with respect to fragmentation phenomenology in sapphire tiles under impact.
What is interesting is to compare is number of cracks initiated at the free-end and the spall crater size in case
of C2 orientation for both types of samples, as depicted in Figure 4. It appears that a slightly higher number
of cracks are initiated in case with samples with polished edges (Figure 4a and 4b) which propagate, branch
and fuse together finally forming an apparently larger spall crater than in the case for samples with no edge
treatment.

*Author for correspondence (bratislav.lukic@3sr-grenoble.fr ).
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(a) C1: 9.4 µs (b) C2: 9.4 µs

(c) C1: 13.6 µs (d) C2: 13.6 µs

Figure 2: Subsequent images of two sapphire samples with polished edges (SCPCP) after impact alternating the c-axis
orientation:
left – c-axis perpendicular to impact direction (C1); right – c-axis parallel to impact direction (C2).

*Author for correspondence (bratislav.lukic@3sr-grenoble.fr ).
† Present address: Laboratoire 3SR, Université Grenoble Alpes, Grenoble, 38400, France
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(a) C1: 9.4 µs (b) C2: 9.4 µs

(c) C1: 13.6 µs (d) C2: 15 µs

Figure 3: Subsequent images of two sapphire samples without edge surface treatment (SCDCD) after impact alternating
the c-axis orientation:
left – c-axis perpendicular to impact direction (C1); right – c-axis parallel to impact direction (C2).

*Author for correspondence (bratislav.lukic@3sr-grenoble.fr ).
† Present address: Laboratoire 3SR, Université Grenoble Alpes, Grenoble, 38400, France
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(a) Polished edges - SCPCP (b) Non-treated edges - SCDCD

Figure 4: Final images of two sapphire samples with and without edge surface treatment having the c-axis orientation
parallel to the impact direction. More cracks can be observed to initiate from free-end in the case of sample with polished
surface edges.

Summary
The Edge-On impact experiments were carried out on sapphire mono-crystal tiles of 100x100x7.62 mm with
impact velocities around 260 ms−1. An ultra-high speed imaging camera was used to film the damage
phenomenology over 30 µs from the impact with 5 Mfps and exposure time of 100 ns. Samples with and
without surface edge polishing was considered as well as the orientation of the crystallographic c-axis with
respect to impact. It was observed that the orientation of the c-axis plays a role in the fracture development.
While in cases when the c-axis was perpendicular to the impact directions some volume fractures were
observed after first 10 µs from impact, while in the case where the c-axis was parallel to the impact direction
the cracks initiated at the free surface instead. In the case of sample polishing, it was observed that the
samples with polished edges exhibit somewhat larger number of fractures that initiate from free end.
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1. Introduction 

Cellular materials such as foams or honeycombs are widely used to design several mechanical parts of 

components thanks to their high specific strength, good energy absorption capabilities and acoustic 

insulation performances [1;2]. 

Additive manufacturing (AM) is more and more used to build easily and efficiently architectural materials 

such as lattice structures [2]. By giving access to a new level of complexity at the mesoscopic scale, AM 

can produce periodic structures with a unit cell sizes in the range of the millimeter and a truss diameter 

close to 100 µm [3].  

Numerous studies have been performed on lattice structures in order to compare the crushing behaviour of 

several patterns [4;5], to study the influence of the bulk material behaviour [5] or even to investigate the 

effect of the loading rate [6]. Due to the manufacturing process, an important limitation of these cellular 

materials is linked to the build angle of the truss with the possible need of support structures to achieve 

good results. It has been shown that a strut inclination of 0 degree is not recommended due to an oversized 

strut diameters and unmelted particles [5]. 

Triply Periodic Minimal Surfaces (TPMS) are minimal surfaces with a periodicity in the three independent 

directions which lead to smooth and continuous structures unlike lattice structures. A recent study on the 

mechanical behaviour of several 3D printed cellular materials under quasi-static compression loading has 

shown that sheet TPMS diamond pattern leads to better mechanical properties in terms of energy 

absorption performances, than most of lattice structures [7].  

So far and to our knowledge, TPMS were not studied at high rate of loadings. Thus, considering the 

efficiency of TPMS to absorb energy, the aim of this paper is to investigate the dynamic behaviour under 

uniaxial compression of two kinds of promising patterns: diamond and gyroid. 

As a first step, before printing 3D specimens and performing an experimental campaign, a numerical study 

has been performed to assess the performance of these two patterns in the two sub-families of TPMS: 

skeletal and sheet. The influence of density was also investigated. 

  

*Author for correspondence: H.Carassus (hugo.carassus@uphf.fr). 
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2. Methods 

a. TPMS design 

TPMS are defined by implicit functions, namely Equation (1) for gyroid and (2) for diamond, that 

minimize locally the area of the surface for given boundaries. With Fourier series expansions, those 

equations give access to the approximated level surface. 

 

 

 

where x,y and z are the Cartesian coordinates,        where l is the length of a unit cell, t is the level-set 

parameter (               for gyroid and                for diamond). Then it is possible to 

distinguish two types of TPMS: sheet TPMS and skeletal TPMS. 

The first one is obtained by a homogeneous thickening of the isosurface, with    , whereas the second 

one has a non-null value of the level-set parameter t, given that it is implicitly linked to the relative density, 

as shown on Figure 1. 

 
Figure 1 : Generation process of skeletal and sheet gyroid with a unit cell size of 10 mm for a 20 % relative density 

Figure 2 represents the unit cell’s models for sheet and skeletal TPMS : the left column displays the 

isosurfaces of diamond and gyroid TPMS whereas the central and right columns present four patterns 

studied in this work with a 20 % fixed relative density. 

 
Figure 2 : 10 mm unit cell’s models with 20 % relative density for sheet and skeletal TPMS 
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b. CAD and finite element modeling 

Geometries were generated using MATLAB and then exported as an STL file. Dimensions were 

fixed to              with a unit cell size of       to fulfil experiment capacities, 64 patterns in 

total with four cells in the three space directions were then created. The number of repeating cells is the 

minimum to have a convergence of mechanical properties [8]. Thus, eight CAD of the four patterns with 

two relative densities of      and      were used for simulations.      relative density corresponds to a 

critical minimal thickness for additive manufacturing and      corresponds to an upper boundary defining 

cellular structures [9]. 

As design methods for sheet and skeletal TPMS are not the same, sheet models are composed of 

pentahedron elements (triangle elements thickened) whereas skeletal models are constituted with 

tetrahedron elements. 

A titane alloy, Ti-6Al-4V, was picked as base material because of the possible applications of this study 

concerning the aeronautical field. The elasto-plastic material behaviour was implemented using a Johnson-

Cook model expressed by Equation (3) 

 

           
        

  

   
     

    

     
 
 

         (3) 

 

where    is the equivalent plastic strain with              for a metallic alloy,    the melting 

temperature,    the room temperature and         and   are the material constants. The material data 

were extracted from the work of [10] which considered the properties of the bulk material used in SLM. 

They are expressed in Table 1. 

 
Table 1 : Parameters of the Johnson-Cook model 

                                      

1567 952 0.01 0.8 0.4 1605 20 

 

The numerical study was carried out with the software HYPERCRASH. To model the dynamic uniaxial 

compression, TPMS were placed between two parallel rigid bodies (as shown on Figure 3). The bottom 

plane remains fixed while the top plane is moved to a constant speed of         , with a maximal 

displacement of         (corresponding to a macroscopic strain of    ). Computations were not pursued 

furthermore because the fracture behaviour of the material is not considered in the Johnson-Cook model. 

Three contact interfaces master/slave were necessary here: two for each plane and the TPMS and one self-

contact applied to the TPMS to avoid self-penetration. 

Calculations were launched with the explicit solver RADIOSS using parallelisation on six processors. 

 

 
Figure 3 : Compression’s modelling of skeletal gyroid with a 20% relative density 
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3. Results and discussions 

In order to plot the stress-strain curves displayed in Figure 4, the stress is obtained by considering the 

reaction force of the bottom plane (pink plane on the Figure 3) divided by the apparent section    
      , and the strain is the division of the top plane displacement by the height (      . Values of 

absorbed energy ψ, defined as areas under stress-strain curves, and absorbed energy density    are 

presented in Table 2. 

 

 
Figure 4 : Stress-strain curves of the eight models at a loading rate of 20 m/s 

Table 2 : Absorbed energy and absorbed energy density extracted from stress-strain curves 

  
Sheet Skeletal 

diamond 20% diamond 30% gyroid 20% gyroid 30% diamond 20% diamond 30% gyroid 20% gyroid 30% 

ψ ( ) 10,8 17,3 8,5 13,4 5,4 11,1 5 10,5 

   (     ) 0,84 0,90 0,66 0,70 0,42 0,58 0,39 0,55 

 

Similar trends are discernible for all models on the Figure 4. At first a peak of stress can be observed 

followed by a stress collapse and progressively reduced oscillations leading to a slowly increase in stress. It 

can be interpreted that the drop and oscillations are due to reflexions of elastic's waves between the upper 

and lower planes. A phenomenon that is less pronounced at lower loading rate (Figure 5). 

 

 
Figure 5 : Loading rate’s influence on skeletal diamond on the left and sheet diamond on the right, both with a 20% 

relative density 

71



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)5 

 

 

 

According to Table 2, sheet models tend to absorb more energy than skeletal. This is explained by a more 

homogeneous repartition of the stress and the plastic strain, as shown in Figure 6 and Figure 7, thanks to a 

smoother surface and greater surface area. 

 
Figure 6 : Von Mises's stresses (MPa) distribution on a mid-slice of skeletal diamond on the upper left and sheet 

diamond on the upper right,  skeletal gyroid on the lower left and skeletal gyroid on the upper right, all with 20 % 

relative density and deformed by a 0,28 mm compression (macroscopic strain of 7 %) 

 
Figure 7 : Plastic strains distribution on a mid-slice of skeletal diamond on the upper left and sheet diamond on the 

upper right,  skeletal gyroid on the lower left and skeletal gyroid on the upper right, all with 20 % relative density 

and deformed by a 0,28 mm compression (macroscopic strain of 7 %) 

72



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)6 

 

 

 

The influence of the relative density is characterised by the absorbed energy density (Table 2). In the case 

of      and      relative densities, a greater relative density allows to absorb more energy for a given 

volume. This observation is more marked for skeletal TPMS,      difference's in average for skeletal's 

and     difference's in average for sheet's. 

For both      and      relative densities, sheet diamond is the one which is able to absorb more energy 

in the case of a dynamic uniaxial compression.  
 

4. Conclusions 

The aim of this simulation campaign is to compare additive manufactured architected structures in 

terms of dynamic performances. Thus influences of the TPMS family, the relative density and the pattern 

have been numerically investigated on dynamic uniaxial compression. Sheet TPMS, thanks to a smoother 

surface and a greater surface area is more performant to absorb energy. With the two relative densities 

tested, the amount of energy absorbed during the compression increases as the relative density increases, 

even more for skeletal TPMS. Over the two patterns studied, diamond and gyroid, the first one is always 

ahead of the other with skeletal or sheet TPMS's. 

Further works will be focusing on multi-axial loadings simulations with those eight patterns. Results will 

be combined with those of this work to choose the best configurations for experimental works. 
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Abstract: The conventional shear characterization by Torsional Split Hopkinson bar setup (TSHB) requires a 
tubular specimen with circular or hexagonal flanges. The machining of specimen out of thin sheet material to 
have tubular gauge section and flanges is complex. The use of rectangular cross-sectional specimen for dynamic 
shear characterization is explored. The theory to relate shear pulses captured on incident and transmitter bars of 
TSHB to the maximum shear stress that is seen on a rectangular cross-section is formulated. The tubular 
specimen that are used in TSHB are of small gauge lengths for specimen stress equilibrium. In rectangular 
torsion a sufficiently large gauge lengths are required for valid use of Saint- Venant’s torsion theory. A 
parametric study is carried out using Finite Element Simulations to find the minimum gauge length at which the 
maximum stress on rectangular specimen is close to Saint- Venant’s torsion theory and can fit into practical 
limits of dynamic TSHB shear characterization. The challenges in grip design that subject the specimen for 
unconstraint warping for valid use of theory is discussed.  
 

1. Introduction 

Torsion Hopkinson bar is most commonly used apparatus for dynamic shear characterization. 
Typically, thin-walled tubular specimens either with hexagonal or circular flanges are used in TSHB 
characterization. Tubular specimen is proven to be effective for pure shear characterization [1,2]. To 
use tubular specimens in TSHB requires material with sufficient thickness to machine flanges and 
tubular gauge length. Compression Hopkinson bar can also be used for shear characterization using hat 
specimen [3,4]. The section between hat and shoulders of specimen acts as shear zone under 
compression. The machining of hat and shoulders to have thin gauge section also requires enough 
thickness. Most of the composite laminates and polymers are manufactured as thin sheets of thickness 
below 5 mm. In such cases the machining of tubular specimen or hat specimen is not possible. Hence, 
the feasibility of using rectangular specimen for shear characterization is studied using FE simulations. 

The rectangular torsion theory assumes a definite distribution of forces at ends to give solution. The 
practical application of solution is not limited to these cases. From Saint-Venant’s principle, on 
rectangular bars at sufficient distance away from application of loads, the stresses depend on magnitude 
of load. Rectangular specimen when subjected to torsion has a complex stress distribution in the cross- 
section. The stress distribution along the length however, remains almost uniform. The maximum shear 
stress, which is seen in the middle of longer side in cross-section can be related to the torque applied. 
The twist per unit length can be related to the torque applied. The correct solution to rectangular torsion 

*Author for correspondence (chandra@aero.iitb.ac.in). 
†Present address: Department of Aerospace Engineering, IIT Bombay, Mumbai, 400076 
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was first discussed by Saint-Venant [5]. Timoshenko and Goodier [6] discussed a mixed approach 
based on membrane theory and stress function in detail. 

The rectangular specimen when clamped on either sides and subjected to torsion it leads to a state of 
warp constrained torsion. When the specimen is clamped the tension and compression that are seen in 
outer and inner layers of the cross-section are constrained and the torsional rigidity of the specimen 
increases and the stress distribution alters from theory. The holders have to be designed in such a way 
that the warping has to be unconstrained or correction factors have to be introduced in to the torsion 
equations. Study on a range of aspect ratios with thickness and width fixed to 4mm and 20mm 
respectively is carried out. The feasible dimensions of rectangular specimen are accessed. The 
challenges that are involved in shear characterization of rectangular specimen to achieve higher strain 
rates is discussed. The modifications that are required on regular TSHB setup to test rectangular 
samples is discussed. 
 

2. Theory 
 

Rectangular specimen when subject to torque as shown in Fig .1. The maximum shear stress τxz is seen 
in middle of longer side of cross section. The equations for the τxz and τyz   are given below equation 
[1]. 

 
Figure 1: Rectangular cross-section in torsion 
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(1) 

The convergence of above equation is rapid and can be reduced to two terms which is given by 
 

𝜏𝑥𝑧 = − 
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(2) 

The τmax for (b>a) is τxz in the middle of longer side b and can be more generalized to one given by 
Roark formula book [7] 

 𝛾𝑚𝑎𝑥

𝜃
=

𝑡
𝑙𝑎𝑐𝑡𝑢𝑎𝑙

[1 − 0.378 (
𝑡
𝑤

)
2

] 
     (3) 

 
 𝜏𝑚𝑎𝑥

𝑇
=

[3 + 1.8 ( 𝑡
𝑤)]

𝑤𝑡2  
     (4) 
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In TSHB, the torque and angular displacement on incident bar side and the transmitted bar side of 
specimen is given by shear strain pulses 
 

𝑇1 =
𝐺(𝛾𝐼(𝑡) + 𝛾𝑅(𝑡))𝜋𝐷𝑏

3

16
 

 

 
𝑇2 =
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16
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The rectangular specimen maximum stress and strain can be related to strain pulses on bars by 
 

𝜏𝑚𝑎𝑥 =
[3 + 1.8 ( 𝑡

𝑤)]
𝑤𝑡2   

𝐺(𝛾𝐼 + 𝛾𝑅 + 𝛾𝑇)𝜋𝐷𝑏
3

32
 

 

 
𝛾𝑚𝑎𝑥 =
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𝑡
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)
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∫ (𝛾𝑖 − 𝛾𝑟 − 𝛾𝑡)𝑑𝑡
𝑡
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) 

(6) 

 
3. Finite Element Simulation 
 

Static FE simulations are carried out for aspect ratios in range of 1 to 20 to check the stress distribution 
and maximum shear stress in cross section. The static and dynamic simulations are carried out with 
grips having a rectangular slot. Frictionless contact definition is used between specimen and the 
rectangular slot on grip to allow the specimen to slide. Simulations are carried out in ANSYS 16.2 
(Academic Research) using Static Structural and Transient Dynamics modules. Aluminum nonlinear 
material is used for both specimen and grips.  
 

 
Figure 2: Geometry used for static simulation 

The specimen with holder used for static simulation is shown in Fig. 2. The dry setup used for dynamic 
simulation is shown in Fig. 3. For static analysis, a torque of 10Nm is given to all aspect ratios and the 
maximum shear stress is compared with theoretical value in Table .1. For aspect ratio of one the 
maximum stress is not 𝜏𝑥𝑧 as expected, as the length of the specimen is not sufficient enough to subject 
the specimen to pure torsion. The theoretical maximum shear stress for the cross-section dimensions 
used is 105 MPa. 
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Figure 3: Dry setup used for dynamic simulation 

Table 1: Comparison of Maximum shear stress 

 
 
 
 
 
 
 
 
For aspect ratio beyond 4 the maximum expected shear stress is within 4 % error. The length 
corresponding to aspect ratio 4 is chosen for dynamic simulation. Dynamic simulation is carried out in 
two steps. In first step the part of incident bar (0.3m) is clamped and the free end is subjected to angular 
rotation. In the second step, the clamp constraint is removed to generate torsional pulse. The shear 
strain pulses captured from bars is shown in Figure 4. The dynamic maximum shear stress directly 
from the specimen is compared to stress calculated from Incident, transmitted and reflected pulsed 
using TSHB formulation. The maximum shear stress on specimen over pulse duration obtained using 
TSHB formulation and the maximum stress taken from specimen is compared and is shown in Fig. 5. 
 

 
Figure 4: Shear strain pulse data from simulation 
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5 100.94 (𝜏𝑥𝑧) 3.8 
10 106.35 (𝜏𝑥𝑧) 1.28 
15 106.93 (𝜏𝑥𝑧) 1.83 
20 107.15 (𝜏𝑥𝑧) 2 
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Figure 5: Maximum shear stress over pulse duration 

 
4.Stored Torque Hopkinson bar Apparatus 
 

The experiments on Torsion Hopkinson bar is carried by first clamping the incident bar at a certain 
distance from loading end. This length determines the pulse duration. Once the bar is clamped, a rotary 
actuator is used to give rotation to the incident bar at loading end. When necessary rotation is achieved, 
the clamp is unconstrained by breaking the notched fracture pin. When the fracture pin breaks, two 
waves start traveling simultaneously, one towards the specimen (loading wave) and the other in the 
direction of the rotating end (unloading wave) of the incident bar. Half the stored torsion energy is 
responsible for a wave traveling to the specimen which is called loading wave. The remaining half of 
the wave moving towards the rotating actuator end of TSHB is called unloading wave. When the wave 
propagating towards the rotating end reaches the rotary actuator, it senses a rigid condition and reflects 
back unloading the clamped portion. Hence, the pulse interval is essentially the time required for the 
shear wave to travel double the clamped length of the incident bar. The bar lengths and position of the 
gauges are chosen in such a way that the reflected and incident pulses do not overlap.  TSHB setup is 
discussed in detail by Naik [8].  

5.Results 

The static analysis of rectangular specimen suggests to use rectangular specimen with aspect ratio 
above 5 for maximum shear stress to be close to Saint-Venant’s theory expected value. The dynamic 
simulation carried out gave a maximum shear stress of 80 MPa on direct measurement on the specimen 
element. The maximum shear stress measured using the transmission pulse and TSHB formulation is 
in good agreement with directly measured maximum shear stress as shown in Fig.6.   The strain rate is 
highly dependent on the length of specimen. The length corresponding to aspect ratio of 5 in dynamic 
simulation leads to small strain rates. The present dynamic simulation carried out with 16mm gauge 
length resulted in strain rate of 15 s-1. In conventional tubular specimen the tube thickness is limited to 
less than 0.5mm thick. The specimen failure will be captured clearly with tubular specimen. The 
rectangular specimen failure is not clear as the specimen thickness is relatively large and does not the 
result in die out of transmission signal to show specimen failure.  
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6.Discussion  

The simulations are carried out with frictionless contact definition between specimen and grips. The 
experiments when carried out, care has to be taken to see the rectangular slots of the grip is machined 
to good smoothness and lubricated for smooth motion of specimen. The roughness between specimen 
and grip would constrain the warping and lead to a stress distribution which is not similar to Saint- 
Venant’s theory. The strain rate is dependent on length of the specimen and magnitude of incident 
moment pulse. For rectangular specimen as the length required is relatively larger when compared to 
conventional specimen, strain rates will be smaller compared to conventional TSHB characterization. 
To achieve higher strain rates, we need to subject the specimen to large amplitude torsional pulse. The 
magnitude of torsional pulse in TSHB setup is constrained by the shear yield strength of bars. Material 
with higher yield strength as bar material has to be used to achieve this. Larger incident pulse durations 
are required for specimen equilibrium when rectangular specimen is used. Larger pulse duration 
requires the larger clamped portion of Incident bar. This increases the incident bar length and there by 
total length of the setup. The failure stress will not be clear if rectangular specimen is used. The 
thickness of the rectangular specimen is considerably large compared to tubular thickness. This 
thickness of rectangular specimen will not die out transmission signal which makes the failure strength 
unclear. However, the rectangular torsion can help in understanding the rate sensitivity of material. 

7.Conclusion  

Static FE simulations are carried out to find the aspect ratio that creates a stress distribution and 
maximum shear stress as expected by Saint- Venant’s theory. The dynamic simulation is carried out 
on specimen with the aspect ratio chosen based on static analysis. The Maximum shear stress on 
specimen directly measured taking elements on specimen and shear stress calculated by TSHB 
formulation using shear strain pulses measured from bars are in good agreement. The strain rate that is 
seen in current work is relatively small compared to conventional TSHB strain rates. The strain rate 
can be increased by using larger magnitude incident moment pulse and large pulse duration, which 
requires higher yield strength material and longer incident bar on setup. 
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Abstract: At quasi-static conditions, auxetic metamaterials generally exhibit well defined negative Poisson’s 

ratio over a wide range of strains, while at dynamic rates of strain, this is not necessarily the case. A detailed 

analysis of the structural response is mandatory, which is often performed using Digital Image Correlation 

(DIC). However, widely used local DIC applied to slender structures such as auxetic lattices often yields 

inaccurate measurements. An alternative approach is used, utilizing a finite element based DIC procedure 

combined with dynamic loading of a Symmetric Direct Impact Hopkinson Bar (SDIHB). We apply this 

approach to a number of different 3D auxetic metal specimens, report their structural response and compare 

quasi-static and dynamic rates of strain, providing an insight in the application of a finite element mesh based 

global DIC. 

1. Introduction  

Auxetic metamaterials are structures that exhibit a well defined negative Poisson’s ratio. Poisson’s ratio is 

defined as the negative quotient of the transversal and the longitudinal strain. When loaded, an auxetic 

structure reacts with element rotation. Those rotations in their entirety are responsible for the auxetic effect. 

3D metallic structures with auxetic properties show interesting behaviour in comparison to conventional non-

auxetic metamaterials, especially when loaded with a high rate of strain, such as higher yield strengths, higher 

energy absorptions [1] and possibly enhanced energy dissipation [2]. This makes the materials an interesting 

candidate for application in the automotive sector, especially in crash applications.  

 

The structural response of auxetic structures is dependent on loading rate. At quasi-static conditions, auxetic 

structures generally exhibit well defined negative Poisson’s ratio over a wide range of strains. However, at 

dynamic rates of strain, this is not necessarily the case: the magnitude of the rate of strain determines whether 

an auxetic effect occurs or the structure collapses. If the structure does not have enough time to achieve 

dynamic equilibrium, it experiences structural failure similar to pore collapse in foams before auxetic 

behaviour can occur.  

 

To provide an in-depth understanding of a structure and collect data in order to accurately model and simulate 

the metamaterial, a detailed analysis of the structural response is mandatory. Our work investigates an 

alternative approach for obtaining accurate deformation data for auxetic structures under dynamic loading. 

2. Structure Manufacturing 

The structures were printed at Fraunhofer Institute for High-Speed Dynamics, Ernst-Mach-Institut, EMI using 

two different metals: Scalmalloy®, which is an aluminium alloy, and EOS MaragingSteel MS1. Specimens in  
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Figure 1: CAD-Models of three unit cells used to design the auxetic structures, first being an antitetrachiral unit cell, 

second a 3D cross chiral unit cell, third a missing rib unit cell. Each unit cell has the size of 3 mm. 

 

                     
Figure 2: CAD-Models of three different auxetic structures using the unit cells shown in Figure 1. The cells are copied 

in three directions in space, forming a 3D structure each. Each structure has the size of 27 mm. The models are used to 

print the structures using Scalmalloy® and EOS MaragingSteel MS1. 

Scalmalloy® were printed via selective laser melting (SLM) using EOS M400. Specimens in EOS 

MaragingSteel MS1 were manufactured via SLM using EOS M100. To investigate different structural 

responses and test the limits of the manufacturing process, three different unit cells of the size of 3 mm were 

designed (Figure 1). The first cell is a antitetrachiral unit cell suggested in [3]. The second cell geometry is a 

3D cross chiral unit cell proposed in [4]. The third cell is the base for a missing rib structure [5]. Each unit cell 

was multiplied in three different directions in space forming an auxetic 3D structure with the size of 27 mm 

each (Figure 2).  

 

The resulting dimensional accuracy of the 3D printed metamaterials differed based on the machine and the 

parameters used. Since the aluminium specimens were printed using a rougher machine, the dimensions of the 

specimens were bigger than designed. In comparison, the geometry of the steel specimens was close to the 

geometry of the CAD-model. This issue not only affects the experimental results, but the low dimensional 

accuracy makes the optical analysis of the specimens more challenging. Especially in case of the 

antitetrachiral structure the base structure is barely visible on the surface due to the significant amount of 

excessive material. 

3. Experimental Setup 

In order to prevent collapse of the structure and still apply a dynamic loading, we need to achieve dynamic 

strain rates in the order of 100 /s. This strain rate regime is relevant in automotive and aerospace crash. 

Accurate force measurement at dynamic rates of strain calls for a Split-Hopkinson Bar (SHB) type setup. 

However, testing of large samples combined with a relatively low strain rate in SHB typically requires long 

bars, which can be impractical due to building space constraints. Therefore, we employ a symmetric direct-

impact Hopkinson bar, based on the work of Meenken [6] as well as Govender [7]. This setup maximizes the 

possible experiment duration for a given available bar length. Due to its symmetric design, force equilibrium is 

also attained earlier compared to classic SHB.  
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Figure 3: Schematic setup of a Symmetric Direct Impact Hopkinson Bar (SDIHB). The striker bar is accelerated by 

releasing the pressure supply by opening the pneumatic valve. The bar strikes the sample and releases pressure waves. 

Our setup allows for impact velocities of up to 10 m/s. 

The schematic setup is shown in Figure 3. The striker bar is accelerated by releasing the pressure supply by 

opening the pneumatic valve. The bar strikes the sample and releases pressure waves. The result is measured 

via two strain gauges, one placed on the striker bar and one placed on the output bar. Since the setup is 

symmetric, the signals on both sides are almost identical. 

 

Dependent on the sample the bars can be made out of either polycarbonate or aluminium. Polycarbonate 

elongates the testing time to 3.2 ms. The testing time is important to ensure a sufficient structure deformation. 

Aluminium bars reduce the testing time to 0.78 ms, but increase the possible impact forces. In case of metallic 

structures, polycarbonate bars showed not to be able to deform the structures sufficiently due to lower impact 

forces. Therefore, we used aluminium bars in our experiments. 

4. Experimental Results 

The experimental results of the experiments using the SDIHB are shown in Figure 4. The results are the force 

over the experiment time for each structure and each material for an impact speed of 10 m/s, yielding a strain 

rate of 370 /s. The drop of each curve at the end indicates the experiment duration of 0.78 ms.  

 

Comparing the curves of different materials in case of the second and third structure shows, that the curves are 

similar even though the materials exhibit different characteristics on their own. However, the assumption that 

the properties of the material are more reliant on the structure than the material cannot be made yet, since the 

aluminium specimens are influenced by a significant amount of excessive material due to the manufacturing 

process. These assumptions require additional parametric studies.  

 

Out of three structure geometries, only the antitetrachiral structure showed a well defined negative Poisson’s 

ratio. Though the other structures are also auxetic in theory, the specimens tested exhibited a strong local one 

directional deformation. The 3D cross chiral structure out of MS1 was the only one that collapsed. 
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Figure 4: Experimental results for all three structures and two materials, “AL” standing for Scalmalloy® and “MS1” for 

EOS Maraging Steel MS1. Structure No. 1 is the antitetrachiral structure, structure No. 2 is the 3D cross chiral structure 

and the third is the missing rib structure. Each structure was measured at 10 m/s, yielding a strain rate of 370 /s.  

5. Digital Image Correlation 

To provide an in-depth understanding of a structure and collect data in order to accurately model and simulate 

the metamaterial, a detailed analysis of the structural response is mandatory. The analysis is performed often 

using Digital Image Correlation (DIC). DIC registers two or more images of the same scene and extracts a 

displacement field. Advanced DIC codes add additional information, such as residuals and noise sensitivity. 

To apply DIC, in addition to the force measurements specimens were recorded in form of grayscale images 

with a resolution of 640 x 432 px at 56,000 fps using a Photron SAZ High Speed Camera. These recordings 

are used to analyze the deformation in detail.  

 

To calculate the displacement field, two image frames f and g at each pixel position x shot at two different 

instances in time are assumed. The image frames are matrices with each elementary component representing a 

grey level value. Assuming the displacement u(x), the images can be related as 

 

𝑓(𝑥) = 𝑔[𝑥 + 𝑢(𝑥)] 
 

corresponding to grey level conservation. The image is divided in smaller sub-images (or elements, facets). 

The displacement field u(x) is then calculated by minimizing the mean squared deviation of both images over 

a sub-image: 

 

𝛵(𝑢𝑝) = ∫ [𝑓(𝑥) − 𝑔 (𝑥 +∑𝑢𝑝𝜓𝑝(𝑥))]
2

𝑑𝑥
𝑠𝑢𝑏−𝑖𝑚𝑎𝑔𝑒

 

 

approximating the displacement field using a field function ψp(𝑥) and the unknown degrees of freedom up. 

 

𝑢(𝑥) =∑𝑢𝑝𝜓𝑝(𝑥) 

Local and global DIC are distinguished. In case of local DIC, the sub-images are not interconnected but 

calculated individually. This results in fast and robust calculations since it does not account for continuity. 

Therefore, local DIC is a popular method, which is easily commercially available. However, local DIC applied 

to slender structures such as auxetic lattices often yields inaccurate measurements. Since the structures include  
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Figure 5: On the left is the FE mesh based on the CAD model of the structure. In the middle, the mesh is applied to the 

surface of the structure in its initial state.  On the right, the structure has already been deformed using a Symmetric 

Direct Impact Hopkinson Bar with a strain rate of 370 s-1 showing the perpendicular displacement in pixels. 

empty spaces, elements placed in those areas do not experience displacements. Because the displacement field 

is discontinuous, it has to be excessively smoothed in space, so empty areas are also accounted for. Therefore, 

typical commercial tools tend to reach their limits when it comes to its application on auxetic structures. 

 

In global DIC, however, the field functions, and therefore the sub-images, are interconnected. The 

displacement of adjacent elements is continuous, which results in a continuous displacement field. Since the 

displacement field does not have to be smoothed, it does not account for the empty areas. The downside to 

global DIC are the comparatively long calculation time and the user dependent result quality. On the other 

hand, global DIC and its continuity of elements opens the room for new calculation methods.  

 

One of those methods is the combination of DIC with a finite element mesh. Since the pictures used in DIC 

already have to be divided in sub-images, it is natural to consider a structure directly comparable to FE 

simulations for identification and validation. The pictures are based on pixels, so it is logical to use rectangular 

or triangular elements to create a mesh. Since we do not want to calculate the displacement of empty areas, the 

mesh is created based on the CAD model of the structure, see Figure 5. This method results in a displacement 

field, which deforms depending on the deformation of the structure. The structure can be analyzed locally in 

detail. Beyond the displacement, the displacement field can be used to calculate other information such as 

local strains, local rotations and Poisson’s ratio, which contributes to an in-depth understanding of the 

structure and the auxetic response. [8] 

 

   
 

    

Figure 6: The rows on the left show the optical results for the antitetrachiral structure, the rows on the right show the 

results of the 3D cross chiral structure. On top are the structures manufactured using Scalmalloy®, on the bottom the 

structures manufactured using EOS MaragingSteel MS1. Each row shows three images. On the left is the non-

deformed structure prior to the experiment. In the middle, the structure has already been deformed using a Symmetric 

Direct Impact Hopkinson Bar with a strain rate of 370 /s. On the right, the mesh is applied to the surface of the 

structure showing the perpendicular displacement in pixels. 

Beyond local analysis, the combination of global DIC with a finite element style mesh allows for analysis of 

structures affected by low dimensional accuracy(Figure 6). By overlaying the images with a finite element 
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mesh, the initial structure and the structural response can be revealed. In case of the antitetrachiral aluminium 

structure, which was affected by excessive material the most, global FE DIC is the only optimal way to 

optically show the structural deformation. High local deformation, as in the case of the 3D cross chiral 

structure, is accurately analyzed not only in case of high deformation, but also in case of a structural collapse 

as experienced by the MS1 structure. 

6. Conclusion 

The method of global DIC combined with a finite element mesh yields accurate results for structural 

deformation and information which is useful in developing new material models. In case of structures with a 

significant amount of excessive material and therefore low dimensional accuracy, this method allows for 

analysing the structure nonetheless.  

 

The next step is the execution of parametric studies and the implementation of the results in a numerical 

simulation. The simulation based on this information can be used to find a critical strain rate where the 

structural response devolves from auxetic to collapsing. Additionally, the information obtained through the 

DIC can be used to find homogenized material models and therefore improve calculation times of the 

simulations. 
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Abstract: A dismounted soldier relies on his body armour for protection against ballistic threats. A 
7.62x39 mm rifle bullet is a common threat during combat. Ballistic vests protect against a direct hit, but 
the weight limitations of a combat helmet compromise its protection. When a rifle projectile impacts a 
helmet, it is most probable not perpendicular to its surface. At certain conditions, such as high impact 
velocities and a sufficiently large oblique angle, the projectile ricochets. The aim of this project is to 
enhance the likelihood of projectile ricochet off helmets and increase the survivability of the wearer. For a 
better understanding of the dynamics of impact, numerical simulations accompany this research. This 
publication focuses on the influence of different numerical descriptions of the material to projectile damage 
representation. A qualitative comparison of the experimental and numerical results has been provided.  

1. Introduction 

Armed forces are more likely to face 7.62x39 mm rifle threats than the handgun projectile that helmets are designed 
for [1]. Although there do exist helmets which withstand a perpendicular impact of a 7.62x39 mm projectile, most 
combat helmets are made of lightweight materials for long-time use in varied environmental conditions and thus 
cannot withstand such a threat. A better protection against a 7.62x39 mm bullet, without adding additional weight to 
the helmet, is thus being investigated. For instance, sandwich layers might increase the likelihood of the projectile 
ricochet – a phenomenon observed for oblique impact at a certain velocity. However, this may still not stop a direct 
impact of a rifle ammunition. Instead, it would increase the probability of projectile ricochet and the survivability of 
the wearer. The rounded surfaces enhance the likelihood of projectile ricochet [2], but make repeatable and 
comparable measurements challenging. Numerical simulations support the understanding of this complex scenario. 
Not only the material response and modelling of the composite target, but a correct representation of the projectile 
behaviour is important. Previous work [3] has showed that the numerical representation of the material of the 
projectile behaves softer, as compared to the experiment. This work discusses the influence of the strain rate 
hardening effect on the description of the deformation and fracture of the projectile. Therefore, an experimental study, 
launching a projectile against a characterised armour steel plate, was conducted. In the numerical study, the material 
of the rifle bullet is described with two different available material models in LS-DYNA®, the Johnson-Cook and the 
Cowper-Symonds material model. The numerical results are compared to those obtained from the experiments. 
 

  
a) Original [4] b) Mesh shown in LS-

PREPOST® 
Figure 1: Section view of 7.62x39 mm M43 projectile [5] 
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2. Experiment 

Experiments were conducted launching the 7.62x39mm projectile against an 8 mm thick MARS®190 plates. The 
projectile was launched perpendicular to the target surface, at 0 deg (NATO). The experimental set-up was chosen 
according to previously conducted experiments [6] [2]. Figure 1 a) shows the section view of the projectile in the 
cartridge and its mesh created CAD (Computer Aided Design) drawings (Figure 1 b).  
Three different initial velocities vi of 552 m/s, 580 m/s and 638 m/s were investigatedErreur ! Source du renvoi 
introuvable. and vi was measured with light barriers placed ~500 mm before impact position. The remainder was 
recovered to evaluate the deformation. Figure 2 top shows the measured projectile core length deformation Dl  and 
radial deformation Dr at different vi. For the radial deformation Dr a mean value with the largest and lowest measured 
value is given (Table 1). 
 

A) 552 m/s B) 580 m/s C) 638 m/s 

   
a) Remaing core length 

Dl=10.2 mm 
b) Remaing core length Dl=9.8 

mm 
c) Remaing core length Dl=8.6 

mm 

   
d) Exposure time ∆t=400 µs e) Exposure time ∆t=600 µs f) Exposure time ∆t=100 µs 

Figure 2 M43 projectile core length deformation Dl dependent on impact velocity vi 

X-ray results are shown in Figure 2 (d-f). Three exposure were captured for each image. The exposure time t were 
adjusted to the vi. They are summarised in Table 1 and it is shown that the X-ray results are the most conclusive for 
test B with 580 m/s where the rebound of the deformed projectile core is clearly visible (Figure 2 e). For test A and C, 
the exposure time t was too short in order to capture the deformed projectile core upon impact (Figure 2 d and f). 
 

  
A) 552 m/s C) 638 m/s 

Figure 3 Strike face damage MARS®190 8 mm target plates  

The target deformation is shown in Erreur ! Source du renvoi introuvable. for the lowest measured vi of 552 m/s 
and the highest 638 m/s (Figure 3). A dependency on the plate damage, size of depth of the impact crater was not 
further investigated. The damage caused on the armour steel plates is not further discussed in this paper; based on the 
results it was decided to neglect it. 
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Table 1 Experiment test matrix 

Test vi Dl Dr X-ray exposure time t Notes 
m/s mm mm μs μs μs 

A 552 10.2  100 500 900 exposure time longer 
B 580 9.8  100 700 1300 core rebound visible 
C 638 8.6  100 200 300 exposure time too short 

3. Numerical Simulation 

The explicit Lagrangian finite element solver in the commercial LS-DYNA® software has been used to solve the 
underlying equations of continuum mechanics [7]. A Finite Element Method (FEM) describes the high velocity 
scenario of the 7.62x39 mm projectile impacting on the armour steel plate. The target plate is not discussed further in 
this paper, and has been described in previous publications [6] [2]. Three parts describe the projectile: steel core (red), 
lead filler (dark grey), and brass jacket (light grey) (compare Figure 1a). All parts are modelled with hexahedral 
elements and interact with one another using a symmetrical erosion criterion. The mesh and boundary conditions of 
the model were described in previous works [8]. The material of all parts is represented by the empirical Johnson-
Cook model, which describes the flow stress    as a function of plastic strain     , strain rate     , and homogenised 
temperature   .  
 

 
where,               are material parameters. Additionally, the Grueneisen equation of state defines the initial 
material state. The damage is described by a Johnson-Cook failure criterion:  
 

                                       (2) 
 
which accumulates damage until the strain at fracture    is reached;                    are the material-specific 
damage parameters. Table 2 shows the defined material parameter set for the Johnson-Cook material model. The 
elastic and temperature softening parameters were taken from Adams [9]. Hardening and fracture constants were 
taken from Carbajal [10]. This parameter set was published [8] and is here shown with a special focus on the strain 
hardening parameter c in cursive. 
 
Table 2 Johnson-Cook constitutive model constants [10] 
 Elastic constants 

and density 
 Yield stress and 

strain hardening 
 Strain rate 

hardening 
 G [GPa] ν [] ρ [g/cm3]  A [MPa] B [MPa] n     [s-1] c 
Core 79.6 0.3 7.85  234.4 413.8 0.25  1 0.0033 
Lead 5.6 0.43 11.34  10.3 41.3 0.21  1 0.0033 
Jacket 40 0.43 8.96  448.2 303.4 0.15  1 0.0033 
 Adiabatic heating and 

temperature softening 
 Fracture strain constants 

 cp [J/kgK] Tm [K] T0 [K] m  D1 D2 D3 D4 D5 
Core 4.5 1800 293 1.03  5.625 0.3 -7.2 -0.0123 0 
Lead 1.29 328 293 1.03  0.25 0 0 0 0 
Jacket 3.86 1356 293 1.03  2.25 0.0005 -3.6 -0.123 0 
 
Previous studies have proposed the Cowper-Symonds relation for the strain-rate dependence at high dynamic events 
[11]. The Cowper-Symonds formulation takes into consideration the non-linear dependence of yield stress at high 
strain rates, scaling the static yield stress    as follows: 
 

  
  

     
 
 
 
 , (3) 

 
where,    is the dynamic yield stress, and           are material constants. When applying the Cowper-Symonds 
relation in LS-DYNA®, by defining the equivalent strain-rate term in the Johnson-Cook material model, following 
additional changes are applied: 
Firstly, the c parameter as shown in Table 2 and defined in Equation (1) is changed to the C of the Cowper-Symonds 
relation (Equation 3). These two parameters only share the position in the material card and have no other 

                                  (1) 
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dependencies. A viscoplastic formulation (VP) for the rate effects needs to be defined, otherwise the Cowper-
Symonds relation will not be used for the calculation. The last definition is the P value (Equation 3), which is set in 
the pressure cut-off (PC) flag. In order to distinguish in the implementation between the PC and P in the flag, PC is 
positive and P a negative value. Although, each flag is described in the literature [7], a summary of all the changes 
needed to apply the Cowper-Symonds relation was not found. For both relations, a Mie-Grueneisen equation of state 
(EOS) defines solid pressure state. The general definition is 
 

     
 
 
       (4) 

 
with reference state H (one point on the Hugoniot) and the Grueneisen parameter γ. Also these parameters were taken 
from literature [12] and are not in focus in this paper. The strain hardening description is in focus of this study, as 
previous numerical tests of the projectile material parameters showed, that the literature material parameters have a 
softer response than the experimental results [3]. Although a through constitutive material parametric study was 
published [10], some missing parameters for EOS [12] and temperature softening were taken from other sources [9]. 
Although there may be more reasons for the difference of numerical and experimental results, the strain hardening 
influence is in focus. 

4. Results 

Table 2 shows the initial parameter c=0.0033 (=3.3e-3) as taken form literature [10]. It was decided to increase the 
value by the factor ten (Figure 4 a). The orange line is suggested by Carbajal [10], so that the projectile does not 
show significant strain rate hardening. That assumption may hold true for their measurement. However, an increase of 
the hardening parameter showed a better agreement between the numerical simulations with the experimental data 
(Figure 4 b). 
 

  
a) Strain rate hardening c of Johnson-Cook b) Core length Dl comparison  

Figure 4: Johnson-Cook strain rate parameter c evaluation 
 
Table 3 summarizes the results and shows the error between the numerical simulation and the experimental results. 
The original data showed an under-prediction of the core length between 23-29 %. By increasing the c parameter to 
c=0.033 (=3.3e-2), the error in the representation of the remaining core length was between 12-18 %. As the aim was 
not to achieve an especial low error and measurement inaccuracies neither of the numerical simulation, nor the 
experimental result are not taken into consideration, the error was sufficiently low for this investigation. 
 
 
Table 3 Comparison Johnson-Cook and Cowper-Symonds strain hardening with experimental results 
 Test A Test B  Test C 
 552 m/s 580 m/s 600 m/s 638 m/s 
 Dl in 

[mm] 
Error [%] Dl in 

[mm] 
Error [%] Dl in 

[mm] 
Error [%] Dl in 

[mm] 
Error [%] 

c 
0.0033 0.82 23 0.72 29 0.68 - 0.68 26 
0.033 0.88 18 0.9 12 0.82 - 0.77 16 
0.33 1.45 -36 1.41 -38 1.4  1.37 -49 

P 
2 1.53 -43 1.5 -47 - - 1.5 -63 
6 1.42 -33 1.41 -38 - - 1.37 -49 
10 1.37 -28 1.35 -32 - - 1.28 -39 

Experiment 1.07  1.02  -  0.92  
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For the Cowper-Symonds relation, the ratio of ε/C=1 (Equation 3) and the parameter P is tested. It is shown in Table 
3 that the chosen settings over-predict the core length Dl. For the P=2 are the original core length of the 1.9 mm is 
conserved. This setting shows almost rigid behaviour and perforation of the plate. Increasing the value P shows softer 
behaviour and an approach to the experimental values (Figure 5). More parameter studies are needed, in order to find 
the best suitable parameter set for the Cowper-Symonds relation.  
 

  
a) Strain rate hardening with factor P b) Core length Dl comparison  

Figure 5: Cowper-Symonds strain rate parameter P evaluation 
 
When comparing the Johnson-Cook strain hardening of c=0.033 (=3.3e-2) and the Cowper-Symonds relation with 
P=10, both settings have for the strain-rates from 100-1000 1/s a hardening factor of 2.5 to 3. Both approaches show, 
with the similar hardening factors an over-prediction of about 30-40 % of the core length. Figure 6 shows the 
numerical model for both settings. Although more parameter studies are needed, adjusting the strain hardening values 
improves the numerical results. 
 

  
a) Initial state t=0 µs top view  b) Initial state t=0 µs side view 

  
c) Johnson-Cook c=0.33 at t=40 µs d) Cowper-Symonds P=10 at t=40 µs 

  
e) Johnson-Cook c=0.33 at t=80 µs f) Cowper-Symonds P=10 at t=40 µs 

Figure 6: Comparison of strain hardening for vi=552 m/s 
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5. Summary 

This work is part of an ongoing project and focuses specifically on the numerical representation of the 7.62x39 mm 
rifle projectile upon impact. The numerical approach with the Johnson-Cook and Cowper-Symonds material models, 
are compared with experimental results, where core deformation has been used for validation. Based on these results, 
the strain hardening effect is considered to be very important for this application. In future steps, the modified 
projectile model will be transferred from the impact upon armour steel plates to the ricochet off combat helmets. 
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Abstract: Objective of this study is to perform a blind simulation and investigate the behavior of reinforced 

concrete (RC) panels subjected to blast loading using non-linear finite element (FE) software LS-DYNA. For this 

purpose, an experimental study performed by Razaqpur et al. (2007) is selected from literature. One RC panel, 

having 1000x1000x70 mm prismatic geometry was simulated under blast load that is generated by 33.4 kg 

ammonium-nitrate/fuel-oil (ANFO) type explosive from three-meter standoff distance. In the model, all parts 

were discretized in space using eight node hexahedron solid elements except reinforcements. Beam elements 

were selected to discretize the bars in space. Supports were not modelled explicitly; instead, only the restraints in 

vertical and horizontal directions were applied. Numerous material models are available for both concrete and 

reinforcement in LS-DYNA. WINFRITH_CONCRETE (MAT084) is a well-suited one for concrete material 

under blast/impact type of loading, and thus, was implemented in the analysis. The output obtained from the 

numerical analysis included peak mid-point deflection, reflected pressure and crack profile variables which are 

also considered to verify the experimental results. 

1. Introduction 

Civil engineering structures -specifically the RC ones- have been exposed to many military or terrorist attacks, 

explosions or sudden loads. Therefore, these risks should be taken into consideration when designing 

structures, especially the main structural members such as columns, shear walls, beams, and panels or slabs 

should be carefully investigated in RC buildings.  

In order to understand the behavior of these type of structural members, generally; complex, time consuming 

and economically expensive blast tests have been performed by many researchers.  However in the current 

study, in addition to understand the behavior of RC panels, a blast blind simulation was also performed. For 

this purpose, an experimental study performed by Razaqpur A.G. (2007) was selected and modelling studies 

were conducted by using commercially available software LS-DYNA (v971, Livermore Software Technology 

Corporation). LS-DYNA is capable of performing non-linear FE analysis by using explicit time integration 

method with advanced constitutive models of materials.   

2. Experimental Program  

In total eight RC panels consisting of two groups were tested under blast load at a Canadian armed forces base 

by Razaqpur et al. (2007). The panel specimens in Group CS (i.e. CS1 to CS4) were the control specimens 

while those in Group GSS were strengthened by glass-fiber-reinforced polymer (GFRP). A specimen 

representing each group is illustrated in Figure 1. All panels had 1000x1000x70 mm prismatic geometry and 

were doubly-reinforced with welded fabric steel mesh of designation MW 25.8/25.8 having 152 mm center-to-

center spacing in each direction. Cross-section of a panel is presented in Figure 2. Yield and ultimate strengths 
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of the rebars were reported to be 480 and 600 MPa, respectively. On the other hand, 42 MPa compressive 

strength of concrete material was detected at the beginning of panel tests. Throughout the test program two 

different charge weights, either 22.4 or 33.4 kgf ANFO were used by three-meter standoff distance. Further 

details are available in the study proposed by Razaqpur et al. (2007). 

 

                    
 

                                            (a) Control Specimen                                           (b) GFRP strengthened specimen 

 
Figure 1. Typical test specimens [Source: (Razaqpur, Tolba, & Contestabile, 2007)] 

 

 
 

Figure 2. Steel reinforcement detail [Source: (Razaqpur, Tolba, & Contestabile, 2007)] 

3. Numerical Analysis 

Blast test simulation was conducted by LS-DYNA software. In this paper, solely CS3 specimen was 

investigated. Full-scale models were created and consisted of two main parts as concrete and steel 

reinforcement as shown in Figure 3 (a and b). Clamped supports of specimens were not modelled explicitly; 

instead, only translational restraints in X, Y and Z directions were applied for all nodes located along the four 

sides. Concrete was discretized in space using eight node hexahedron solid elements while beam elements 

were being used for steel reinforcement. A perfect bond between concrete solid elements and the steel 

reinforcement beam elements was established by LAGRANGE_IN_SOLID keyword in LS-DYNA. In solid 

elements, stresses and strains are calculated at the integration point. Using one integration point does not yield 

any strain even though a deformation occurs in the solid element, which results to zero energy modes 

(hourglass modes). Thus, hourglass control (Flangan-Belytschko type) was utilized to prevent the 

aforementioned modes. In order to generate the blast load, LOAD_BLAST_ENHANCED keyword was used. 

 

           
(a) RC panel                                         (b) Reinforcement detail                             (c) Schematics of model      

Figure 3. Top view of numerical model with 20 mm mesh size (a and b) and test setup (c) 
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This input defines an air-blast function for the application of pressure loads caused by the explosives in 

conventional weapons and requires the amount of TNT equivalency with explosive position regarding the 

coordinates of target, Figure 3 (c). Next, a segment surface was introduced by BLAST_SEGMENT_SET 

keyword in the top face of the panel to apply the generated blast load. On the other hand, in the analysis, three 

different mesh sizes were employed to investigate the effects of mesh density on the accuracy of numerical 

analysis results. For this purpose 5, 10, and 20 mm mesh configurations were studied. All the numerical 

analyses were carried out to be terminated at three milliseconds (ms) which enabled complete observation of 

reflected wave. Increment time was selected by software as                     and           ms for 

the analyses having 5, 10 and 20 mm mesh sizes, respectively.  

3.1 Constitutive Model 

WINFRITH_CONCRETE (MAT 084) was selected as the material model for concrete. The model was 

developed over many years regarding to the requirements of the nuclear industry. The validity of the model 

was demonstrated by using a wide range of experimental data that are obtained from impact and blast tests, 

(Broadhouse, 1995). Accounting the material strain-rate sensitivity and capability of drawing the crack 

patterns are two outstanding properties of material model with relatively simple input parameters. For this 

reason, many researchers such as Mousavi and Shafei (2019), Sadraie et al. (2019), Thai and Kim (2018) and 

Epackachi and Whittaker (2018) have used Winfrith model recently. This model is implemented in 8-node 

hexahedron continuum element with single integration point and is also appropriate for smeared crack 

approach of concrete while rebar can be either modelled explicitly or smeared into the concrete. Stress state 

consists of hydrostatic and deviatoric state components. The hydrostatic stress state is defined by a non-

dimensionalised volume compaction curve in default or by a user defined pressure-volumetric strain curve.  

Ottosen yield surface is used to limit the deviatoric stress which is updated by elastic increments, (Ottosen, 

1977), and analytically defined by Equation (1) where A and B are meridional shape parameters of failure 

surface,    is the first invariant of the stress tensor,    is the second invariant of the deviatoric stress tensor,    

is the compressive strength of concrete and   is a function of         and given by Equation (2).  
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In here, it should be noted that WINFRITH_CONCRETE model does not allow user to detect the parameters 

A, B, K1 and K2; instead, the parameters are internally generated based on a data fit using uniaxial compressive 

strength and tensile strength gathered from tested material. MAT_PLASTIC_KINEMATIC material model 

was assigned for the steel reinforcement. Material properties are presented in Table 1. 

 
Table 1. Mechanical properties of materials used in LS-DYNA   

Material Model Mass Density 

(kg/m3) 

Young’s Modulus 

(MPa) 

Tangent Modulus 

(MPa) 

Poisson’s 

Ratio 

*UCS 

(MPa) 

*UTS 

(MPa) 

Plastic Kinematic 7850 200000 2000 0.3 - - 

Winfrith Concrete 2400 - 32400 0.2 42 3.629 
*UCS=Uniaxial Compressive Strength *UTS=Uniaxial Tensile Strenth 

4. Results and Discussion  

Peak mid-point deflections of CS3 panel are presented in Table 2. In the numerical analysis, central 

deflections were acquired when strain experienced by bottom layer steel reinforcement reached to that of 

maximum measured in test as 2900 μԑ. According to the obtained central deflection results, analysis having 5 

mm mesh size had the highest accuracy ratio compared to remaining two analyses as expected. On the other 
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hand, 10 mm mesh size also provided a good approximation and quite low computational time. Therefore, 

numerical analysis with 10 mm mesh size is selected in the current study.  

 
Table 2. Central displacements obtained from numerical analyses and experimental study 

  Numerical Analysis Experiment 

Mesh Size (mm)  5 10  20  

Central Displacement (mm)  6.42 6.18 5.75 9.53 

Accuracy (%)  67.4 64.8 60.4  

 

Another investigation was performed on the reflected pressure. In the experimental study, reflected pressures 

were measured by four transducers located at the mid length of specimen supports. Only three pressure gauges 

provided data for CS3 panel and resulted in 5.50 MPa average reflected pressure with a maximum of 5.71 

MPa. Figure 4 presents the reflected pressure history of a selected segment with pressure variation over the top 

face of panel. As it can be seen from the figure, in the analysis peak reflected pressure was detected to be 4.61 

MPa at the central segment (S7492) which is yielding to 80.7% accuracy ratio compared to that of test.  

 

        
 

Figure 4. Reflected pressure history (left) and the variation of pressure over the top face (right) 
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In addition, a comparison between the damage profiles obtained both from the test and numerical analysis is 

made and presented Figure 5. LS-DYNA predicted a circular damage on the front face of panel similar to that 

of the test. The specimen was mainly divided into four parts from the bottom face and initiation of diagonal 

damage was also observed in numerical analysis. A similar damage pattern which reached up to 4 mm crack 

width was detected on the bottom face of panel in the test. 

 

         
 

                                               Top face                                Bottom face 

 

a) Experimental study 

 

            
 

                                                       Top face                                                         Bottom face 

 

b) Numerical analysis 

 

Figure 5. Damage patterns of CS3 panel 

5. Conclusions 

In this report, blind simulation of an RC panel subjected to blast load was performed. Based on the numerical 

analysis results, maximum pressure was estimated 20% less than that of test. Besides, the central deflection 

could be detected by 35% error. This error can be attributed to several factors such as error introduced by 

pressure, by idealization of support conditions and by mesh density. Optimum mesh size was successfully 

determined by mesh sensitivity analysis. Finally, damage patterns of each face captured well by the numerical 

model compared to those of the test.  
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Abstract: Ceramic materials are being more and more used in bi-layer shielding solutions. When 
impacted, substantial tensile damage creates within the ceramic tile that manifests as numerous oriented 
cracks. Understanding the dynamic fracture response under high strain-rates and at the level of a single 
dynamic crack is of major importance in pushing forward the design of resilient ceramic-based armour 
solutions. For that purpose, a testing technique called the Rocking-spalling test, using a single Hopkinson 
bar, is used in this work. This experimental method enables the study of a single quasi-straight dynamic 
crack which propagates through a double-notched rectangular specimen. A projectile impacts the bar 
generating a compressive pulse that propagates to the specimen and reflects from its free-end. Upon 
reflection into a tensile wave, a rocking effect takes place, thanks to the notch positioning, which leads to 
the inception of a single crack that propagates from the notch tip. The entire crack propagation process is 
filmed with an ultra-high-speed camera with exposure times down to 200 ns. Digital image correlation 
(DIC) was used to extract meaningful kinematics at the sample surface. Two post-processing methods for 
determination of crack velocity in a porous silicon carbide ceramic (Forceram®) are presented. 

1. Introduction 

Depending on the strain-rate   , single fragmentation in quasi-static (10-5–10-1 s-1) or multiple fragmentation 
in dynamic (> 101 s-1) takes place. Figure 1a on toughed alumina (Al2O3) and Figure 1b on silicon carbide 
(SiC) ceramics illustrate respectively the two regimes of failure. One way to explain the single-multiple 
transition point is the use of Monte-Carlo simulations [1] of a cubic volume loaded with a randomly-
located set of flaws density, as illustrated in Figure 1c for a dense SiC. 
The Denoual-Forquin-Hild (DFH) model [2,3] is a micro-mechanical anisotropic tensile damage model 
based on the crack inception from critical defects activated upon random tensile stress loading (described 
with a population following the Weibull’s law [4,5]) and the obscuration (or relaxation) phenomenon that 
captures well this transition and that is suitable for modelling the fragmentation in various brittle materials. 
One of the key parameters within the model is the crack propagation velocity, described by equation (1) 
[2,3]. 

                           (1) 

One of the parameters,       , corresponds to the terminal velocity at which crack propagates at 
“maximum speed”. Consequently, reliable experimental measurement of crack velocity and its 
characterisation are of crucial importance for improving the accuracy of the numerical simulation of impact 
events. The theoretical crack speed is often provided either as a function of the elastic 1D-longitudinal (or 
irrotational) wave velocity    in a bounded medium, which is the speed of the fastest elastic wave that can 
propagate in solids, or as a function of surface (or Rayleigh) wave speed    in solids, which carries most of 

*Author for correspondence: yannick.duplan@3sr-grenoble.fr. 
† Univ. Grenoble Alpes, CNRS, Grenoble INP (Institute of Engineering Univ. Grenoble Alpes), 3SR, 38000 Grenoble, France.  
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the energy throughout a shock [6,7]. According to Broek (1984) [8], the crack velocity accelerates to an 
asymptotical limit of     (  being a constant equal to 0.38 based on energetic consideration). Yoffé (1951) 
[9] indicated that a crack tends to branch out or to become curved when travelling faster and faster because 
there is enough energy to drive two cracks independently. Ravi-Chandar and Knauss (1984) [10] stated 
that branching may occur for even lower velocities than predicted by Yoffé (1951) [9]. 

 

Figure 1: Examples of: (a) single 
and (b) multiple fragmentation 
tests, with (c) the transition 
between single and multiple 
fragmentations (adapted from 
[11], [12] and [1]). 

 
Experimental works on brittle 
materials showed that the 

limiting velocity regarding the Rayleigh wave speed    is material dependant:        in Homalite-100 
(polyester resin) [10],        [14] or        [15] in glass, between        and        in concrete 
(R30A7) [16],        in Plexiglas (Polymethyl methacrylate (PMMA) brittle thermoplastic) [17]. 
Recently, Anderson Jr., Bigger and Weiss (2014) [18] performed ballistic impacts on borosilicate glass 
ceramics using a high-speed video camera with interframe time ~ 5 μs. They observed crack speeds around 
1.92 km/s (~       

1) independent from the impact velocity, confirming that crack velocity is an actual 
material property. However, the effects of the material microstructure were not discussed. Besides, other 
parameters could influence the crack velocity: when the loading is applied directly at the crack tip [19], 
presence of void [10,20], change of material behaviour ahead of the crack tip with particular 
microstructures (increase in fracture toughness    known as the R-curve effect). Under dynamic loading, 
some main challenges are owing to a large number of micro-cracks generated under impulsive loading 
which makes the isolated visualisation difficult (crack monitoring) as well as the interpretation of the 
results due to multiple crack interactions. This leads to a clear need for an experimental method that is able 
to generate a single dynamic crack under high strain-rate loading. 
 
The current paper presents one such experimental method in conjunction with Digital Image Correlation 
(DIC) to obtain a crack speed during single fragmentation but in dynamic. The crack tip speed cannot be 
directly measured by simply looking at the images since the crack opening displacement is far beyond 
pixel size (1 to 3 μm). Comparing the first image and last image of the sequence only provides an idea on 
the crack path; however, the crack kinematics stays out of reach. In this situation, a sophisticated extraction 
method based on image correlation serves as one of the only method of obtaining such information. 
For this reason, two image processing methods are used on a series of ultra-high-speed images obtained 
with 0.2 μs exposure as to extract the crack velocity of porous Sain-Gobain’s armour SiC ceramic 
commercially named Forceram [21]. The acquisition sequences are obtained by filming a surface of a 
rectangular sample while being dynamically loaded through the experimental technique called the Rocking 
by spalling (or “Rockspall”) test [16,22]. A single quasi-straight dynamic crack is generated which 
propagates through a 60×30×7-mm double-notched specimen at high strain-rate. This technique was 
already employed in [16,22] on concrete material in which the information obtained from DIC was 
compared to the data of a single velocity-gauge glued on the sample which allowed the evaluation of the 
crack velocity.  

2. Methods 

2.1. Experimental set-up 

The entire experimental set-up with corresponding instrumentation is presented in Figure 2. The set-up is 
used with a single steel Hopkinson bar (about 20 mm diameter, 92 mm length, 225 g mass) to enhance the 
reproducibility of the tests compared to direct impact, to which a rectangular sample (60×30×7 mm3) is 
glued on one end. The bar is impacted with a steel projectile (Figure 2: about 20 mm diameter and length, 

1    was calculated using material properties of Borofloat 33 found in [13] (             ). 

(a) Single 
fragmentation

60 mm

(b) Multiple 
fragmentation

(c) Transition simple-multiple 
fragmentation
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400 mm slightly-curved surface to provide better contact conditions in case if the impact is not perfectly 
plan, 48 g mass) accelerated by a gas launcher on the other end. The Kirana® (Specialised Imaging) ultra-
high-speed camera (5 Mfps capacity, 924×768 px, 180 images) is used to film a zone around the inception 
notch. Two high-power AD-500 flash lights (Specialised Imaging) are used to provide continuous and 
homogeneous lighting conditions to the imaged scene. The triggering of the flash lights is performed 
thanks to a signal delay unit (Specialised Imaging). The camera, triggered with a laser signal (vibrometer 
controller OFV-5000® + fiber vibrometer OFV-552 from Polytec) pointing on the ceramic rear face which 
is not impacted, is instrumented with a 180 mm F/3.5 telephoto lens (Tamron) coupled with a teleconverter 
2× Teleplus Pro 300 DGX (Kenko) which allowed reaching an average pixel size of 17 μm/px (~ 0.059 
px/μm). Consequently, the samples were prepared with a micrometric speckle. 
 
Numerical work was previously conducted in [23] in order to design and optimise the testing configuration 
in terms of notch positions and lengths. The resulting sample configuration is used within this work. 
Impact velocities were also optimised and deduced from numerical simulations using the DFH damage 
model. It was found that to allow single crack propagation without damaging the ceramic beyond the notch 
tip, the projectile speed should be around 5 m/s. The velocities of 6.58 m/s (first sample) and 9.04 m/s 
(second sample) were reached in the actual testing conditions, obtained using three speed barriers 
positioned at the exit of the barrel (optical fibres). 
 

 
Figure 2: Experimental set-up with a global and two extensive views inside the protective box, along with a 

projectile view (black box) and its plan (dimensions expressed in millimetres).  

2.2. Image processing 

The DIC technique provides discretised displacement fields on the sample surface by comparing a 
deformed image with a reference. For that purpose, the visualised part of the sample (or Region Of Interest 
(ROI)) is sub-divided into Zones Of Interest (ZOI) and the determination of the displacement of each ZOI 
is obtained by minimising correlation function [24]. In the so-called global approach, the different ZOI 
constitute a finite-element mesh and the displacements are determined on the element nodes [24].  
Presently, two post-processing methods based on global DIC are used to extract the crack velocity: 
 

- Method 1 - The CORRELIQ4 software [25], implemented in MATLAB (versions 9.1 (R2016b) 
and 7.10 (R2010a)), which makes use of Q4(P1)-shape functions (4-noded rectangular elements, 
linear interpolation) to subdivide the sample surface. This method will serve as a reference. 

- Method 2 - The EIKO-CRACK software (version 1.00, in development), working with a 
MATLAB standalone set of shared libraries (MATLAB® compiler Runtime), which relies on both 
a discontinuous enrichment to the finite element approximation (extended approach) and the 
addition of mechanical constraints to prevent incoherent mechanical displacement regarding 
material constitutive or propagation law (integrated approach) [26,27]. 

3. Results and discussions 

Ultra-high speed camera

Protective box

La
se

r 
(in

te
rfe

ro
m

et
ry

)

Spotlight
(for positionning)

Computer screen

Spotligh
command box Ultra-high speed camera

Protective box

La
se

r 
(in

te
rfe

ro
m

et
ry

)

Ultra-high speed camera

Protective box

La
se

r 
(in

te
rfe

ro
m

et
ry

)

100



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)4 
 
 

 
 
 

Method 1: 

In Figure 3, the ROI with a 16-px or a 64-px resolution i.e. ZOI size = 16×16 or 64×64 px, ZOI shift = 16 
px, is digitised for a Forceram porous SiC sample, along with the final image in which the corresponding 
DIC result with a 16-px resolution is superimposed. The 16-px resolution allows to better identifying the 
path followed by the crack because it provides higher displacement gradients at the expense of both 
increased uncertainty due to noise and increased calculation time. The noise manifests as the time variation 
of the image sequence appearing to be characteristic of the Kirana sensor, it presents a variation in grey 
level around every 20 frames [28].  
 

 
Figure 3 : Three DIC results (sample: Force-Rock-1): on the left and in the middle, displacement fields on 1 

(reference) + 20 (correlated) images, 1 μs regarding the 1st image of reference, with two ZOI sizes; on the right, final 
DIC result on 180 images placed with the corresponding Kirana® experimental image. 

 
At the onset of the crack propagation, the crack opening    is approximately 1.5 μm (~ 1/10 px size). 
Figure 4 quantifies the noise level regarding 16-px and 64-px results obtained from static images taken 
before the test, as suggested in [28]. The transversal displacement along the direction 1 (  ) is 
insignificant, however, the standard deviation – which can be considered as measurement uncertainty – is 
sensible. Especially, for a correlation with a ZOI size of 16×16 px, it reaches 0.63 μm of uncertainty 
(average of the standard deviation of the 180 images) against 0.17 μm for a ZOI size of 64×64 px. 
Nonetheless, the error is inferior to the crack opening of the ceramic. 
 

 
Figure 4: Mean displacement per image (sample: Force-Rock-1): for each point (1, 2, 3, …, 179), the displacement 

map is averaged in one value (dotted lines), then all the 179 values are averaged into a single one (horizontal lines). 
For the record, this sample has a pixel-resolution of 17.7 μm. 

 
The determination of the crack velocity relies on a known position of the crack tip, frame by frame. Each 
field of displacement was analysed with a visual method explained in [29,30]. The C(T)OD (Crack (Tip) 
Opening Displacement:     ) was used as a criterion for setting the range of visualised displacement 
values. The method consists of estimating the crack tip location using a detection criterion and a contour 
plot. This criterion relies on the separation of the displacement contours perpendicular to the crack path as 
shown by numerical works in [30]. Here, in a situation where 5 or more contour lines separate, the 
observed displacement discontinuity was considered to be due to the presence of the crack tip (or crack 
opening). The technique requires a hypothesis whereby during crack propagation, the critical mode-I stress 
intensity factor of the ceramic vary little so is assumed constant:                  . Given the small 
distances considered, even if    varies, the crack will be not far from the estimation. Although this 

ZOI size = 16  16 px ZOI size = 64  64 px

V
U

Sm
al

l n
ot

ch

Big
notch

ZOI size = 16  16 px (180 images)

Deformed image = 179 
Kirana time = 35.80μs

Direction of impact

Direction of crack
propagation

ZOI size = 16  16 px ZOI size = 64  64 px

101



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)5 
 
 
 
 

DYMAT Winter School 
 
 

hypothesis will merit additional investigations, such assumption is justified by the fact that except during 
inception, the crack velocity in brittle materials is generally constant during propagation [31].  
It is decided to look at the separation of the displacement contours with an accuracy of less than half the 
ceramic thickness (3.2 mm), so the position of the crack tip is obtained considering the distance   
       at which the COD   is measured and supposed to be located. The formula to calculate the 
resolution of   for monitoring the crack tip is given by the Westergaard's solution [32] (and Irwin theory 
[33]) in (2) under plane-stress conditions: 

      
   

 
 

 
  

 (2) 

With           the elastic (or Young’s) modulus. One finds           , since              for 
the sample Force-Rock-1, then          : this is the minimum input value to set in CORRELIQ4 as 
     (see Figure 5). Besides, to come back to the constant    , the work is done with low COD to reduce 
the uncertainty on the crack position; a low COD gives a low distance to the tip. If                   
(-10%),               or               (+10%), then respectively      ,     or        ; in other 
words, a 20%-uncertainty on the    corresponds only to a        of uncertainty on the crack tip, which 
remains quite low compared to the size of the ZOI window and the distance travelled by the crack. 
Figure 5 is a screenshot of a DIC result with a 16-px ZOI and a 64-px ZOI. It can be clearly seen that the 
noise level is too high for proper tracking with ZOI size = 16 px. Still in Figure 5, the MATLAB window is 
the associate determination of the crack tip position with ZOI size = 64 px. A dotted trend line on the 
discontinuity is drawn, and the tip of the crack, in the circle, is revealed at a distance  , where it can be 
seen a change of angle (displacement discontinuity) for the supposed location.  
 

 
Figure 5: Two DIC results (sample: Force-Rock-1) on the left showing the contours of    for two ZOI sizes which 

are into evidence by the yellow rectangles in the top left-hand corners. The window on the right (ZOI = 64   64 px) 
displays: the correlated zone that is annotated, the amplitude of the displacement vectors ( 100), and the user 

parameters indicating that 11 isocontours are used with 0.15 px as max.  . 

 
Figure 6: Crack velocity in the porous SiC ceramic, using 

CORRELIQ4.  

 
This estimation of the crack tip position is repeated 
for each frame of the DIC pictures. In Figure 6, the 
trend line (derivative) discloses the crack velocity 
which is found to be nearly 3745 m/s. Given    
         and             in the considered 
ceramic, the velocity result is equivalent to        
      . The formula provided by Broek (1984) [8] 
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predicts a steady-state cracking velocity of        (or       ) equals to 3365 m/s. 
 

 
Method 2: 

On the left of Figure 7, a screenshot of the user interface of the EIKO-CRACK software during processing 
is shown. Sets of 15 images are correlated (and not 20 like in CORRELIQ4, the 5 first images of the 
selected were deleted to avoid convergence issue). Two key parameters are used to create a mesh (or patch) 
around the notch in pixels. The eXtended DIC (X-DIC) accounts for the kinematics of a crack specimen, 
by adding a discontinuous enrichment of the displacement field to the finite elements, to be able to reveal 
heterogeneous displacement fields in an element [34]. The approach makes it possible to follow the 
arbitrary crack growth without the need for re-meshing. The main advantage of the technique is to allow 
coarser mesh (gain in computation time) without any loss of accuracy or even more accuracy since it can 
feature strong discontinuities that may be poorly captured by standard finite element shape functions [34]. 
Besides, EIKO-CRACK uses an Integrated DIC (I-DIC) approach, where “integrated” means that the 
correlation algorithm assumes material behaviour and the balance of momentum thanks to mechanical 
residual which is introduced [34]. It consists in using displacement fields that are mechanically meaningful 
[27] (e.g. momentum-balanced stress field obtained through a linear stress-strain relation [34]) calculated 
using Williams’ series [35] for the determination of the crack tip position. 
 
On the right of Figure 7, self-contained DIC processes are visible with the crack position going negative 
with a 10-100 patch. With a 50-200 patch, the software is able to generate output data. The distance from 
the initial crack tip is replotted in Figure 8. The decreasing crack position is due to the background (light) 
noise. It seems that the software does not allow proper crack monitoring in this situation. 
 

 
Figure 7: Definition of the approximate crack path during the test in EIKO-CRACK (on the left), two DIC results 

for crack monitoring using a 10-100 px patch (small in the middle) and 50-200 px patch (small on the right). 

 
 

Figure 8. Crack velocity in the porous SiC ceramic 
(sample: Force-Rock-1), using EIKO-CRACK, with 

two patch sizes. 

 
The crack velocity appears to be 13,588 m/s 
(             ) or 13,823 m/s (       
      ), which is unlikely. There are multiple 
reasons that could explain the difficulty of the 
post-processing: 

- The Young’s modulus of the ceramic 
(220 – 232 GPa, values provided by 
Saint-Gobain) may be too high, so   is 
too small with the current resolution 
for EIKO-CRACK. In fact, the 
experimental   is in the order of the 
micrometre and the resolution reached 
here is close to 17      . 
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- The signal/noise ratio may be not high enough, the noise of the Kirana® camera (Gaussian blur, 
variations in luminosity) upsets the Williams’ series since the algorithm for the crack tip location is 
disrupted by parasitic fields. 

- The crack path may be sufficiently deviated to upset the Williams’ series. In fact, the software is 
supposed to work only for a straight crack path (   dominance hypothesis). Due to both the high 
energies involved in ceramics and the complex stress field, the crack is more likely to tilt.  

4. Conclusion 

An experimental method, the Rockspall test, is used to investigate the cracking velocity of a porous SiC 
(Forceram®) under dynamic tensile loading. Two DIC software applications are contrasted. CORRELIQ4 
(“classical” global DIC), based on displacement fields, is less dependent on the resolution of the correlated 
images for the crack monitoring, but more dependent on the user himself since it is optically-based. 
Though, the software provides reasonable results. Thanks to the CORRELIQ4 method, the crack velocity on 
the porous SiC is deduced as equal to 3745 m/s (       or       ). EIKO-CRACK (global XI-DIC) relies 
on Williams’ equations to describe the fields of displacement, so the latter is not directly calculated. Likely 
due to high noise and small crack opening amplitude, the software is not proficient enough to detect the 
crack tip and to reproduce a consistent crack path. The unstable results may originate from too low 
displacement/noise ratio and variation in luminosity. Better results could be obtained with EIKO-CRACK 
using better conditions (a higher pixel resolution or a less noisy camera). For this reason, quantification of 
the parameters that can affect crack velocity identification (such as noise levels and image pixel size) is 
paramount and remains as a future perspective to decrease error and for an optimum use. 
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Abstract : The paper describes a computational numerical study of an auxetic re-entrant honeycomb cell
architecture in a Ti-6Al-4V alloy, to identify and rank the geometric features that influence the behaviour
of the material architecture under dynamic impact compression loading. A 2x2 two-dimensional unit cell
architecture was selected for the study. In this study, the radius at the corner of each cell was identified as
a new parameter to represent the constraints of a manufacturing process. A new process of optimisation by
FEA was found to achieve our goal with an experimental plan. Moreover, the study identified and ranked
the geometric features and it was found the cell wall angle had the most influence followed by the radius at
the corner in enhancing the mechanical properties. The parameter identified with the least influence was the
thickness.

1. Introduction

An auxetic structure is a material that has a negative poisson’s ratio under compression or tension. Such
material has been shown to possess enhanced energy absorption, stiffness and many more mechanical pro-
perties, as shown in studies of Scarpa et al (2005) and Bezazi et al (2009). The mechanical properties of an
auxetic structure has been associated with the different geometrical parameters previously (Hu et al, 2018).
Hence this study was aimed towards the optimisation of the geometry of a re-entrant honeycomb structure
with regards to enhanced Effective Elastic Modulus, Poisson’s ratio and Specific Energy Absorption. The
present work propose a new way to optimize the geometrical parameters to enhance those mechanical pro-
perties by the Taguchi’s method. Finite element analysis was used for the computational simulation. The
Taguchi’s design (L9) was employed in order to validate the effects of the different geometries and the res-
pective mechanical properties. The Taguchi’s method was also compared to a global parametric study, which
is not treated in this paper. The deformation mode under dynamic compression was studied, to understand
the behaviour of an auxetic structure.

2. Structural design

2.1. Auxetic re-entrant honeycomb
Various auxetic structures has been developed over the last few years, based on metamaterial or chiral

design (Yuan et al, 2017 ; Fu et al, 2018). In this study, an 2D auxetic re-entrant structure as shown in Fig. 1,
was investigated. The structurewas extrudedwith awidth of 1mm. The studied parameters was the following :

*Author for correspondence (laura.delcuse@univ-lorraine.fr).
† Present adress : LEM3, University of Lorraine, 7 rue Félix Savart, Metz, 57000, France
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the height h and the length l with the length ratio α = h
l ; the cell wall angle θ ; the thickness t ; and the radius

R. The radius used in this study was selected as such to match that produced during selective laser melting.

Figure 1 : Schematic of a) one auxetic cells b) 2x2 auxetic cells

The various geometric parameters can be used to calculate the relative density of the re-entrant honeycomb
structure as per Equation 1 (Gibson and Ashby, 1997) :

ρ∗
ρs

=

t
l

(
h
l + 2

)

2 sin θ0
(

h
l − cos θ

) (1)

when ρ∗ is the density of the honeycomb re-entrant and ρs is the density of bulk material. In order to avoid
the influence of the relative density on the final geometry, a fixed value of 0.28 was used.

2.2. Taguchi’s method
Taguchi method was worked on the basis of statistical tools to highlight and quantify the rank of many

factor and the optimal parameters for a given study. With this method, each parameter was investigated indi-
vidually with an orthogonal arrays and triangular tables.

In the present work, a L9 array was chosen to determine the effect of these geometrical parameters, and so
improve the following responses : Effective ElasticModulus, Poisson’s ratio and Specific Energy Absorption.
To have a L9 arrays, 3 levels for the 4 studied factors were necessary. With the aim of maintaining the relative
density, the 3 levels of the different factors used were as per Table 1.

For each run, a Signal-to-Noise method was employed to evaluate the association between the parameter
and resulting properties according to the larger-the-better equation (Equation 2 ; Tamizharan et al, 2019). :

S /N = −10log


1

n

n∑

i=1

1

y2i

 (2)

where yi is the experimentally value, such as the Effective Elastic Modulus, of the ith experiment and n the
total number of the experiment.

Level α = h
l θ Thickness (mm) Radius (mm)

1 1.5 84 0.3 0.1
2 2.5 67 0.6 0.7
3 3.5 58 0.9 1.3

Table 1 : Values of level for each factor for Taguchi’s method
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3. Finite Element Analysis

3.1. Material Model
In this study, Ti-6Al-4V alloy was considered, with the different properties associated using the Johnson-

Cook constitutive model as per Equation 3. The latter material properties were selected as per Kay et al (2013)
as followed : A, B and n are equal to 1097.76 MPa, 1091.96 MPa and 0.93 respectively. As concerned C,
its value was 0.014. The Young Modulus E was set to 120 GPa, the Poisson’s Ratio ν = 0.3 and the density
ρ = 4520 kg.m−3. For the heating parameters, the specific heat and the melting temperature were set at 610
J/kg.C and 1670°C respectively. Adiabatic effect with Johnson-cook constitutive law was considered, with
m egal to 1.1.

σ =
(
A + Bϵnp

) [
1 + Cln

(
ϵ̇

ϵ̇0

)] [
1 −

(
T − Tr

Tm − Tr

)m]
(3)

3.2. Boundary conditions and meshing

Using Abaqus®, a 8-node linear brick C3D8T was used for this study. With L9 from Taguchi method,
9 simulations was done for 9 different geometries. Each combination of parameters gave a new length and
weigth of the 2x2 auxetic cells. As different parameter was used, the size of each structure changed and hence
the number of element which was included between 20348 and 350929. The Figure 2 shows an example of
the mesh for a 2x2 auxetic cells.

Figure 2 : Schematic of a) Boundary conditions and b) Mesh of 2x2 auxetic cells

For the finite element analysis, a dynamic compression was simulated with the auxetic structure in bet-
ween two horizontal rigid plates. A symmetry was set on one face of the auxetic structure to avoid buckling
and sliding of the structure. The bottom plate was encastred and a velocity of 4 m.s−1 was applied on the top,
as shown the Figure 2.

A tangential and normal contact with a coefficient of friction µ = 0.36 were considered for dynamic as
Novak et al (2018). A self-contact on all auxetic structure was also defined with the general contact from
Abaqus®.

3.3. Calculation method
The geometrical parameters of 2x2 auxetic re-entrant structure was optimized with respect to the Effec-

tive Elastic modulus, Poisson’s Ratio and Specific Energy Absorption. The Effective Elastic Modulus was
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calculated from the Apparent Elastic Modulus divided by the Young Modulus of the bulk material. The Ap-
parent Elastic Modulus corresponds to the slope of the elastic part of the stress-strain curve. The Poisson’s
ratio was calculated at the final stage of the simulation for ϵ = 0.3 using the following equation 4 :

ν = −
(
ϵTransverse

ϵLongitudinal

)
(4)

As concerned the Specific Energy Absorption, it was the work done per unit mass in J.g−1.

4. Results and discussion

4.1. Optimization of cells
From Taguchi’s method, an average of the Signal-to-Noise ratio was made for each factor at each level.

By subtracting the minimum from the maximum, the obtained value gives the rank of effect of the factor. The
highest value of the average gave the optimize value for the studied parameter.

The value from Taguchi shown that the Effective Elastic modulus was more influenced by the cell wall
angle, withmuchmore difference between the lowest and the highest value. This differencemeans that the cell
wall angle θ was the most influant parameter for this mechanical properties. Moreover, the highest Signal-to-
Noise ratio was reached for θ = 84°, which signifies that the best value of θ for an optimize Effective Elastic
Modulus was 84°. In same way, the radius in the corner was the most influant factor for the Poisson’s ratio
regarding the difference between the highest and the lowest value of the Signal-To-Noise ratio in function of
each level. The highest value of Signal-to-Noise ratio was achieved for 0.1 mm as radius. Then, the Specific
Energy Absorption was significantly impacted by the cell wall angle θ too, with an optimize value about 84°.
Finally, the best parameters to improve Effective Elastic Modulus, Poisson’s ratio and Specific Energy Ab-
sorption seem to be α = 1.5 ; θ = 84° ; Radius = 0.1 mm. The most influant parameters were θ for the
Effective Elastic Modulus and for the Specific Energy Absorption, while the Radius was the one for the
Poisson’s ratio. The less important was the thickness of the struct.

In the global parametrical study, the optimised parameters were θ = 85°, radius R = 0.1 mm, the length
ratio α = 1.58, thickness = 0.3 mm. In excluding the thickness because his weak influence under this range,
the same results was obtained for the both study, with a rank of each feature with Taguchi method.

4.2. Deformation mode
Under compression, the auxetic re-entrant structure had different deformation mode in function of para-

meters. The Fig. 4 shows an example of a stress strain curve of 2x2 auxetic cells. On this graph, four zones
were represented. The zone one represents the elastic behaviour of the cells, with the apparent elastic modu-
lus. Then, the shape of the curves shown a reducing force per area due to the buckling of the oblique struct.
The engineering stress kept decreasing until the first lock point was reached as shown in Fig. 4, where zone
3 of the stress-strain curve started. This indicate a self contact of the cells during the compression. After this
contact, the cells densifies itself and hence the increase in the stress with respect to strain both for zone 3 and
4 as shown in Fig 4. Yang et al (2012) found also the densification of a lattice structure after a collapse under
quasi-static compression.

When the structs touch each other, the energywas transfered to other struct, so the force per area increased.
This rise of force per area corresponds to the densification of the structure. The repetition of the lock point and
so densification were dependant of the geometrical parameter. In function of the geometrical parameters, the
lock point happens at different strains. To show this effect, three curves was ploted for different level value
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Figure 3 : Example of a stress strain curve of a dynamic compression of 2x2 auxetic re-entrant cells

of θ, as this one was the most influant factor. The Figure 4 shown the apparition of the lock point which was
delayed in function of the value of θ. For a bigger θ, the densification comes in earlier because the distance
of edges in the middle of the cells. In comparison, a low value like 55° induced a self contact more quickly
due to the close length at the centre of the re-entrant cells, as shown pictures on the right hand of the Figure
4. All the other parameters as the length ratio α = h

l , the thickness, the radius and the relative density were
the same for all three geometries displayed.

5. Conclusion

This work shown the optimization of the auxetic re-entrant honeycomb structure by the Taguchi me-
thod under dynamic compression. This study was conducted in Finite Element Analysis and gave optimum
geometrical parameter for the cell wall angle θ with 84°, the radius with a value of 0.1 mm and the length
ratio α equal to 1.5. The thickness was considered as the least influence parameters for the studied mecha-

Figure 4 : Three example of stress strain curve for the most influant parameter θ with value of 85°, 70°and
55°. Pictures of lock point was displayed for each curve.
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nical properties. Moreover, it was demonstrated the existence of a lock point, which was to the origin of the
densification of the cells. This lock point and the densification was dependant of the geometrical parameters.

This deformation mode with the lock point was demonstrated by the geometrical parameter study, which
shown the limitation of Taguchi Method. The effect of one important factor like θ on this point couldn’t find
with the Taguchi Method only. To conclude this work, the Taguchi Method is the best way to optimize and
obtain the rank of each parameter but remains inconsistent to study the deformation mode of an auxetic re-
entrant honeycomb structure.
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Abstract: The introduction of additive manufacturing (AM) processes and innovative design 
methodologies into the manufacturing industry leads to the study and production of original designs. This 
study focuses on the development of a suitable modelling strategy for polymer lattice structures manufactured 
by AM technology to be used for design purposes. The objective is the improvement of the lattice energy 
absorption capability, by considering requirements of different nature (such as mass, stiffness and 
manufacturing limits). To this end, a suitable numerical mechanical model of the lattice, integrating the non-
linear behaviour of the repetitive unit cell (but not taking into account thermal effects), specially conceived to 
obtain a good balance between accuracy and computational costs, has been developed for design purposes. 
The proposed strategy relies on a general homogenisation method (based on the strain energy of periodic 
media) and on a special genetic algorithm (GA) developed at I2M, able to deal with optimisation problems 
defined over a domain of variable dimension. The effectiveness of the approach is tested on a meaningful 
benchmark. 

1. Introduction 

Although lightweight solutions manufactured by AM are already available in high technology products 
(planes, rockets, high speed cars), the struggle to design and produce highly solicited structures by taking 
into account the AM process-related requirements, since the preliminary design phase, is a true challenge. 
Optimisation algorithms are often used to deal with the structure design in the framework of linear 
elasticity, by considering classical requirements such as compliance, mass, or buckling phenomena. 
However, the integration of highly non-linear phenomena within the optimisation process, e.g. induced by 
the material behaviour such as hyper-elasticity, or strain rates ranging from 1 to 1.103 s-1, is anything but 
trivial. Accordingly, the development of pertinent numerical models able to integrate such non-linear 
phenomena and offering a good balance between accuracy and computational cost for design/optimisation 
purposes is of paramount importance. This is especially true when dealing with the design of lightweight 
structures, like lattices, that must withstand severe solicitations (e.g. in case of impacts) for which the non-
linear behaviour of the system cannot be neglected.  

High strain rates occur in many real-world engineering applications. For instance, in nuclear 
transportation, a common practice consists in using containers specifically designed to withstand impacts 
to transfer hazardous material from one location to another. In this context, the structure design is based on 
a compromise between lightness, stiffness, and energy absorption capability. To achieve this ambitious 
goal, the commonly-employed solutions, which make use of a foam core, can be replaced by an optimised 
lattice structure. In particular, the lattice can be conveniently optimised (at each pertinent scale) to 
maximise the absorbed energy by meeting, simultaneously, some requirements on mass, stiffness, 
transportability, as well as technological constraint related to AM technology specificities.  

Another application focuses on military infantry equipment: in conflict zones, infantry equipped with 
personal communications relay is subjected to harsh and stressful environmental conditions. The 
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development of lightweight, stiff equipment is, thus, of crucial importance for both the soldier’s comfort 
and the equipment’s protection.  

2. The multi-scale optimisation approach  

Hence, the development of a dedicated problem formulation and a suitable modelling strategy for 
lattice structures integrating a number of manufacturing requirements is a crucial point. Different 
optimisation algorithms and problem formulations are available in the literature [1-4]. Some authors make 
use of deterministic algorithms [1-4], whilst in other cases meta-heuristics represent the best choice [5, 6]. 
As a matter of fact, the use of a specific optimisation algorithm is strictly related to the problem 
formulation and, therefore, to the nature of the objective function and the constraint functions and of the 
design variables. 

The first challenge focuses on the problem formulation. In this specific context, impact dynamics and 
polymers are important sources of nonlinearities. Many problem formulations are available in the 
literature. When dealing with the optimum design of lattices, Pedersen [1] makes use of peak accelerations 
or compliance (i.e. the work of internal forces), depending on the problem at hand, as an objective function 
to be minimised by considering a constraint on the volume. Unfortunately, this approach does not take into 
account for the non-linear material behaviour. Caccese et al. [2] make use of the HIC (Head Injury 
Criteria) as an objective function (for a given impact energy), and look for the optimum value of the 
geometric parameters of a honeycomb material minimizing the HIC. However, they do not take into 
account for material nonlinearities. Deng et al. [3] use elements distortion energy as an objective function 
to be maximised by considering a hyper-elastic behaviour of the material, but implemented only a quasi-
static hyper-elastic law, thus not suited to high strain rates. Jamil et al. [4] make use of elasto-visco-plastic 
laws in order to model rate-dependant material behaviour and experimental-numerical correlation to 
enhance the finite element (FE) model accuracy. However, the computational cost of the resulting FE 
model is not suited for optimisation purposes.  

The second challenge is the identification of pertinent mechanical responses in order to give a measure 
of the absorbed energy. Such information must be retrieved by using a dedicated FE model of the lattice 
constituting a good compromise between computational effort, in order to be integrated into an 
optimisation process, and required accuracy, to capture fundamental non-linear phenomena. 

The core of the proposed approach is to develop a suitable multi-scale FE model of the lattice, 
integrating the full set of design variables describing its geometry and mechanical behaviour, at each 
pertinent scale, by reducing the number of simplifying hypotheses at the basis of the physical model. This 
model will be then integrated in a multi-scale optimisation methodology developed at the I2M laboratory. 
In this sense, this study constitutes the generalisation of the multi-scale optimisation approach of cellular 
structures, initially presented in [5-8]. The effectiveness of the proposed modelling approach is tested on a 
lattice structure whose representative volume element (RVE) is an octahedron (c.f. Figure 1). The goal is to 
develop a general multi-scale FE modelling strategy allowing a fast calculation of the lattice energy 
absorption capability. This multi-scale FE model will be included, in a second time, into an optimisation 
procedure aiming at maximising the lattice absorption capability subject to constraints on its mass, stiffness 
and AM process-related requirements as well. The effect of different loading conditions (mono-axial and 
multi-axial) on the optimised solution is also considered in this numerical study. 

 

 
Figure 1 Iso view and side view of an octahedron cell  

Figure 2 Example of multi-axial laods 

3.  
4. A general homogenization method based on strain energy 
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The development of a fully-parametrised FE model of the octahedron RVE is of paramount importance 
for the optimisation procedure. However, since a non-linear FE (quasi-static) analysis must be performed 
on the lattice RVE, the resulting FE model must constitute a compromise between computational 
efficiency and good accuracy. Since the FE model is invoked a huge number of times during the iterations 
of the optimisation process, it is necessary to reduce the computation time without degrading too much the 
accuracy of the model in terms of the measured responses. To fulfil this requirement, a possible strategy is 
to develop a hybrid model composed of both high-fidelity elements (HFEs), i.e. solid elements, and low-
fidelity elements (LFEs), e.g. beam elements. Of course, the number of HFEs must be kept as low as 
possible and they should be used in those zones where the strain/stress field is characterised by strong 
gradient (e.g. at the intersection among the lattice struts). Conversely, LFEs should be used in those 
regions sufficiently far away from stress concentrations zones, where the displacement field can be 
accurately described by well-established kinematic models, e.g. the Timoshenko’s model. In the following, 
two FE models are presented: (1) a high-fidelity FE model composed exclusively of solid elements and (2) 
a hybrid FE model composed of both solid and beam elements. Both models are built in the ANSYS® 
environment by means of the ANSYS Parametric Design Language (APDL). The RVE topology selected 
for all the numerical analyses is the octahedron configuration. 

 
3.1.  The high-fidelity finite element model of the lattice RVE 

 
The high-fidelity model is composed of ANSYS SOLID187 elements, i.e. solid elements with 10 

nodes and 3 degrees of freedom (DOFs) per node. As a first methodological approach, a bilinear material 
law has been duplicated over a mechanical response of elastomeric polyurethane (Carbon3D EPU40), and 
then used as the constitutive law of the model (c.f. Table 1), and thermal effects are not taken into account. 
In order to evaluate the dissipated energy, one must know the most important energy dissipation 
mechanisms for the considered material. In the case of bilinear laws, which could be representative of 
elastic-plastic materials, the plastic component is the only dissipation mechanism. Of course, this is a 
strong simplification whose aim is to investigate the effect of the material non-linearity on the optimised 
solutions. The goal of this FE model is twofold. Firstly, a sensitivity of the computational time to the 
average element size is carried out. Secondly, it is used to compare two homogenisation methods, in order 
to understand which one should be used during the optimisation process. The sensitivity of the 
homogenised elastic properties to the average element size are also investigated. The two homogenisation 
methods compared in this study are: (a) the numerical homogenisation procedure based on average strains 
and stresses presented in [9], and (b) the homogenisation technique based on the strain energy of periodic 
media developed at the I2M laboratory [5-8]. For both sensitivity analyses, the worst-case scenario, i.e.  
maximum value of the strut length 𝐿 and minimum value of the radius of the strut cross-section 𝑅𝑎 , has 
been selected as the reference case. The threshold values for the maximum allowable computational time 
of the single FE analysis, i.e. 𝑡comp, and the maximum allowable error on the Cartesian components 𝐶𝑖𝑗  of 
the RVE stiffness tensor at the macroscopic scale, i.e. 𝛿max, are listed in Table 2.  

Table 1 Material properties 
𝑀𝑎𝑡𝑒𝑟𝑖𝑎𝑙 𝑝𝑟𝑜𝑝𝑒𝑟𝑡𝑦 𝑉𝑎𝑙𝑢𝑒 

𝐸𝑦𝑜𝑢𝑛𝑔(𝑀𝑃𝑎) 158 
𝑅𝑒 (𝑀𝑃𝑎) 11.58 

𝐸𝑝𝑙𝑎𝑠 (𝑀𝑃𝑎) 134.04 
 

Table 2 Sensitivity parameters 
𝑆𝑒𝑛𝑠𝑖𝑡𝑖𝑣𝑖𝑡𝑦 𝑝𝑎𝑟𝑎𝑚𝑒𝑡𝑒𝑟𝑠 𝑉𝑎𝑙𝑢𝑒𝑠 

𝑡comp [s] < 𝟓𝟓 

𝛿max = max
𝐶𝑖𝑗

(|
𝐶𝑖𝑗 − 𝐶𝑖𝑗

𝑟𝑒𝑓

𝐶𝑖𝑗
𝑟𝑒𝑓 |) < 𝟎. 𝟎𝟎𝟓 

  
Table 3 Sensitivity of the computational time to the mesh 

size 
𝑘 𝑡comp [s] 

0.3 351.6 
0.4 176.1 
0.5 86.3 
0.6 𝟓𝟒. 𝟐 
0.7 𝟑𝟔. 𝟐 
0.8 𝟒𝟎. 𝟎 
0.9 𝟑𝟑. 𝟎 

 

 
For the first sensitivity analysis the average element size has been related to the strut cross-section 

radius as follows: 
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𝑒𝑚𝑒𝑠ℎ = 𝑘𝑅𝑎, (1) 

 
where 𝑘 is a parameter varying in the range [0.3, 0.9]. The RVE is submitted to a uniaxial strain field along 
the 𝑥1 axis, i.e. 𝜀11 = 0.1 and periodic boundary conditions (PBCs), as usual in numerical homogenisation 
techniques, are applied on the RVE faces, edges and vertices [5-9]. The material behaviour is represented 
by a simple bi-linear law, representing a reasonable approximation of the true hyper-elastic material 
behaviour (this simplification is useful for design/optimisation purposes). The computational time vs. the 
mesh parameter 𝑘 is reported in Table 3. As it can be easily inferred from these results, a value of 𝑘 ≥ 0.7 
satisfies the requirement on the maximum allowable computational time.  

As stated above, the aim of the second analysis is assess the accuracy of the homogenisation method 
based on the strain energy of periodic media presented in [5-8] by comparing the results with those 
provided by the homogenisation technique based on volume average stresses and strains [9]. The method 
proposed in [9] requires only six static analyses to determine the stiffness tensor of the homogenised 
material at the macroscopic scale, while the method proposed in [5-8] requires a number of static analyses 
equal to the number of independent components of the homogenised stiffness tensor (which are related to 
the symmetries of the lattice RVE). On the other hand, the homogenisation technique presented in [9] is 
based on a strong hypothesis, i.e. the lattice RVE and the corresponding volume of the homogenised 
material undergo the same average strain field, whilst the method presented in [5-8] is characterised by a 
less restrictive hypothesis, i.e. the RVE and the homogenised material has the same strain energy. For this 
second analysis, the bulk material of the RVE has a linear behaviour. For both homogenisation techniques 
a sensitivity analysis of the maximum error on the components of the homogenised stiffness tensor to the 
parameter 𝑘 has been conducted. For each method the reference value of the homogenised stiffness tensor 
components has been evaluated for 𝑘 = 0.3: 

 𝐶𝑖𝑗
𝑟𝑒𝑓 = 𝐶𝑖𝑗

(𝑘=0.3), 𝑖, 𝑗 = 1, … ,6 . (2) 

The results of this sensitivity analysis are given in Table 4 : 𝛿max−B  and 𝛿max−E are the maximum 
relative errors evaluated by using the homogenisation method presented in [9], and in [5-8], respectively, 
whilst the maximum relative difference between the homogenised stiffness tensor components resulting 

from the two approaches is denoted as 𝛿max−BE = max
𝐶𝑖𝑗

|
(𝐶𝑖𝑗

𝐵 − 𝐶𝑖𝑗
𝐸)

𝐶𝑖𝑗
𝐵⁄ |. 

 The results clearly indicate that both approaches provided equivalent results and that the method 
proposed in [5-8] is less sensitive to the element size. According to the results summarised in Table 4, a 
value of 𝑘 equal to 0.7 represents a good compromise between accuracy of results and computational costs. 
 

Table 4 Numerical results for the stiffness sensitivity 
analysis 

𝑘 𝛿max−B 𝛿max−E 𝛿max−BE 
0.7 𝟎. 𝟒𝟒% 𝟎. 𝟑𝟗% 0.058% 
0.8 0.62% 0.51% 0.1% 
0.9 0.60% 0.53% 0.08% 

Table 5 Numerical results for full-beam and hybrid FE 
models of the RVE 

 𝐵𝑒𝑎𝑚 𝐻𝑦𝑏𝑟𝑖𝑑 

𝛿max 39% 18% 
𝑡comp [s] 7 76 

 
 
3.2. The hybrid finite element model of the lattice RVE  
 

In this section, two different simplified FE models are presented. The first one is made of ANSYS 
BEAM189 elements, i.e. beam elements with 3 nodes and 6 DOFs per node, where the cross-section 
kinematics is described through the classical Timoshenko’s model. The second FE model is composed of a 
combination of SOLID187 and BEAM188 elements. Of course, solid elements are used to represent the 
intersection among struts, as shown in Figure 3.  
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 Figure 4 Detailed side view of the hybrid cell and 3D view of the BEAM/SOLID junction  

 The compatibility of the displacement fields between different elements in the hybrid model is ensured 
through multi-point constraint elements ANSYS MPC184. The average element size for the solid elements 
has been chosen by setting 𝒌 = 𝟎. 𝟕𝟐. The material behaviour is described by the bi-linear law used for the 
high-fidelity FE model described above. The reference value of the homogenised stiffness tensor 
components, for this case, are those resulting from the high-fidelity FE model for the same value of 
parameter 𝒌: 

𝐶𝑖𝑗
𝑟𝑒𝑓 = 𝐶(HF − FEM)𝑖𝑗

(𝑘=0.72), 𝑖, 𝑗 = 1, … ,6. (3) 

As far as the homogenisation method is concerned, the technique presented in [5-8] is used for this case. 
Of course, the PBCs provided in [5-8] have been reformulated for beam elements due to the additional 
DOFs (i.e. rotations). As shown in Table 5, the hybrid FE model is characterised by a better accuracy than 
the low-fidelity FE models composed solely of beams elements. Conversely, the latter provides a result in 
a very short time. Of course, the better accuracy of the hybrid FE model is due to the presence of solid 
elements able to properly capture the 3D stress field at the intersection between struts. However, despite an 
increased accuracy when compared to the low-fidelity counterpart, the Hybrid model does not fulfil the 
requirement of reduced computational costs, surely due to the introduction of MPCs. Inasmuch as both the 
low-fidelity and the hybrid FE models do not compete with the high-fidelity FE model in terms of 
accuracy, the later will be used for the optimisation procedure. 

5. Numerical results 
 

The goal of the parametric optimisation is to determine the optimum lattice configuration maximising 
the ratio between the dissipated energy 𝐸𝑑𝑖𝑠 and the total energy 𝐸𝑡𝑜𝑡 such as 𝑅𝐸−𝑑𝑖𝑠 = 𝐸𝑑𝑖𝑠

𝐸𝑡𝑜𝑡
 (which 

corresponds in this case to the ratio between plastic strain energy and total strain energy) subject to a 
requirement on the overall volume and to specific load and boundary conditions. The high-fidelity FE 
model (made of solid elements) has been integrated into the optimisation process, including non-linear 
behaviour and PBCs. This specific study aims at optimising the cell submitted to a quasi-static 
compression, thus a periodic uniaxial compressive strain field 𝜀𝑥𝑥 = 0.1 has been imposed to the RVE (as 
shown in Figure 4). The parametric optimisation has been carried out by means of the ERASMUS 
(EvolutionaRy Algorithm for optimiSation of ModUlar Systems), developed by Montemurro [12], on two 
different populations of individuals. For the problem at hand, ERASMUS acts on two design variables, i.e. 
the cell’s length 𝐿 and the strut’s cross section radius 𝑅𝑎. The optimisation problem is formulated as a 
standard constrained non-linear programming problem (CNLPP) as: 
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(𝑃): {
max

𝛺
𝑅𝐸−𝑑𝑖𝑠

𝑉
𝑉0

≤ 1
 with { 𝐿 ∈ [3; 6]

𝑅𝑎 ∈ [0.6; 1] (𝟒) 

 

Variables 𝐿 and 𝑅𝑎  are of discrete nature and have a discretisation step of 0.1 and 0.01, respectively. The 
upper bound on the lattice volume is 𝑉0 = 25

100
× 𝑉𝑅𝐸𝑉, with 𝑉𝑅𝐸𝑉 being the representative elementary 

volume of the lattice. As shown in Figure 5, the two populations converge towards slightly different 
solutions which are really close in the design space, suggesting in this way that the CNLPP of Eq. (𝟒) is 
probably convex. The stop criterion used for ERASMUS is based on a maximum number of generations 
which has been set equal to 200. The dissipated energy ratios of the optimal configurations are 2.0041% 
and 2.0053% for solutions 1 and 2, respectively.  

 
Figure 4 Side view of the octet cell subject to periodic 

compressive strain field  

 
Figure 5 Result of the optimisation performed with 

the ERASMUS algorithm 

 
6. Conclusions and perspectives 

 

In this study a hybrid FE model of the lattice RVE for design/optimisation purposes has been 
presented. The model is made of a combination of solid and beam elements and constitutes a good 
compromise between accuracy and computational costs. Solid elements are used to model the intersection 
among struts which are characterised by a strong gradient of the stress field, whereas beam elements are 
used to model the central zone of each strut which behaves in agreement with classical Timoshenko’s 
beam theory. Moreover, an efficient homogenisation method based on the strain energy of periodic media 
has been validated by comparing the results with those provided by classical homogenisation techniques 
available in the literature. However, due to the presence of MPC elements the computational costs of the 
hybrid FE model is still higher than that of the high-fidelity FE model made of solid elements. This results 
suggests that the hybrid model can be improved by replacing 3D solid elements with higher-order beams 
elements able of catching the real 3D stress state at the intersection of the struts without increasing too 
much the overall computational effort. Research is ongoing on this topic.  

As a consequence of these results, the high-fidelity FE model has been integrated in the optimisation 
procedure. The goal is the maximisation of the lattice energy absorption capability (via a quasi-static 
simplified functional to keep as low as possible the computational time) subject to a requirement on the 
mass. The optimal configurations found by means of the ERASMUS algorithm are characterised by a 
dissipated energy ratio of 2%. As far as prospects of this study are concerned, firstly the multi-scale 
optimisation will be applied to a lattice structure characterised of several arrays which is representative of 
real applications and the results compared to those that can be obtained with foams having equivalent 
relative density and material properties. Secondly, the optimisation process will be carried out on further 
lattice topologies (e.g. cubic, gyroid, etc.) taken from the literature by considering different loading 
conditions. Thirdly, the problem formulation will be generalised by looking for the optimised topology of 
the lattice subject to the same set of design requirements. In this case, the topology optimisation will be 
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carried out in the framework of the NURBS-based SIMP method [10, 11] developed at the I2M laboratory 
in Bordeaux. In fine, the quasi-static analysis carried out during the optimisation process will be replaced 
by an explicit dynamic analysis, enabling the introduction of large deflections into the model. This explicit 
model will make use of strain dependant material properties, typical behaviour for polymers, which will be 
characterized through the results of ongoing experimental campaigns. 

Funding Statement: This work is co-funded by the CEA and the Agence Innovation Défense (AID), the 
R&D department of the French Direction Générale de l’Armement (DGA). 
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Abstract: Plastic deformation of metals is the result of motion of crystal defects called dislocations. The well-
known Orowan’s equation connects dislocation density and dislocations mean glide velocity with the plastic 
strain rate in the deformed material. At sufficiently high deformation rates, the dislocations present in the 
crystal cannot glide fast enough to relax the shear stresses. The increasing stress causes a stress-driven 
dislocation nucleation, resulting in a rapid increase in the dislocation density. As a consequence, the high shear 
stresses can be relaxed by plastic deformation. We have developed a physically, dislocation-based dynamic 
strength model, using dislocation mobility curves from molecular dynamics simulations coupled with a 
dislocation nucleation model. Using the proposed model, we are able to study the effect of initial dislocation 
density on the dynamic strength of tantalum. In particular, we can investigate the effect of deformation rate, 
study the elastic precursor evolution, and examine the effects of pre-shock on the target as well as the effect of 
elevated temperature. 

1. Introduction 

Rapid plastic deformation characterizes a variety of dynamic processes in both civil and military applications. 
Experience shows that most metals react differently to a rapid dynamic load relative to a slow load rates [1]. 
For the most part, metals exhibit higher strength, with no significant change in the elastic properties, and 
sometimes without a decrease in ductility. In order to understand, describe and even control the properties of a 
material under dynamic loading conditions, we require models that describe the strength of metal at the 
relevant strain rates. The desire and need to model the dynamic strength of metals, of course, is not new. Over 
the past 50 years, a large number of constitutive laws have been developed, with most of the models that have 
been implemented in the popular simulation codes are phenomenological. Examples of such models are 
Johnson-Cook, Steinberg-Guinan, Zerilli-Armstrong, etc. In all of these models, the yield stress (or flow 
stress) is a function of state variables such as strain, strain rate, pressure, and temperature and material 
parameters calibrated using experiments. In this study we focus on modeling plate impact experiments 
performed by Zaretsky and Kanel  [2]. In these experiments a target plate is impacted by a flyer at an impact 
velocity of few hundred meters per second and the free surface velocity on the back surface of the target is 
measured. Modeling these experiments with the Johnson-Cook  [3] or the Zerilli-Armstrong [4] strength 
models give adequate results only for the thicker targets (i.e thicker than 1 mm) as depicted in Figure 1. In 
addition, because of the phenomenological nature of these models, they contribute only minimally to the 
description and understanding of the micromechanical mechanisms governing the plastic deformation of the 
metal. In this work we present a physically based viscoplastic model that takes into account the rapid 
nucleation of dislocations at the front of the shock wave. 

2. Dislocation nucleation-based plasticity model 

The dislocation nucleation-based model was recently presented [5] and we will only describe its main feature 
here. Orowan’s equation connects between the plastic strain rate (      , mobile dislocation density   , the 
mean velocity of dislocations   and the Burgers vector  . 
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†Present address: Department of Mechanical Engineering, Technion – Israel Institute of Technology, Haifa, Israel 
 

119



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
2 

 
 

 
 
 

           (1)  

The mobility of screw dislocations in Ta was calculated by Barton et al. [6] from molecular dynamics 
simulations. The effect of temperature on the dislocation mobility can be seen in Figure 2. It is evident that the 
temperature has a “softening” effect at low stresses at the thermal regime but no effect at the higher stresses 
and velocities at the athermal regime. This temperature dependence will play a role in explaining results of 
experiments at elevated temperatures. 

Knowing the mobility of dislocations         , i.e. how stress     and temperature     affects dislocation 
velocity, one can in essence, construct a viscoplastic constitutive model [6,7]. But if the stress is sufficiently 
high the density of mobile dislocations can increase rapidly by a thermally activated process:  

                        
       

  (2)  

where         has its usual meaning. Here we are postulating a free-energy barrier for dislocation 
nucleation, which is decreasing linearly with the stress       , where    is the stress-free activation, and    
is an effective activation volume and   is the resolved shear stress.   is a rate prefactor and     is the stress 
threshold for spontaneous dislocation nucleation. If the stress exceeds the limit of spontaneous nucleation 
(           ), the nucleation rate becomes athermal      . 

  
Figure 1: Free surface velocities from plate impact 

experiments by Zaretsky and Kanel [2] and simulations 
with Johnson-Cook and Zerilli-Armstrong models. The 

numbers next to the graphs are the target thickness.  

Figure 2: Screw dislocation velocity as a function of 
shear stress at room and elevated temperatures. 

Following Barton et al.  [6]  

3. Simulation setup 

The dislocation nucleation-based model was implemented as a constitutive law into the LsDyna hydrodynamic 
solver and the simulations were performed with the Gruneisen equation of state (EOS). Full details can be 
found in [5]. Implementing the strength model in LsDyna enabled us to take advantage of the efficient 
parallelization of the code as well as prepare the foundation for mode complex 2D and 3D problems in the 
future. 

For the test cases presented here we performed effectively 1D simulations by constructing the target plate as a 
set of solid elements with element size of 0.01 mm along the shock direction and restraining the motion of all 
nodes to be only in the shock direction. This results in a pure uniaxial deformation. The nodes on the impact 
face where prescribed a constant velocity to match the material velocity of the Ta in the experiments and the 
free surface velocity was monitored during the simulation. 

4. Results and Discussion 

We start our discussion presenting the results of a plate impact simulation of a 1.0 mm Ta target shocked to 
particle velocity of about 200 m/s and pressure of 12 GPa. We use this type of experiment [2] to calibrate the 
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parameters of the nucleation model. Figure 3 shows the evolution of the compressive stress wave as it 
propagates into the target. We model a target, ones with low (        ) and high            dislocation 
density. One can clearly see that the rate of the elastic precursor wave decay is more pronounced in the 
annealed (low density) target and the final precursor stress level, known as HEL (Hugoniot Elastic Limit) 
stress, (      is lower for the cold-rolled (high dislocation density) target. This was also observed in the 
experiments [2,8] where the annealed target is stronger than the cold-rolled or “as received” material. This 
phenomenon can be explained if we recall that to relax the shear stress, plastic deformation must occur. But if 
there is low number of mobile dislocations, the shear stress will increase, effectively resulting in a higher flow 
stress at high strain rates.  
At low strain rates annealed tantalum is significantly softer (i.e lower yield strength) then work hardened 
tantalum [9]. Work hardening increases the dislocation density thus increasing the resistance to glide of the 
present dislocation as described by Taylor hardening law. But at strain rates of the order of        or higher, 
as in plate impact experiments, it is the phonon drag that is limiting the dislocation motion so the more mobile 
dislocations are present in the crystal, the lower glide velocities are needed and the “work hardened” material 
is in fact softer [10]. 
 
Another interesting observation was made by Razorenov et al [11] who shock loaded Ta with coarse-grained 
(CG), and ultrafine-grained (UFG) structure as well as reshock experiments of those targets. They observed 
that The CG specimens were stronger compared to the UFG and also exhibited a more pronounced elastic 
precursor decay between 0.5 mm to 2 mm targets. For the case of reshocked targets, both materials exhibited 
practically the same strength and showed less significant decay of the precursor.  
Using our model, we can reproduce the experimental results and claim that the difference between the CG and 
UFG materials is in the number of nucleation sites and thus a difference in the rate of dislocation 
nucleation [5]. In the case of the reshocked targets, the nucleation plays a minor role as both targets have high 
dislocation density which is sufficient to accommodate the plastic strain and relax the stresses. The HEL 
stresses from our simulations and experiments [7] are plotted in Figure 4. Based on the calibrated parameters 
of the nucleation model we can claim that the nucleation sites are on the grain boundaries rather than a truly 
homogenous nucleation inside the grains. This results in an “inverse” Hall-Patch effect where the material 
with smaller grains has lower dynamic yield stress because the material response is governed by the nucleation 
of new dislocations rather than their glide. 

  
Figure 3: Evolution of the stress wave as it propagates 

into a target. 
Figure 4: HEL Stress in coarse-grained (CG), ultrafine-
grained (UFG) targets and after reshocking (CGS and 

UFGS, respectively). Dashed lines are from simulation 
results and the markers are experiments [11]. 

 
Finally, we wish to discuss the effect of elevated temperature on the dynamic strength of Ta as it manifests 
itself in plate impact experiments. At strain rates on the order of 1000     the strength of Ta is quite 
significantly affected by temperature even with its high melting temperature [12,13]. In Split Pressure 
Hopkinson Bar (SPHB) experiments increasing the temperature to 800°C resulted in a 50% decrease in yield 
stress at any given plastic strain. On the other hand, in plate impact experiments increasing the temperature as 
high as 1300°C resulted in only small effect on the HEL stress at thin target plates (less than 1 mm). At thicker 
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targets (i.e 2 mm) the significant drop in yield strength was evident. This effect can be explained if we 
examine the mobility curve of dislocations in Ta as shown in Figure 2. At a sufficiently high strain rate the 
motion of dislocations is temperature independent while at the lower velocity range the effect of temperature is 
pronounced. We should remember that Ta is a BCC metal thus having a high Pierless Barrier stress (unlike 
FCC metals). This results in relatively high stresses even for low glide velocities making the transition from 
thermal to athermal glide be evident at strain rates accessible by plate impact experiments rather than SPHB. 

5. Conclusions and Outlook 

The dynamic strength of a material can exhibit non intuitive behaviors if one's intuition is based on low rate 
experiments. For example, at high strain rates work hardened Ta actually becomes softer compared to an 
annealed sample. The effect of temperature, which at low rates commonly lowers the yield stress of a metal 
can have non monotonic effect on the strength [ref-roman] or even increase the strength as in Cu at very high 
strain rates [14]. Using physically based novel constitutive laws can help model problems over a large range of 
material and loading states, and help gain better understanding of the complex interplay between the 
microstructure and loading conditions that both govern the plastic deformation of a metal. 
The presented model is only limiter to relatively small plastic strains as it does not account for strain hardening 
due to an increase in dislocation densities or the evolution of grains during deformation. Future work will 
incorporate these phenomena. We plan to expand the model to FCC metals (e.g. Cu) which have significantly 
different dislocation mobility enabling us to further study the interesting field of plasticity at extreme 
conditions. 
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Abstract: Cellular materials are widely used in many industrial fields as shock wave mitigators. Polymeric 
foams would be valuable candidates to protect structures against intense mechanical stress wave loadings 
generated by laser irradiation or high velocity impact of very small debris. The search for the optimal size and 
shape of the porosities are essential data to improve the mitigation ability of foams. Thus, this article presents 
numerical results obtained to simulate a plate impact experiment on a polyurethane foam, using a mesoscopic 
model. Three different mesoscopic models were used: Thouvenin model, and mesostructures with square and 
circular pores. Comparisons between experiment and calculation were made on velocity profiles obtained by 
PDV at the rear surface of the foam samples. Numerical results show a clear dependence of the modelling of 
foam on wave propagation velocities. Square pores seem to give better restitutions than circular pores, but 
these latter have a better physical meaning regarding real voids shape inside the foam. 

1. Introduction 

Polymeric foams are commonly used in aerospace, automotive and military industries for the protection 
against crashes or high velocity impacts. At CEA CESTA, these loadings are representative of the ones that 
will be carried out with the Laser MégaJoule (LMJ).Effective protective systems, such as polymeric foams, 
against laser irradiation or very high velocity impacts of small debris must be developed to protect diagnostics 
or target holders. 

The foam of interest is a rigid closed cell polyurethane foam (320 kg/m3), which was characterized extensively 
under dynamic loadings. In this study, we focus on a plate impact experiment; previous works permitted to 
identify a macroscopic model, which enables to fairly reproduce experimental results [1,2]. But this model is 
unable to predict either the influence of porosities size and shape, or matrix nature on the foam mitigation 
ability. 

In order to take these phenomena into account, a numerical mesoscopic approach was developed by using 
three different mesoscopic models: Thouvenin model, and mesostructures with square and circular pores. The 
objective of this paper is to present comparisons between experiment and calculation, and to analyze the 
influence of modelling shape of porosities on the foam dynamic response. 

2. Experimental results 

Plate impact experiments have been performed on a gas gun launcher based at CEA CESTA to apply high 
loading rates on foam samples. The experimental configuration is represented in Fig. 1.a. The projectile is 
made of a polyethylene sabot, a low density foam and a 90 mm-diameter, 12 mm-thick PMMA impactor. A    
1 mm-thick PMMA driver is put in front of foam samples. It permits the calculation of impact velocity and tilt 
at impact by free surface velocity measurements (Fig 1.b). A 30 mm-diameter, 2 mm-thick foam sample is 
inserted between the driver and a 15 mm-thick PMMA window. The diameter of the bore is large enough to 
test three samples on the same shot. As usual in this kind of experiments, the dynamic response of the foam 
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was investigated by measuring velocity profiles at foam/window interface using PDV. In this study, we focus 
on a single shot at an impact velocity of Vimp = 282 m/s. 

 
 

(a) (b) 
Figure 1: (a) Scheme of plate impact experiment. (b) View of the rear surface. 

The experimental velocity profile measured at foam/window interface is shown in Fig. 2. After the PMMA 
projectile has impacted the PMMA driver, a shock wave propagates into the latter. This wave splits in two into 
the foam: an elastic wave, called elastic precursor, and a compaction wave. As the propagation velocity of the 
elastic precursor is higher than the compaction wave one, it is recorded first on the velocity profile. The 
compaction wave arrives later and, as the impedance of PMMA is higher than the foam one, even compacted, 
it is reflected in another shock wave into the foam. Thus, the foam compacts progressively due to the 
propagation of re-shock waves generated at foam/PMMA interfaces. The final velocity level corresponds to 
the one that could be recorded after the impact of a PMMA projectile on a PMMA target, i.e. approximately 
Vimp / 2 = 141 m/s. 

 
Figure 2: Experimental velocity profile measured at foam/window interface and time-distance diagram. 

 
 
 
 

Measurements for 
tilt calculation 

Measurement for 
impact velocity 

Velocity 
measurements 

on samples 
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3. Numerical results 

2D planar simulations were performed using the hydrocode Hésione from CEA. The foam was modelled at the 
mesoscopic scale, i.e. at a representative scale of foam porosities (a100 µm-diameter). Three mesostructures 
were selected to represent the foam: Thouvenin model [3], and mesostructures with square and circular pores. 

The first one considers the material as a succession of layers of dense material separated by 100 µm voids. 
Layers thicknesses were determined accordingly to initial foam porosity (Fig. 3.a). The second mesostructure 
describes the foam as a stack of square pores. It is similar to Thouvenin model but interconnecting struts are 
added to successive layers of dense material (Fig. 3.b). The last mesostructure considers the material as a stack 
of circular pores, which better represent the real mesostructure (Fig. 3.c). 

For these three mesostructures, we modelled dense polyurethane by a Mie-Grüneisen equation of state (EOS) 
combined with an elastic perfectly plastic (EPP) constitutive law. Model parameters refer to data from literature 
[4]. They are given in Tab. 1. No damage model was used. 

  
 

(a) (b) (c) 
Figure 3: Mesostructures used to model the foam. (a) Thouvenin. (b) Square pores. (c) Circular pores. 

Table 1: Model parameters of dense polyurethane. 

Mie-Grüneisen EOS 
Initial density U0 (kg/m3) 1264 

Sound speed C0 (m/s) 2073 
Hugoniot slope coefficient S1 2.3896 
Hugoniot slope coefficient S2 -0.0532 
Hugoniot slope coefficient S3 0.132 

Coefficient of the volume dependence 
of Grüneisen coefficient b 0 

Initial Grüneisen coefficient *0 1 
EPP constitutive law 

Initial shear modulus G0 (MPa) 2055 
Initial yield stress Y0 (MPa) 83 

The plate impact experiment was first simulated using Thouvenin model for the foam. Displacements and 
deformations of layers during the propagation of waves are shown in Fig. 4, and the velocity profile measured 
at foam/window interface is shown in Fig. 7. In this figure, one can see that the arrival time of the compaction 
wave and the last velocity level are well reproduced using this mesostructure. This means that the model 
chosen to simulate dense material and the parameters associated, which refer to literature, are quite consistent. 
On the contrary, the elastic precursor is not simulated. Indeed, waves can propagate up to the rear surface of 
the foam only once all layers have come into contact. However, the velocity level and time arrival of the 
elastic precursor are important data, since this wave is the first to propagate into the material to be protected. 
One way to overcome this problem is to add connections between each layer, so that waves can propagate into 
the material before each porosity is closed. 
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Figure 4: Deformation of layers during the propagation of waves, using Thouvenin model. 

Thus, a mesostructure based on square pores was then used to model the foam. The progressive compaction of 
porosities during the propagation of the waves is shown in Fig. 5. Arrival times and velocity levels of the 
elastic precursor, compaction and re-shock waves are fairly reproduced. Waves propagating on edges parallel 
to the direction of propagation are responsible of the presence of the elastic precursor. Since these waves are 
subjected to multi-reflections on free internal surfaces of porosities, their stress level and then velocity level 
are reduced. This is a reason why the velocity level of the elastic precursor is lower than the compaction wave 
one. The shock wave that arrives later and which is responsible of the irreversible closure of the pores 
constitutes the compaction wave. Again, the model for dense polyurethane is quite satisfactory. One can see 
the influence of porosities shape on the foam behaviour: just adding interconnections between layers of dense 
polyurethane can generate waves propagating at different velocities. 

 
 
 
 
 

 

Figure 5: Compaction of porosities during the propagation of waves, using square pores mesostructure. 

A mesomodel based on circular pores was also tested, since it better represents the foam mesostructure. Using 
this model, the compaction wave and re-shock waves are still reproduced. The elastic precursor is also 
represented, but its velocity level and arrival time are incorrect. As the path travelled by elastic waves is 
longer, they take longer to propagate. For the same reason, waves are also more subjected to reflections on 
free surfaces, which contributes to the attenuation of the stress level, causing a diminution of the velocity level 
too. One can see again the influence of porosities shape on the foam mechanical behaviour. 

 
 
 
 
 

 

Figure 6: Compaction of porosities during the propagation of waves, using circular pores mesostructure. 

Nevertheless, this last mesostructure is closer to the real structure of the foam. As model parameters for dense 
material refer to literature, further improvements can be expected to modify these parameters, on which the 
dense material model is based on, in order to better reproduce the experiment. Moreover, the choice of using a 
Mie-Grüneisen EOS coupled to an EPP constitutive law may not be adapted for the dense material, and other 
models, such as viscoelastic models, can be tested. 
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Figure 7: Comparison between experimental and calculated velocity profiles at foam/window interface. 

4. Conclusion 

Different mesoscopic models were developed to simulate the dynamic behaviour of a polyurethane foam 
subjected to a plate impact. The influence of porosities shape has clearly been shown: interconnections 
between porosities are the cause of the propagation of waves, which can be recorded at the rear surface, and 
considering square or circular pores can modify the foam mechanical behaviour and velocity profiles. 
Comparing experimental and calculated velocity profiles, square and circular pores mesostructures give 
interesting results. An optimization of parameters for dense polyurethane will have to be performed to better 
match the experiment. Further works will consist in conducting experiments on other facilities (laser, electron 
beam generator...), then confront our modelling with experimental data before optimizing the properties of the 
mesostructure to improve the mitigation ability of the foam. 
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Abstract: Impact damage in fibre reinforced composites such as from bird strike is a critical issue. 
Experimental impact testing using gas gun device has been typically used for assessment of the ballistic limit 
and energy absorbed in the plate. Recent developments in high speed camera technology have allowed to 
capture out-of-plane displacements and strains using stereo-Digital image correlation (DIC). An 
experimental methodology using single stage gas gun to study the oblique impacts of fibre reinforced 
composites is described in this paper.  Two synchronised high speed cameras at frame rate of 40000 fps were 
used to capture the impact phenomenon on the rear surface of the composite while a third high speed camera 
was used to measure the initial and rebound velocities. Aramis software was used to conduct DIC analysis 
and the out-of-plane displacement and strain histories were calculated. These quantitative measurements are 
not only useful to understand the dynamic behaviour of the composite but also to validate numerical models 
of the ballistic impact of composites developed using Finite Element Method.  

1. Introduction  

Fibre reinforced polymer (FRP) composite materials have been used in aerospace applications such as engine 
blades, brackets, interiors, nacelles, propellers/rotors, single aisle wings, etc. It is well recognized that 
composites are sensitive to impact damage caused by bird strikes, debris or ballistic events during their 
service life. Impact induced damage can severely reduce the structural integrity of the material and it is 
therefore important to understand the material response to ballistic velocity impact loading. The behaviour 
of composite structures including the effects of damage is very complex and is dependent on a range of 
parameters including the geometry, material, lay-up, loading conditions, load history and failure modes. 
Several researchers have studied the energy absorption and evolution of damage of composites through 
experimental impact testing (1–3). Typically, the ballistic experiments are conducted using a gas gun and 
are evaluated based on the initial and residual velocities of the projectile, and the energy absorbed in the 
target to determine the ballistic limit or failure threshold (2). High speed cameras, if they were used in 
ballistic testing were only used to measure the initial and residual velocities of the projectile but not for 
damage assessment (4). Additionally, the size of damage is also evaluated, for instance with Ultrasonic C-
scan imaging of the plate after the impact (3). However, post-mortem damage assessment does not provide 
information about the deformation and damage modes in the composite in real time. Full field measurement 
using Digital Image Correlation (DIC) has emerged from quasistatic applications to more dynamic cases 
with the advent of High-speed and Ultra-high-speed cameras (5). The DIC technique is a full-field, non-
contact method for measuring the displacement and strain of a deformed surface. High speed DIC has been 
used for many experiments including for fracture, and impact testing. Recently high speed imaging and DIC 
have been applied in the measurement of displacement and strain histories of a composite during impact 
loading (7). Tiwari et al. (6) used a 2D-DIC method to make full field measurements during high speed 
impact conducted using the split Hopkinson Pressure Bar (SHPB) setup. The use of two high-speed cameras 
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to observe the rear surface of the target during impact tests and to conduct stereo-DIC of the images is 
relatively new topic and there are no accepted standard test methods (8). While stereo-DIC has been used 
for low (7,9) and medium velocity (10) impacts, the application of high speed imaging for ballistic impacts 
is very limited.  In this paper, an experimental methodology is proposed for the oblique angle impact testing 
of fibre reinforced composites at ballistic velocities. Some of the challenges and practical considerations for 
using high speed imaging for ballistic impact testing are discussed.  

2. Experimental setup  

A schematic diagram of the experimental setup used for conducting ballistic impact test using a 70mm gas 
gun is shown in Figure 1. For a typical ballistic impact test, a carbon fibre-reinforced polymer (CFRP) 
composite panel with dimensions of 550 mm × 360 mm is impacted by an aluminium projectile with a 
diameter of 44 mm. The projectile is placed in a nylon sabot with same diameter as the barrel and a ball 
valve system was used to accelerate the sabot and projectile along the length of the barrel. Helium gas was 
used at pressures ranging from 10 – 30 bars depending on the desired initial velocity. The composite panel 
is clamped between two fixtures at an oblique angle to the barrel. The entire fixture is housed in a 
containment chamber for safety and in order to protect the cameras from debris. The impact event was 
tracked by using three high-speed cameras. Two Photron Fastcam SA5 cameras (left and right cam) were 
used to observe the rear of the impacted panel, and the recorded images were used for stereo digital image 
correlation (DIC). The frame rate of the high speed cameras is determined based on the duration of the impact 
event and the number of images required. For example, if the impact duration is 1.25 milliseconds and at 
least 50 images are needed, the frame rate should be no less than 50 / (1.25×10-3), i.e. 40000 fps. This frame 
rate results in a lower resolution of 448 x 376 pixels. A third camera (Phantom) recording from the top was 
used for measuring the initial velocity and rebound velocity of the projectile. An additional high-speed 
camera may be optionally positioned in front of the impact cell to record the front view. Light curtains present 
at the end of the barrel were used to trigger the image capture and also to measure the initial velocity. 

 

 

Figure 1 Schematic of the typical setup for ballistic impact testing of the composite panel on a gas gun 

GOM Aramis software was used for the image correlation of the high-speed image data recorded by the two 
synchronised cameras. The accuracy of the out-of-plane displacement and strain measurements of the DIC 
is dependent on a valid Stereo-DIC calibration. However, the calibration process is a time-consuming 
procedure involving positioning a calibration panel in 13 different orientations. A calibration fixture was 
designed and built to position the calibration panel in the required orientation quickly and easily. As shown 
in Fig. 2, this calibration mechanism is capable of achieving four types of basic motions, i.e. in-plane 
translation, out-of-plane translation, rotation with respective to the horizontal axis, and rotation with respect 
to the vertical axis. As a result, the calibration panel could be moved to the required orientation efficiently 
and the time taken for a typical stereo-DIC calibration was significantly reduced. 
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(a) CAD model (b) Manufactured fixture 

Figure 2 Stereo-DIC calibration fixture: a) CAD model, b) manufactured fixture 

DIC algorithms require the sample surface to have random intensity variations as a carrier of deformation 
information. In case the material does not have evident discernible natural texture, a random speckle pattern 
must be artificially created. Typically, black paint is sprayed on a white background to create a high contrast 
speckle pattern. The speckle size distribution when a spray bottle or an airbrush is used depends on 
parameters such as the nozzle diameter, the distance between the substrate and the nozzle, air pressure and 
viscosity of the solution. In the case of the impact panel, where the Region of Interest (ROI) is an area of 
150 mm × 150 mm, spray painting would not provide consistent speckle size big enough to meet the 
recommendations given by Sutton et. al (11). The initial approach was to use a maker to create speckles, 
which is time-consuming and labour-intensive as marking speckles with an average diameter of ~ 1 mm in 
the ROI required generating 5,000 to 10,000 dots on a single specimen. To improve the efficiency of 
speckling, an Imetrum stamp with a random speckle pattern and the required speckle diameter was used, as 
shown in Fig. 5. The rear surface of the target is painted with a random speckled pattern using an Imetrum 
stamp set. The average feature area was 6.6 pixels2 with standard deviation of 2. By using the stamp, the time 
taken to speckle an area of 150 mm × 150 mm was significantly reduced from initially 1 ~ 1.5 hours to 
merely minutes. 

  
(a) The 1.1 mm Imetrum stamp (b) Typical stamp generated patterns 

Figure 3 Utilisation of a) the 0.2 mm Imetrum stamp for fast generation of b) speckle patterns 

The application of a thin layer of primer paint (Ambersil White Satin Finish Galvanised Paint) to form the 
white background of the DIC area posed another challenge. As this primer is relatively brittle and has a low 
surface adhesion strength, the paint peeled off early during the impact and resulted in invalid image 
correlation, as shown in Fig. 4(a). To address this problem, a layer of 3M epoxy adhesive DP460 was applied 
before spraying the primer paint. As a result of the epoxy adhesive providing a strong surface adhesion, the 
primer paint did not peel off even after the presence of cracks in the painted area, as shown in Fig. 4(b).  
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(a) Results of the initial painting method (b) Results of the improved painting method 

Figure 4 Comparison between a) results of the initial painting method (primer paint only) and b) results of the improved 
painting method (3M epoxy adhesive + primer paint). 

3. Results and discussion 

Figure 5 show an example of the recorded high sped camera images to evaluate the impact event. The view 
from the top camera shows the time progression of the projectile just before impacting the target, to contact, 
sliding and rebound. The dots on the projectile are tracked to calculate the initial and rebound velocities from 
the images of the top camera. In this typical case, an initial velocity of the projectile is 130 m/s and the 
rebound velocity is approximately 100 m/s. Figure 5 also shows the typical images from the DIC cameras in 
the rear. The speckled pattern of the target ROI is clearly visible. It can be seen that the images show the 
panel before contact, then at the point of contact, initiation of damage and finally at rebound. Since this is an 
oblique impact, the initial point of contact is to the right of the centre. 

 

 
  
Figure 5 (Left) View from the top camera showing impact and rebound; (Right) View from rear camera showing contact 

and damage 

The objective of this work was to qualitatively observe the damage and failure modes and more importantly 
to obtain image data for quantitatively measuring the displacements and strains of the impacted panel through 
DIC analysis, which was performed using the commercial DIC software Aramis. Stereo-DIC of the left and 
right camera images involve correlating subsets of size 19 pixels to reference images and each camera, along 
with the parameters of the stereo-system calibration to calculate the evolution of displacements in the target. 
The main benefit of the DIC technique is its capability of reproducing the impact event by means of 
quantitatively generating full-field strains and displacements for the entire impact duration. It is possible to 
accurately identify the critical locations of the impact event, such as the primary impact point, the peak strain 
point before failure initiation, the primary and secondary z-displacement points by comparing the 
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displacements and strains at different image frames. Such data would be otherwise difficult to identify using 
traditional experimental methods and will be valuable in the development of computational models for the 
prediction of high velocity impact of composite structures.  

Figure 6 shows the contours of the out-of-plane displacement (z-displacement) obtained from the stereo-DIC 
for different times. It can be seen that the first image shows the initiation of contact. Since the frame rate of 
the camera is 40000, each image is obtained at 0.025 milliseconds interval. The second image at 0.075 ms 
shows a maximum displacement of approximately 3 mm. In the third image which corresponds to time of 
0.15 ms, we can see the initiation of damage. In this case the damage is a combination of matrix cracking 
and ply delamination. In the fourth image, corresponding to the time of 0.425 ms, we can see the crack has 
propagated along the fibre direction of the last ply and there are discontinuities in the displacement contour. 
The correlation algorithm will fail in the case of large damage or fibre failure. However, it can be seen from 
the contours that the speckled pattern preparation procedure followed in this study, namely the epoxy primer 
and stamping, can be used in the high speed imaging of ballistic impacts.  

 
Figure 6 Contour plot of z-displacement obtained from stereo-DIC 

Different points of interest were chosen on the surface of the target and the time history of in-plane and out-
of-plane displacements of the points were plot (Figure 7). P1 corresponds to the point of impact and P3 
corresponds to the location of maximum displacement. Additionally a secondary maximum point P4 was 
defined for the peak displacement from the reflected wave. It can be seen that the in-plane displacements (x 
and y) are very small compared the z-displacement. The maximum displacement reached is about 12.2 mm. 
The figure also shows the advantage of full-field measurements. If the displacement was only measured at 
the centre of the plate or at point of contact, it will underestimate the peak displacement value.  

4. Conclusions 

The ballistic impact testing of composites is necessary to ensure the structural reliability of the composites 
to extreme loading conditions. However, it poses some challenges as they are not instrumented the same way 
as drop tower experiments where the initiation of damage can be identified from the force-displacement 
curve. The assessment of creation and propagation of damage requires the use of a local approach such as 
that presented in this paper. Digital Image Correlation was used to study the displacement and strain history 
of the composite and to observe the initiation and progression of damage. The paper also deals with some of 

(a) t = 0.025 ms (b) t = 0.075 ms 

(c) t = 0.15 ms (d) t = 0.425 ms 
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the practical issues related to calibration and speckling required for the image correlation. A fixture was 
designed and manufactured to allow easy calibration of the stereo-DIC system. A speckled stamp was used 
to create the pattern required for the image correlation. The use of a thin epoxy basecoat for the primer also 
solved the problem of peeling of the paint from the composite surface. The developed method can be used 
for the evaluation of impact damage for different composite materials. In future work, the full-field 
displacement and strain measurements are used to validate the numerical model of impact. 

Figure 7 Time history of displacement obtained from stereo-DIC 
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Abstract: This paper details an investigation into the use of flash X-ray imaging to obtain a tomographic 

reconstruction of concrete during dynamic failure. Similar cylinder specimens were created from a preblended 

dry mortar mix. These specimens were subjected to axial impact using a modified Split Hopkinson bar fitted 

with a single loading device to limit load duration in the sample. Stain gauge signals were used to evaluate the 

dynamic behaviour in the sample in addition to triggering the firing of four flash X-ray heads mounted at 

specified angles around the specimen. The X-ray heads, combined with phosphor storage plate detectors, 

created four two-dimensional images of the sample during dynamic failure. The X-ray images collected were 

successfully implemented into a rough tomographic reconstruction. The images and reconstructions produced 

by this study provide an early look at the capabilities of flash X-ray imaging to create three-dimensional 

images of materials at a specified moment during dynamic failure. 

1. Introduction 

Concrete is one of the most widely used structural materials in the world today, being used to form both 

foundations and framing systems. Further, these concrete components are used in a myriad of applications, 

including high rise buildings, bridges, tunnels, and military fortifications. In each of these applications, these 

components are subject to dynamic and high rate loading events, including seismic, blast, and impact events. 

Previous studies have shown that the applied strain rate has a significant effect on the response of concrete 

materials [1-7]. Most investigations into this rate-dependent behaviour show agreement regarding an increase 

in strength; however, even current studies disagree on the cause of this observed increase in strength. Several 

studies have demonstrated the likelihood of an inertial effect during specimen unloading that likely contributes 

to the increase in observed failure stress [2-6] while others have been able to isolate an increase in strength to a 

material property separate from inertial effects [7]. While certain threshold values have been discussed 

regarding this inertial effect [2,5], it is still unclear to what degree the observed increased failure stresses are 

affected by specimen geometry or the constituent materials. 

In this study, the authors seek to develop an imaging technique that will allow for further characterization of 

the failure of concrete materials under dynamic load conditions. Traditional computed tomography techniques 

have demonstrated the capability of producing high-quality images of fracture and failure surfaces in concrete 
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samples [8,9]. While in-situ tomographic imaging has been successfully used at quasi-static load rates [8], the 

capability of computed tomography is still limited to post-mortem evaluation for dynamic events [9]. This 

study seeks to combine tomographic reconstruction techniques with the use of flash X-ray radiography, which 

has a demonstrated capability of exposure times as short as 10 ns [10], allowing for the capture of high-speed 

events with greatly reduced motion blur. 

2. Methods 

For this study, a low-strength, small particle concrete was desired to minimize both observed sample stresses 

and sample size. As a result, a Type S mortar product was selected, supplied as product number 1136 by 

Quikrete®. Mortar samples were formed in custom moulds to form cylinders 12.7 mm in diameter by 25.4 

mm in height. Samples were open-air cured at an average temperature of 23 °C for 28 days before 

demoulding. The mortar concrete samples were loaded in uniaxial compression by an aluminium split 

Hopkinson pressure bar detailed in the schematic in Figure 1. The incident and transmission bars were both of 

a diameter of 19.05 mm and lengths of 10.97 m and 7.32 m, respectively. The striker bar was 19.05 mm in 

diameter with a length of 1.22 m. A copper pulse shaper of diameter 7.2 mm and 0.5 mm thickness was used 

for each sample to achieve a near-constant strain rate of 860 s-1 with an initial impact velocity of 22 m/s.  

 

Figure 1: Schematic of Kolsky Bar used in this study 

Four X-ray images were obtained for each sample using four flash X-ray heads connected to a series of X-ray 

controllers. Each X-ray controller was triggered simultaneously using a user-defined delay time and an input 

signal provided by the strain gauges mounted on the incident bar. In order to obtain a useful reconstruction, the 

four X-ray heads were mounted at specific angles with respect to each other. In the case of this study, the 

heads were each mounted at an angle of 72° with respect to the neighbouring channel. Four ScanX phosphor 

storage plates were used as detectors in this experiment, each aligned to a specific X-ray channel. These 

phosphor storage plates have a reported resolution of 20 line pairs per millimetre. The detectors were placed 

within a lead tube with holes machined to allow each X-ray beam to pass to its detector. The arrangement of 

the detectors and beams is shown in Figure 2. Prior to each experiment, a series of brightfield images were 

also obtained by firing the X-ray heads without the sample in the field of view. The collected images were 

reconstructed using model-based iterative reconstruction. 

Model-based iterative reconstruction (MBIR) is a framework for solving inverse imaging problems of the form 

𝑌 = 𝐴𝑋 +𝑊, using maximum a posteriori (MAP) estimation. In the case of tomographic reconstruction, 𝑌 ∈
ℝ𝑀 is the noisy radiograph, and 𝐴 ∈ ℝ𝑁 is the stack of images that represents the volume we wish to recover. 

𝐴 ∈ ℝ𝑀×𝑁 is calculated based on the system geometry of the parallel beam tomographic imaging system. Pre-

multiplication with 𝐴 represents the Radon transform of the optical density data modelled by 𝑋. 𝑊 ∈ ℝ𝑀 is 

zero mean white additive Gaussian noise. 

The map estimate is the instance 𝑥𝑀𝐴𝑃 of random variable 𝑋 that maximizes the conditional probability of 𝑋 

given observation 𝑌. Thus, the problem can be formulated as a cost function with two parts: a likelihood term 
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to enforce data fidelity and a prior term to act as a regularizer. The alternating direction method of multipliers 

(ADMM) can split this optimization into its constituent parts [11]. Multi-agent consensus equilibrium 

(MACE) is a generalization of ADMM, where multiple denoisers can be fused to form a prior model for 𝑋 

[12]. For this 3D reconstruction, we used three BM3D denoisers along the x-y, y-z, and z-x axes to form a 

higher dimension 3D prior [13]. A rotational averaging operation was used as an additional denoising agent in 

the MACE framework, which exploits the fact that the object is approximately rotationally symmetric in x-y. 

For the reconstruction presented here, an initial reconstruction was generated using MBIR with a qGGMRF 

prior. This initial reconstruction was then used to initialize the MACE routine. 

 

Figure 2: Layout of X-ray source channels and respective detectors, as viewed looking from the transmission bar 

towards the incident bar 

3. Results and Discussion 

The raw output signals from the strain gauges are presented in Figure 3, along with the input and output 

stresses for the sample. The strain results indicate a high input stress at the incident end coupled with a low 

maximum stress at the transmission end. The raw strain gauge data include a very sharp peak at 𝑡 =
3.64 × 10−3 s in Figure 3a. This sharp peak is not indicative of actual strain in the bars; rather it is a result of 

electrical interference from the flash X-ray system at the moment the flash X-ray heads were fired. Using the 

location of the strain gauges in concurrence with the elastic wave speed of the aluminium bars, the “true” 

moment of image capture was calculated, noted by the blue dot in Figure 3b. 
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Figure 3: (a) Raw strain gauge data for the incident and transmission bars. (b) Strain gauge data from the transmission 

bar from the period of interest, that of the initial loading and image capture. The blue dot notes the corrected capture 

time from the raw data provided by the electrical interference from the system. 

At the moment of image capture, a raw image was recorded on each of the four PSP detectors. The raw 

radiographs obtained are provided in Figure 4a. While the system provides four images, the log of each image 

must be taken for use in tomographic reconstruction. The normalized log X-ray input from the detector located 

at -36° is shown in Figure 4b with slice 21 marked. As shown in Figure 4a, each raw image has some initial tilt 

resulting from the manual scanning process. These different tilt angles were corrected using the Kolsky bars as 

an alignment reference. The bars were then cropped, and each view was binned by a factor of 2 × 2 to 

improve the signal to noise ratio. The resulting dataset is 251 slices of 220 detector channels for each view. 

The projection of slice 21 at -36° and its reconstruction using all four tilts are shown in Figures 5 and 4c. As 

there are only four views, circular objects appear octagonal in the reconstruction with edges parallel to the 

view angles. The dip in the projection plot at the 104th channel corresponds to the crack through the centre of 

the object at -36° measured from the vertical. Figure 6a is a 3D render of the entire reconstruction, and it 

shows the start of the radial crack that also appears in Figure 4c. Figure 6b shows a cross section at slice 238 

from the top and is labelled to map fragments between slices and the 3D render in Figure 6a. 

 

Figure 4: (a) Raw radiograph images for each X-ray channel acquired by the PSPs and digitized by a ScanX digital 

scanner. (b) Normalized log image from X-ray Channel 3. The white horizontal line notes the location of Slice 21 in (c). 

The slice shown in (c) shows a clear diagonal crack feature, corresponding to cracking features seen in both the raw 

radiograph in (a) and normalized log image in (b). 

137



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
5 

 

 

 

 

 

 

 

 

Figure 5: Projection reading data from Channel 3 at Slice 21. The sharp peak at index near zero corresponds to an 

artefact of the PSP detector. The plot shows increased reading values over the region containing sample material, with 

a notable drop at index 104 corresponds to the crack feature presented in Figure 4. 

 

Figure 6: (a) Three-dimensional render produced from the stack of reconstructed slices. Small fragments of sample 

material are observed at locations 1, 2, and 3. These locations are noted and labelled in Slice 238 in (b). Other features 

surrounding the sample are artefacts of noise present in the raw images and are not physically significant. 
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4. Conclusions 

This study evaluated the viability of a four-channel X-ray tomography reconstruction for the evaluation of 

fracture patterns in low-strength mortar concrete under dynamic load conditions. The raw data from each 

experiment provided four 2-D projected images of a fractured sample in addition to stress and strain histories. 

Evaluating the strain gauge data allowed for the correlation of the acquired images with an associated state of 

stress and strain. Further, applying an iterative tomographic reconstruction approach to the four 2-D images 

produced 3-D images and 2-D cross-sectional slices with clear fracture patterns. This technique allowed us to 

identify rough fracture patterns as they developed in low-strength mortar concrete. Further improvement of 

both the detectors and the reconstruction algorithms used will greatly advance the understanding of fracture 

pattern development and fragmentation in concrete and other geomaterials subjected to impact. 
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Abstract: In this work, an experimental setup based on time-gated Raman spectroscopy for impact-induced 
local stress evolution measurements is presented. The setup is used to obtain local Raman shift variation as a 
function of time at strain rates approaching 106 s-1. Based on an imperical expression, stress evolution as a 
function of time under dynamic impact loading is presented. The setup is shown to be able to measure the local 
in-situ evolution of dynamic stress in a Hydroxyl-terminated polybutadiene (HTPB) sample induced by an 
impact from 250 micron-sized microsphere using a laser induced particle launch system. 

1. Introduction 

Application such as Armor design and meteor impact resistant structure design require high-performance 
composite materials resistant to impact failure. Under impact, stress-wave interacts with the material interfaces 
and defects that play an important role in determining the material performance. Material behavior under shock 
is entirely different from materials behavior under static loading. Understanding of material behavior in-situ 
under shock can lead to important new advances in material development not currently possible. It is, therefore, 
important to investigate the dynamic behavior of materials under shock at fundamental microsclae level in an 
in-situ manner. One aspect of such an understanding is stress-strain behavior at a local microscale material length 
scale under hypervelocity (> 1 km/sec) impact-induced shock. This work presents real-time measurements of 
stress evolution under impact shock loading at micron length scale. 

There are several experimental tests that have been used to characterize a material’s response to an impact or 
shock loading. Drop weight test, light gas gun-based Taylor Impact test, Split Hopkinson Bar test are some of 
the specialized experimental techniques that are primarily used. The outcome of such tests are the deformation 
and strain as well as strain rates which can be used to obtain strain rate dependent material constitutive behavior 
[1]. The measurement techniques used in these experiments involve strain gauges, digital image correlation, 
Xray diffraction (XRD), Photonic Doppler Velocimetry (PDV) or the electron diffraction based methods. These 
methods are either of insufficient time and length resolution (strain gauge etc.) or are based on large-scale 
facilities (XRD, phase contrast imaging, etc.)[2]. Also, these methods can only measure strains directly and 
stress is a derived quantity [3] using the constitutive models of the respective materials. Currently the only 
laboratory method available, which can directly measure stresses in the material without using a constitutive 
model, is mechanical Raman spectroscopy (MRS) developed by Tomar and co-workers [4, 5]. Several previous 
works [4, 5] have established the robustness and repeatability of MRS for stress measurement without 
constitutive models under quasi-static loading conditions in different materials by comparing the results with 
constitutive model based predictions. However, when it comes to the direct stress measurement at microscale 
under hyper-velocity impact conditions, there are no established experimental techniques available. In this work, 
time gated Raman spectroscopy is extended for direct in-situ measurement of stress evolution at microscale 
under hyper-velocity particle impact loading using a MRS setup developed earlier [6]. Figure 1 shows the 
experimental setup developed to preform dynamic stress evolution under shock loading. 
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Figure 1: Micro-particle impact Raman microscope 

2. Experiment Method 

Figure 2(a) shows the schematic of the Micro-particle impact Raman spectroscopy system designed to perform 
time-gated Raman spectroscopy to evaluate local stress evolution due to microsphere impacts. The apparatus 
for this system consists of a 1064nm YAG-laser from Continuum Lasers with pulse width of 7 ns and 900 mJ 
pulse energy. The optical path of this laser consists of an optical isolator, beam expander, and aspheric lens to 
focus the pulse energy on a particle launch system designed to launch microspheres of size between 10-500µm. 
The particle launch system is designed as shown in Figure 2(b) with Yttria-stabilized zirconia microspheres 
purchased from Cospheric LLC backed with an aluminum flyer disk. The yttria-stabilized zirconia microspheres 
were selected because of their high impact resistance and high operating temperature. The aluminum flyer disk 
was glued to a 3 mm borosilicate backglass using two-part epoxy and cured at 80 ºC for 4 hrs. The aluminum 
flyer disk absorbs the pulse energy from YAG laser and accelerates the microsphere due to plasma expansion 
between back glass and disk as shown in Figure 2(c). 

This state of the art particle launch system is combined with an emICCD Raman spectrometer from Princeton 
Instruments to perform time-gated Raman spectroscopy synchronized with a 532 nm pulsed laser (Quantel 
Lasers). The flash lamp charging cycle of the two pulsed lasers were synchronized with a delay generator. The 
delay between the charging cycle two lasers can be varied to perform time-resolved Raman spectroscopy with 
respect to the Q-switch of 1064nm pulsed laser. A part of pulse energy from 532 nm pulse laser was diverted 
and expended to capture a snapshot of particle location on the high-speed camera. This in-situ imaging technique 
provides the delay time required between the two lasers and sample deformations under the shock loading. Since 
the dynamic stresses due to shock last for few nanoseconds, the nanosecond time resolution is crucial to evaluate 
stress during the high strain rate developed at the time of impact. In this work, nanosecond resolved mechanical 
Raman spectroscopy was performed using a pulse laser with the gate width of 50 ns and delay of 100 ns betwwen 
successive time histories. 
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Figure 2:  (a) Schematic of micro-particle impact Raman microscope (b) Particle launch pad (c) Particle launch 

system. 

3. Results and Discussion 

The acceleration of microspheres to hypersonic velocities requires special design of launch pads based on the 
sphere size. For smaller microspheres of size 50 µm, the particle launch pad is designed using a 75 µm aluminum 
layer. The laser pulse is focused on the spot size of 300 µm and particle is precisely placed at the focus point 
under the microscope. The ablation of aluminium layer behind the microsphere provides the momentum to the 
microsphere where the velocity of the microsphere was quantified using shadowgraph imaging at 480 kHz. 
Figure 3 shows the image captured for 50µm microsphere moving at approximate speed of 1.6 km/s. 

 
 

Figure 3: Shadowgraph for 50µm microsphere moving at 1.6km/s and velocity-power calibration for system with 50µm 
particle and 75µm aluminum layer. 

 
To launch 250 µm microspheres a special design of launchpad was used with a pre-cut flyer disk of size 500 
µm. Figure 4 (a) and (b) show a comparison between 50 µm and 75 µm thickness of aluminum flyer disk with 
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ablation of 680 mJ. The 75 µm aluminum flyer provides enough stiffness and increase in projectile velocities 
are observed until 680 mJ ablation as shown in Figure 4(c). 
 

(a) 

 

(c) 

 

(b) 

 

Figure 4: 250µm Zirconia microsphere launch at 680mJ using (a) 50µm and (b) 75µm flyer thickness. (c) Velocity – 
Power calibration for different thicknesses of flyer disk. 

 
The particle launch system with 250 µm zirconia microspheres and 75 µm aluminum layer was used to induce 
shock in Hydroxyl-terminated polybutadiene (HTPB) samples with impact velocities of 543.52 ± 6.74 m/s. The 
impact behavior of HTPB due to impact was recorded using high speed camera with frame rate of 900 kHz. 
Figure 5 shows the impact history where microsphere completely goes inside the sample during the impact. The 
strain rate due to impact is given by [4] 

V

h
H   

(1) 

Where V is the impact velocity and h is the depth during the impact. It can be inferred that the strain rate 
during the impact is of the order 106  s-1. 
 

1µs before impact During impact 10µs after impact 

   
Figure 5: Micro-particle impact on HTPB at 543m/s. 

 
 
The Raman spectrum were collected at different time delays between 1064 nm ablation laser and 532 nm Raman 
spectroscopy laser in succession of 100ns. The Raman spectrum was acquired over gate width on 50 ns and 
cumulative spectra were obtained from 40 impacts at every time delay. Figure 6(a) shows Raman spectra of 
HTPB for CH2 stretching and peak fitting using Gaussian curve for 2915.45 cm-1 peaks corresponding to CH2 
stretching accumulated over 40 impacts. The change in the Raman shift due to stress follows the linear 
correlation given by [7]: 

C wV  '  (1) 
 
where w' is the shift in wavenumber due to loading and C is a correlation factor at a particular strain rate and 
gate width.  
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(a) (b) 

Figure 6:  (a) Raman spectra of HTPB collected over 40 accumulations and fitted with Gaussian peaks (b) Raman 
peak shift and dynamic stress evolution over impact time history. 

The analytical solution for 1D longitudinal stress propagation in a rod due to spherical ball impact is given by 
[8, 9]: 

m a x _ m a xs pU uV U  (2) 

Using equations (1) and (2), the Raman shift due to 543.52 ± 6.74 m/s impact using 250 µm microsphere can 
be calibrated as 

0 .8 5 [ ]w G P aV  '  (3) 
 
Figure 6(b) shows the change in Raman peak due to shock loading which lasts for microseconds. Similar results 
have been observed by [10-12] . Based the Raman shift at different impact time history, the stress evolution after 
the impact is given by exponential fitting as where 0t is the time after impact: 

00 .0 0 2( ) 1 .2 5 7 [ ]tt e G P aV �
  (4) 

 
The future work will include calibration of dynamic stress and Raman shift to particle velocity using photon 
Doppler velocimetry (PDV). The use of PDV will facilitate the more accurate calibration of dynamic stress 
based on the particle velocity history during and after the impact. This state of the art technique will be used to 
evaluate interation of stress wave in composite materials where interface behaviour has significant role in 
failure mechanism. 

4. Conclusion 

In this work, the stress evolution due to shock-induced by microparticle impact on Hydroxyl-terminated 
polybutadiene was characterized using time-gated Raman spectroscopy.  The current works provide further 
opportunities to evaluate stress using Raman shift under different loading scenarios. Future work will involve 
increasing the impact velocities for bigger size microspheres and integrating Photon Doppler Velocimetry 
system to obtain time-resolved deformation on the sample. 
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Abstract: The stress–strain behavior of the rolled AA7020 aluminum tempered in T651 conditions is 

studied at various strain rates and temperatures. Basing on tensile, shear and compression tests, the effects of 

strain and strain-rate hardening, thermal softening and plastic anisotropy are discussed. The parameters of 

the thermo-viscoplastic flow and fracture models proposed by Johnson and Cook are identified and 

validated basing on the numerical modeling. The obtained constitutive relations may be applied to model 

more complex states of stresses resulted from different loading conditions, like in particular impact events.  

 

Keywords: AA7020-T651, ballistic impacts, perforation modelling, flow and fracture models, metals under 

dynamic loadings, numerical simulation of metal deformation   

 

 

Introduction  

 

Metals, in particular aluminum alloys, are important components in the automotive, avionic and civil industry. 

The weight optimization leads to applications of lighter components of reduced volumes which may increase probability 

of their fracture. As virtual prototyping allows for the optimization of used materials, time and costs; design process is 

often based on numerical modeling. A proper numerical prototype requires material models based on careful 

identification of involved coefficients. To obtain highly accurate modeling, there is a need for experimental data 

concerning the quasi-static and dynamic behavior of materials and for their mathematical models.   

Thermo-mechanical behavior of metals can be described by different constitutive models, which can be 

generally divided into three groups: physically-based, semi-physical and empirical. Physically-based constitutive models 

allow for describing not only the macroscopic behavior of the material but also the changes in the microstructure during 

the process of plastic deformation. In such constitutive relations, certain internal variables related to the microstructure 

are involved to describe a deformation of FCC, BCC or HC microstructures. The most popular example of the physically 

based approach is the model proposed by Zerilli and Armstrong (1987). Other exemplary propositions can be attributed to 

Voyiadjis and Abed (2005) or to Rusinek and Klepaczko (2001). These models are based on the theory of dislocation; 

they account for the coupling between the temperature and strain rate and a modest number of parameters is required for 

their determination.Another approach is based on phenomenological observations of material deformation. The most 

popular flow and fracture model was proposed by Johnson and Cook (1983), (1985). This relation is a particular type of 

the von Mises plasticity with analytical forms of the hardening law and rate dependence. The functions accounts for the 

strain and strain rate hardening, as well as for thermal softening of the described metal. Despite several criticisms, as the 

parameters of the JC models cannot be physically proven, the models are implemented in most computer codes and 

numbers of successful applications stay in their favor. 

The study is based on results discussed in details in Fras et al. (2015 and b) and presents the behavior of the 

rolled AA7020-T651 aluminum at a various range of strain rates and temperatures. In order to understand the 

mechanisms occurring in a material subjected to complex loadings, it is necessary to know its mechanical properties and 

conditions leading to failure. The determined models constants may be useful for an evaluation and development of 

lightweight and cost-effective structures. 

 

Material description 

 

The AA7020-T651 belongs to a group of Aluminum Zinc Magnesium ternary alloys. The major alloying 

element in 7xxx series is Zinc, Magnesium and a reduced percentage of other elements are added to obtain a higher 

strength. Higher strength 7xxx aluminum alloys exhibit reduced resistance to stress corrosion (due to a Zink addition) and 

are often utilized in a slightly overage temper to provide better combinations of strength and fracture toughness (Cobden 

and Banbury 1994; Hatch 2000; Kumar and Namboodhiri 2011; Embury and Nicholson 1965). 7xxx series alloys are 
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used in airframe structures, mobile equipment, aerospace applications, railway coach bodies, containers and building 

constructions, and other highly-stressed parts. The investigated aluminum alloy was delivered as rolled plates, tempered 

and aged in T651 conditions (defined in European Standard NF EN 515). Due to the thermo-mechanical treatment of the 

AA7020-T651, the microstructure of the alloy consists of grains with a high density of fine hardening precipitates formed 

during artificial aging and grains with a lower density of larger particles not affected by the thermal treatment, which are 

characterized by much lower strength. The hardness and mechanical resistance of the Al-Zn-Mg alloys depend mainly on 

precipitates formed during quenching of the material or due to the aging treatment. The inhomogeneous microstructure 

results in local variations of the properties. In the areas of lower, precipitation-free density, strain localization occurs 

causing fracture initiation, crack growth, intergranular cracking, delamination, etc. (Kumar and Namboodhiri 2011; 

Embury and Nicholson 1965).  

 

(a) (b) 

 

 

 
Figure 1:  (a) True stress vs. true strain curves resulting from quasi-static and SHPB compression tests. (b) True 

stress vs. true strain curves at various temperatures. 

 

The number of different tests and types of loading modes that are required for material model calibration is 

dependent on the required accuracy of the chosen material model. In the present study, the parameters of the Johnson 

Cook models are determined. To investigate the behavior of AA7020-T651, several tests were performed under various 

loading conditions in a quasi-static and dynamic range of strain rates. To eliminate the effect of sample geometry, the 

material response is given by the true strain – true stress relations. For all curves resulted from compression and tension, 

the Young modulus is found to be 70 GPa.  

(a) (b) 

  

Figure 2: (a) Strain rate sensitivity and (b) temperature sensitivity of AA7020-T651. 

 

To perform compressive tests, cylindrical specimens of 4 mm height and 8 mm diameter are used. The specimens are 

compressed in the direction normal to the rolling direction (i.e. the ‘through-thickness’ direction). Samples are placed 

between two hardened steel plates; a graphite lubricant is used at the interfaces to minimize the effect of friction (Fras et 

al. 2014). The results of the compression test performed at various strain rates are given in Fig. 1(a). The results of a 

dynamic compression test are obtained using the technique of the split-Hopkinson pressure bar. Each curve is an average 

curve resulting from 3 tests for an imposed strain rate and temperature. Comparison between curves, resulting from quasi-

static and dynamic compression tests, indicates that the investigated Al alloy is moderately rate-sensitive. This 

observation is common for most of 7xxx Al alloys, e.g. AA7003 or AA7108 (Chen et al. 2009). Fig. 1(b) shows the 

stress-strain curves of AA7020-T651 compressed at the strain rate of 0.001 s
-1

 for different temperatures. A decreasing 

trend of the yield stress versus increasing temperature is observed. Such a property has been also noticed for other 7xxx 
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Al alloys, e.g. AA70775-T651, AA7075-T6 (Brar and Joshi 2009). In Fig. 2, the effect of the strain rate for AA7020-

T651 is shown as a function of the yield stresses, determined for an offset strain equal to 0.1 and for the strain rate given 

in a logarithmic scale. 

Basing on the summarized results, it can be noticed that the material is not much sensitive to the rate of 

compressive loading. Additionally, the data presented in Fig. 2(a) are completed by the results of the Taylor impact test. 

The results of the Taylor impact test allow us to observe the behavior of AA7020-T651 for strain rates greater than 10
4
 s

-

1
.Low strain rates have a minor influence on the flow stress and the stress is a linear function of strain rates. After the 

point of transition, which in the case of the discussed material occurs for a strain rate close to 1500 s
-1

, the strain rate 

sensitivity increases rapidly and the slope change becomes positive and much more pronounced. Such a property is 

characteristic also for other Al alloys, e.g. AA70775-T651, AA7075-T6 (Brar and Joshi 2009), AA2024-T3 (Rusinek and 

Rodriguez-Martinez 2009). Fig. 2(b) presents the yield strengths for a fixed offset strain, εoffset = 0.1, determined at 

different temperatures. 

Increasing the temperature leads to a decrease of stress values when the loading is quasi-static. This effect is 

stronger at higher temperatures. A reduction in the flow stress is more distinct when the temperature increases from 373 

K to 473 K; while, for lower temperatures, the flow stress decrease is less significant. 

 

(a) (b) 

  
Figure 3: (a) Results of the double shear tests carried out in the directions parallel and normal to the rolling 

direction. (b) Comparison of curves obtained from the quasi-static compression, tension and shear tests when 

loading is applied in the normal direction. 

 

As shear deformation is often a result of material failure, for the tested ally shear tests have been performed. The 

tests are carried out using modified double shear specimens (MDS). The dimensions of the shear zones are 6 × 5 mm, Fig. 

3(a). Shear tests are performed in the rolling direction and the direction normal to it, in a quasi-static strain rate. 

Regarding the values of yield strength in shear, they do not vary much depending on the direction of loading. However, 

for the tests performed in the rolling direction, shear fracture occurs when the shear strain is equal to 0.4. Whereas, for the 

tests performed in the normal direction, a more ductile fracture mode takes place, shear strain is larger than in the case of 

loading in the normal direction and it is equal to 0.7. The ductility of AA7020-T651 is dependent on the direction of 

loading, which is a property also reported for other rolled Al alloys, e.g. AA7030 (Pedersen et al. 2004). The ductility 

depends on the material orientation resulting from a rolled texture, as the void shapes (which nucleation results in a crack 

occurrence) vary with a material orientation. 

A comparison of the curves obtained from the quasi-static compression, tension and shear (multiplied, according 

to the Huber–Mises theory, by the square root of 3) is given in Fig. 3(b). One can observe that the strength differential 

effect is not characteristic for AA7020-T651, neither a deviation of yield strength in shear from a value anticipated due to 

the Huber–Mises theory. 

Deformation of a ductile material involves an increase of the dislocation density, arrangement in pile-ups, then, the 

nucleation and growth of internal voids until the final failure. Initiation of a damage results from micro-defects or micro-

stress concentrations provoking decohesion and subsequently nucleation, growth and coalescence of micro-cracks and 

micro-voids. According to the Bridgman (1952) theory, the damage evolution is strongly influenced by the hydrostatic 

stress state. The plastic flow is driven by the deviatoric stress state in the material (Bridgman 1952). The triaxiality shows 

the influences of an amount of plastic strain which a material may undergo before a ductile failure occurs. As the stress 

triaxiality is a ratio of the hydrostatic stress, σm, and the effective stress, σeq, defined as σ* = σm/σeq, it is used to 

describe a material deformation (Rice and Tracey 1969, O’Dowd and Fong Shih 1991).  

The dependence between the triaxiality and fracture strain is investigated for AA7020-T651. Experimental data 

are collected from quasi-static tensile tests performed by using the notched specimens as adding a notch in the geometry 

of a tensile specimen increases the stress level and reduces the strain to fracture. The induced stress triaxiality increases 

with decreasing notch radius; it leads to a reduced ductility of tested specimens and to fracture. 

(a) (b) (c) 
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Figure 4: True stress – true strain curves resulting from the quasi-static, uniaxial tension test performed in the 

rolling direction using (a) smooth and (b) notched specimens. (c) Fracture strain versus stress triaxiality for the 

quasi-static tensile tests at room temperature. 

 

 In Fig. 4(a), a representative curve shows the result of the tension test performed in the rolling direction with a 

quasi-static strain rate equal to 0.001 s
-1

. The specimens have a classical bulk ‘dog-bone’ shape (a sample diameter equal 

to 6 mm and a ‘reduced’ section of 40 mm) as defined in ASTM E8/E8M-11 ‘Standard test methods for tension testing of 

metallic materials’. The yield stress and tensile strength are equal to 385 MPa and 460 MPa, respectively. To obtain 

different values of the triaxiality factor, the notched samples have been used with a notch radius equal to 2 mm, 1.25 mm, 

0.75 mm and 0.5 mm, cut in the central part of a smooth sample, Fig. 4(b). Each of presented tensile curves is an average 

of 5 tests. They are compared with the tension of a smooth specimen. Tensile loading is applied in the rolling direction of 

the plate. Fig. 4(c) presents the average fracture strain as a function of the initial stress triaxiality at room temperature. 

The equivalent plastic fracture strain is calculated as ln(A0, Af ),where A0 is the initial cross-section area of a sample in 

the notched zone and Af is the cross-section area after fracture. In Fig. 4(c), it is noticed that the fracture strain depends 

considerably on the stress triaxiality; it is reduced for increasing stress triaxiality. As it was observed by Bao and 

Wierzbicki (2004), at high stress triaxiality, the final rupture is caused by the internal void nucleation mechanism. The 

high plastic strain level promotes a nucleation of voids, inclusions by particle cracking or interface decohesion. If the 

specimen is subjected to a shear-dominated stress state, then the failure mode is characterized by shallow, small and 

elongated shear dimples, which are oriented along the shear direction. This rupture mode involves internal shearing 

between voids and is favored at the lower stress triaxiality values. 

 

Flow and fracture models 

 

The Johnson and Cook flow model is relatively easy to calibrate – the individual expressions in the three sets of 

brackets represent the strain hardening, strain rate hardening and thermal softening, and can be calibrated separately using 

experimental data presented as stress-strain curves at different strain rates and temperatures. It should be remembered, 

however, that despite its success and simplicity, the JC model does not present a good understanding of the materials’ 

mechanical behavior as the model parameters cannot be physically proven. The strain rate effect on material strength is 

not a linear function (of the natural logarithmic function) but rather an exponential function – which is not taken into 

account in the JC model. Coupling between strain rate and temperature is not included, either.  

To describe the various phenomena taking place during dynamic loadings, it is necessary to account for the 

material stress-strain response at large strains but also for the accumulation of damage and the mode of failure in the 

structure, Eq. (1).  

 

 ( , , ) 1 ( , , )eq T D T      & &         (1) 

 

where D is the damage variable and if D = 0, there is no coupling between damage and the constitutive equation. 

The discussed model is the modified formulation of the classical JC model (Johnson and Cook 1983, 1985) which was 

implemented in Ls-Dyna by Borvik et al. (2001) to avoid numerical instabilities when strain rates are lower than 1. 
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where A, B, C, m, n are material constants and To, Tm are the initial and melting temperature and ref&  is a user-defined 

reference strain rate.  

The damage evolution is described by the damage variable D, representing the surface density of intersections of 

micro-cracks and micro-cavities for any plane in the body, D = 0, for a material in an initial state of loading and for a 

material which is fully broken, D = 1, (Berstad et al. 1994). The evolution of damage is related to irreversible strains; 
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therefore, it may be taken as a function of the accumulated plastic strains. The damage starts to evolve at a threshold of 

the accumulated plastic strain. In the Johnson and Cook (1985) fracture model the damage evolution is defined as: 

f

D





&&                 (3) 

where ( *, , )f f T    &  is the actual value of the fracture strain depending on stress triaxiality, strain-rate and 

temperature.  

(a) (b) 

A [MPa] 300 D1 0.011 

B [MPa] 260 D2 0.42 

n 1.65 D3 -3.26 

C 0.0009 D4 Literature 

m 1.26 D5 Literature  
 

ρ [kg/m
3
] 2770 

E [GPa] 71 

v [-] 0.3 

Cp [J/kg.K] 910 

Hardness 133 HV ± 2 
 

 

Table 1: (a) The parameters of the JC models, Eqs. (2, 5), for AA7020-T651, and (b) some its physical 

properties. 

 

The modified expression of the Johnson and Cook fracture strain is given in Eq. (5). The damage evolution 

during plastic straining is given by Eq. (4), (Bammann et al. (1993)), and DC is the critical damage, pd is the damage 

threshold (in the discussed case, it is assumed that pd = 0 and DC = 1).     
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where D1 - D5 are fracture model constants. 

 

The constitutive relation and function describing the fracture Eqs. (1-5) are implemented in LS-DYNA as 

*MAT_107, i.e.  *MAT_MODIFIED_JOHNSON_COOK. The detailed, theoretical considerations regarding this 

formulation are described by Borvik et al. (2001). 

In Table 1, there is given a set of parameters of the JC model, Eq. (2), describing AA7020-T651. It is determined 

on the basis of the compression tests in the ‘through-thickness’ direction performed with various strain rates and 

temperatures. The parameters are determined by best fits to the experimental data using the method of least squares. D4 

and D5 of Eq. (5) must be taken from literature, e.g. from a study of Brar and Joshi (2009) describing AA7075-T651. The 

physical constants of material AA7020-T651, also necessary in the numerical simulation, are based on data provided by 

literature, Table 2(b).  

 

Model validation  

 

To verify the material model - i.e. *MAT_MODIFIED_JOHNSON_COOK, the uniaxial tensile and 

compression tests are simulated using the LS-DYNA explicit formulation (with a scaled mass to avoid a prolonged time 

of calculations). Such a model validation based on simple loading cases proves that the material model is able to 

reproduce a more complex material behavior. Calculations of tension tests have been performed using the axisymmetric 

models of ‘reduced’ sections (length of 40 mm and diameter of 6 mm) of the smooth sample (meshed by 4200 elements 

of size 0.3 x 0.3 mm) and of the notched samples – a finer mesh (nodes each 0.1 mm) is applied in the notched zone. The 

cylindrical specimen used during the uniaxial compression test, has height of 4 mm and diameter of 8 mm which is 

modeled by 1600 axisymmetric elements (3600 nodes located each 0.1 mm). It must be remembered also that the 

accuracy of FE calculations are based on the element size, the dependency between mesh size and results must be 

checked. If the mesh density has a minor effect on  numerical results, they element size may be considered as optimal. 

Calculations of the compression are performed in the frictionless conditions.  

The numerical model describes linear elasticity, the von Mises plasticity and initial yielding, strain hardening, 

strain-rate hardening, damage evolution and fracture. It is developed for an isotropic material and it includes linear 

thermo-elasticity, viscoplasticity and ductile damage. The material anisotropy and the material texture are not taken into 

account in the numerical calculations. The elastic and viscoplastic properties of the material depend on the temperature 
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generated by adiabatic heating under high strain-rate loading conditions, while any thermo-mechanical coupling with the 

surroundings is not included in the formulation. Strain hardening is described in terms of the damage accumulated plastic 

strains. In order to allow a crack growth during a penetration process, the model is coupled with an element-kill 

algorithm. As the damage variable D reaches its critical value DC, a damaged element is removed from the mesh.   

The classical metal plasticity based on the von Mises theory assumes that the pressure effect and the effect of the 

third deviatoric stress are not included in the yield criterion. Introduction of a geometric notch to a smooth round bar 

increases the hydrostatic pressure inside the neck zone during the uniaxial tensile test, like it is showed by Wilson (2002). 

Consequently, the numerical simulation of the tension of notched specimens may reveal a discrepancy between the flow 

stress curves resulted from the experiment and from the calculations if the von Mises yield criterion is used and the 

material is sensitive to the hydrostatic pressure. The effect of hydrostatic pressure is quantitatively described by the 

strength differential effect, i.e. inequality of the tensile and compressive yield strengths. However, for the described 

AA7020-T651, the strength differential effect is negligible which can be seen in Fig. 3(b). Consequently, the calculations 

with an assumption of the classical von Mises plasticity allow for the verification of the material model by means of the 

tensile test of a round, notched specimen.   

(a) (b) 

  
(c) (d) 

 

 

 

Figure 5: Comparison between experimental and numerical curves for (a) the compression tests and the tension 

test for (b) the smooth sample and (c) for notched sample. (d) Details of an initial and deformed mesh of the 

smooth and notched specimens. 

 

A comparison between numerical and experimental results is presented in Fig. 5(a-d). It can be concluded that 

the numerical results are within the accepted accuracy when compared to the experimental curves. The material model 

calibration is a final step before the model parameters are input into calculations of more complex load cases, e.g. in Fras 

et al. (2015a, 2015b).  

 

Impact test  

 

The impact tests were performed on 40mm thick plates impacted by the 20 mm-diameter fragment simulating projectiles 

(FSPs). A FSP of 20 mm diameter and weight of 53.8 grams represents a 155 mm artillery shell fragment. The ballistic 

impact test, in which these projectiles are used, is mandatory for an evaluation of protection levels 4 and 5 in the 

component acceptance tests, Stanag 4569. The FPSs, embedded in sabots before the launch, were accelerated up to 1500 

m/s by means of a powder gun. It is observed that failure modes caused by the impacts of fragment simulating projectile 

depend on the projectile impact velocity, Fig. 6 The global deformation mode of a target changes from a ductile hole 

enlargement, through a mechanism of highly localized shear around the projectile nose, to a combination of plugging and 

discing (scabbing) mode. A plug is a part of a metallic material which is sheared out from a target plate by a deformed 

projectile. Discing leads to a material separation within same horizontal planes, parts of such planes are thrown away 

from a target. Such failure modes are characteristic for a ductile, anisotropic material, when texture influences a fracture 
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direction.  The structure of rolled material is prone to be stretched and bended forward more easily over series of thin 

layers at the remained plate thickness resting below the projectile nose. 

 

(a) (b) (c) 
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Figure 6: (a) Ballistic curve for 40 mm thick AA7020-T651 plates impacted by 20 mm FSPs. (b) Depending on the 

impact velocity the plates failed due to plugging (impact velocities lower than 1100 m/s) and discing (impact 

velocities higher than 1200 m/s). (c) Plug. (d) Fragment-simulating projectile (FSP).  

Due to the manufacturing processes of the AA7020-T651 target plates, the microstructure of the alloy consists of grains 

with a high density of fine hardening precipitates formed during artificial aging and grains with a lower density of larger 

particles not affected by the thermal treatment, which are characterized by much lower strength. The inhomogeneous 

microstructure results in local variations of the properties of the Al-Zn-Mg alloys. In such areas, strain localization 

occurs, causing fracture initiation, intergranular cracking and delamination, Fig. 7. The materials microstructure and its 

rolled texture have an influence on protective properties of the material, as the discing failure mode may be observed.  

The deformation of the microstructure was caused by severe shearing and extensive bending. Microstructural 

observations revealed that impact conditions leading to shear plugging did not cause the adiabatic transformation in the 

material. Adiabatic shear bands are easily recognizable under the microscope and no observations proved occurrence of 

this kind of distinct, etching areas. The material structure consists of heavily sheared initial microstructure but it seems 

that strain rates occurred in the aluminum due to the impacts were not high enough to cause a local temperature increase 

resulting in the adiabatic transformation. 
 

Numerical simulation of the impact test  

Having the material verified basing on the simpler, uniaxial cases of loading, a more complex case of the perforation and 

penetration processes may be simulated. A fine mesh using linear hexahedral elements of a size 0.6 x 0.6 x 0.6 mm is 

applied, Fig. 8. The projectile deformation is determined by the JC model *MAT_JOHNSON_COOK (*MAT_015). The 

elements are eroded when the effective plastic strain at failure reaches an assumed value, in this case pfail=1.5. To reduce 

a number of elements, only a quarter of the configuration, Fig. 3, is modeled. The simulation is performed using 3D solid 

elements. Since FSPs have a non-axi-symmetrical shape, 2D modeling of a plate perforation – efficient in other cases of 

the impact tests, is not suitable. The 8-node constant-stress solid elements with one integration point and stiffness-based 

hourglass control are applied. The frame is fully clamped, the plate is in contact 

(*AUTOMATIC_SURFACE_TO_SURFACE) with the frame and an initial velocity is applied to the projectile. Contact 

between the target and projectile is modeled using an eroding surface-to surface algorithm 

(*ERODING_SURFACE_TO_SURFACE). Friction between parts is not accounted for. The target mesh is gradually 

finer to the centre of a plate – as it is an expected perforation zone. The target model results in about 300000 elements, the 

mesh of a projectile contains of 28000 elements, whereas the frame consists of 2500 elements of size 1.5 x 1.5 x 1.5 mm. 

To minimize the mesh dependency of the results, the function *MAT_NONLOCAL, implemented in LS-DYNA, is used 

with the parameter values suggested by User Manual, p=8 and q=2. 
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Figure 7: Optical micrographs of AA7020-T651 impacted by a FSP at the impact velocity 1100 m/s. 
 

 
Figure 8: Numerical configuration.  

 
The parameters of the plasticity and fracture model are given in Table 1. D1-D3 are obtained from our own experimental 

results described above; whereas, the values D4 - D5 are chosen from a set of parameters describing the fracture of an 

alloy AA7075‐ T651, belonging to the same series of Al alloys, i.e. 7xxx, (Brar and Joshi (2009)), in that case D4 equals 

0.016. The set of parameters used in simulations allows the result which model the discing failure at impact velocity of 

1300 m/s. Although, a discing failure mode is described correctly, the used set of the material parameters does not allow 

the plugging failure mode to be obtained, its shape is incorrect. Consequently, the parameter D4 value is taken from 

Clausen et al. (2004). That paper discusses the properties of an alloy AA5083-H116 under impacts showing the plugging 

modelling. By using the fracture model, in which the D4 is equal to 0.15, it is possible to obtain a plug of a shape and 

mass close to the experimental one also in the case of the 40 mm thick AA7020-T651 plates, Fig. 9a.  

Two different failure modes observed experimentally are obtained by varying one parameter D4 (influence of the 

strain rate) of the function describing the fracture strain, Eq. (5). In the first case, when D4 = 0.016, the discing failure 

mode is obtained; in the second case, when D4 = 0.15, the complete plug separation is observed.   

 

(a) (b) 

 
 

 

 

 

153



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)9 

 

 

 

 

 

DYMAT Winter School 2020, Les Houches School of Physics 

 

 

 
(c) 

 
 

Figure 9:  Modelling of: (a) plugging, (b) discing target failyre modes and (c) FSP deformation. 
 

In the case of AA7020-T651, the parameter D4 has a large influence on the calculated fracture strain. Changes of 

the D4 parameter result in distinctly different values of fracture strain. Consequently, the way of the damage accumulation 

differs (via adirect dependency between Dc and εf) which leads to changes in the calculation of the resulting failure mode. 

The strain evolution leading to a final failure of a target plate depends on many factors (like geometry, strain 

accumulation, mesh erosion, etc.). A change of one parameter influences the whole way of a fracture initiation and its 

propagation in the calculations.  

 

Conclusions  

 

The mechanical and micro-structural properties of AA7020-T651 have been identified and described. Based on 

the material tests, the constitutive relation and the fracture criterion – the Johnson and Cook models have been 

determined. The flow and fracture models are implemented in *MAT_107 of the Ls-Dyna explicit Lagrangian code. The 

models describe the material flow and fracture behavior as a function of the strain rate and temperature and it accounts for 

the damage accumulation in a deforming material. The models have been validated basing on the uniaxial stress modes 

with a sufficient agreement with the experiment results. Such prepared constitutive relations may be applied in 

calculations of complex loading modes. Properly determined, calibrated and validated material models are a basis for 

reliable predictions of materials behavior.  

The observed failure modes during the impact tests of 40 mm thick AA7020-T651plates varies between 

plugging and discing, which occur in the material due to a combination of shear and bending stresses. In the case of the 

impact velocities lower than 1100 m/s, the targets fail due to shear plugging. With the increasing impact velocity, a 

discing failure is observed, in which the structure of rolled material is prone to be stretched and bended forward more 

easily over series of thin layers at the remained plate thickness resting below the projectile nose. Large target material 

parts are thrown away from the rear surface of targets.  

Based on the performed ballistic tests, a numerical model using the Lagrangian approach implemented in LS-

DYNA is introduced, which results in the acceptable modeling of the target response. The transformation of the material 

failure from discing to plugging is realized however by using different parameters D4 and D5 for the Johnson – Cook 

fracture model. Linking a killing-element algorithm to the fracture strain function, results in a strong sensitivity to 

changes of the function’s parameters, which allows for a numerical modelling of two different target failure modes.   
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Abstract: The development of plastic strain localization in a stretching metal sheet is simulated with 
integration of the sheet microstructure in the form of a polycrystalline aggregate: the elasto-plastic behaviour 
in each grain is rule by a Teodosiu type crystal plasticity formulation. The evolution from strain heterogeneity 
at the grain scale to the emergence of larger strain patterns and at last the concentration of deformation in a 
few necks is displayed. Correlation with lattice orientation in grains is analysed by computing an extended 
Schmid factor. The incidence of the number of grains on the one hand and of an initial texture on the other 
hand is investigated. 

1. Introduction 

In ductile metals, the localization of plastic deformation is usually explained by the instability of the 
homogeneous deformation loading paths. In the case of structures under dynamic expansion, the localization 
pattern is assumed to be driven by unstable necking modes at the macroscopic scale linked with the saturation 
of the applied force and triggered by random perturbations such as geometrical or loading defects (Mercier and 
Molinari [1], Jouve [2]). However, these approaches ignore strain heterogeneity at the mesoscale (the one of 
the polycrystalline aggregate) and cannot evaluate its influence as an initiator for macroscopic localization. 

For this reason, polycrystal plasticity modelling appears as a relevant tool to investigate localization of plastic 
deformation. In this work, the case of tantalum sheets loaded in biaxial stretching is addressed and the 
microstructure is incorporated by the generation of a polycrystalline aggregate. Plasticity inside grains is ruled 
by a crystal plasticity model, the constitutive relations being presented in Section 2 as well as the simulated 
geometry. The simulation of a sheet with isotropic texture is analysed in Section 3 and the question of the 
number of grains in the sheet thickness is investigated. Section 4 is devoted to the incidence of a pronounced 
cross-rolling texture on the localization process. 

2. Cristal plasticity model and simulated geometry 

The deformation of grains is formulated in a finite deformation framework and plasticity is ruled by a 
Teodosiu type model taking dislocation densities as internal state variables [3]; the deformation gradient tensor 
is decomposed into an elastic and a plastic part: 

                   (1) 

The elastic transformation    encompasses all lattice deformations and rotations (the relaxed configuration is 
said “isoclinic”) and the plastic transformation rate expresses as a sum of slip rates on the different slip 
systems of the crystal lattice: 

                  
               (2) 

In the case of BCC structures, there are 24 slip systems, 12 with {110} slip planes and 12 with {112} slip 
planes. Slip rates are governed by a thermal activation law: 

* jean-lin.dequiedt@cea.fr. 
 

156



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
2 

 
 

 
 
 

             
  
   

   with            
     

 
 
 
 
 
    (3) 

The resolved shear stress    is the projection of the stress tensor on the slip system and expresses in finite 
deformations (  is the second Piola-Kirchhoff stress tensor, cf Balasubramanian and Anand [4]): 

                 
               (4) 

Strain hardening is quantified by the evolution of the critical shear stress with dislocation densities per system: 

                           (5) 

The hardening matrix     is derived from dislocation dynamics simulations and coefficients for tantalum are 
given in Madec and Kubin [5]. The evolution of dislocation densities is driven by the competition between 
dislocation multiplication and annihilation by dynamic recovery: 

     
 
                            (6) 

Sheet simulations (cf. figure 1) are performed with the crystal plasticity code Coddex using an Element Free 
Galerkin numerical scheme. A polycrystalline structure is generated by a Voronoï tessellation algorithm and 
both 4000 and 50000 grain aggregates are considered: a set of 100 crystal orientations is distributed among 
these grains. Periodic boundary conditions and an average equi-biaxial deformation gradient   are imposed: 

 
Figure 1: Simulated stretching sheet in the case of a 4000 grain aggregate. 

3. Sheet with isotropic texture 

This section is devoted to localization in an isotropic sheet (crystal orientations are randomly selected in all 
directions). In the early stages, a heterogeneous deformation develops with fluctuations at the scale of the 

     = 3240 s-1 

     = 3240 s-1 

  = 5 mm 

  = 5 mm 

  = 0.5 mm 
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crystal structure, but this pattern progressively evolves towards a few high deformation zones forming 
macroscopic localization. In the sheet thickness, strain first organizes along bands oriented approximately 45° 
but necking appears in the later stages. 

 
Figure 2: Maps of deviatoric (Hencky) strain      at times t = 20 µs and 80 µs in average plane and sheet thickness. 

The link between in-grain strain intensity and local constitutive properties is investigated in the following way. 
At the onset of plastic straining, local slip resistance is controlled by the more or less favourable orientation of 
the different slip systems towards the stress state. A measure of this effect is given by the Schmid factors    
the definition of which could be extended to triaxial stress conditions as the ratio between    and the Von 
Mises norm of tensor           . Correlation graphs between deviatoric strain and maximum Schmid factor 
are provided on figure 3 for the early and late loading stages: strain is on average higher in grains with higher 
Schmid factor but, when macroscopic localization arises, it encompasses both favourably and unfavourably 
oriented grains (points on the right side of the graph). 
 

 
 

Figure 3: Correlation graphs between deviatoric strain      and maximum Schmid factor               at times 
t = 20 µs and 80 µs. 

 

     

          

20 µs 80 µs 

20 µs 80 µs 
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When the number of grains is increased up to 50000, the formation of macroscopic localization is delayed and 
preceded by the emergence of patterns larger than the crystal structure (figure 4). 
 

 
Figure 4: Maps of deviatoric strain for the 50000 grains aggregate at times t = 180 µs and 200 µs in average plane. 

4. Texture influence 

A cross-rolling texture is introduced in the simulation of the 4000 grain aggregate by computing the effect of 
an equi-biaxial pre-deformation on each of the initial crystal orientation. In a pole figure, these orientations 
then concentrate around two families of orientations (“fibers”), the first one corresponding to the z-axis 
aligned with one of the lattice axis (       ) and the second one corresponding to the z-axis aligned with the 
diagonal of the lattice cell (       ). In the early loading stage, the heterogeneity of deformation is stronger 
than in the isotropic case and strain concentrates in the grains of the first fiber (figure 5-a). Macroscopic 
localization next develops for shorter times than in the non-textured sheet (Figure 5-b). 

 
Figure 5: (a) Deviatoric strain versus crystal orientation at time t = 20 µs in the textured sheet and (b) localization in 

average plane at time t = 80 µs. 

     

        

        

20 µs 80 µs 

(a) (b) 

200 µs 180 µs 
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5. Conclusion 

In a stretching sheet, strain heterogeneity at the mesoscale (the one of grains) can be the initial perturbation 
which triggers macroscopic localization. When it is of sufficient amplitude, the necking zones seem to take 
paths of initially high strain. However, when the number of grains in the sheet thickness is raised, the process 
seems to be controlled by perturbation modes of wavelengths larger than grain orientation fluctuations, which 
enforces the idea of a structural instability process. 
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Abstract 

 

The present work investigates the behaviour of two SiC-based ceramics with different level of 

porosity (2% and 11%) when subject to high strain-rate loading conditions. Under impact, dynamic tensile 

stresses spread in ceramic plate due to the propagation of numerous oriented cracks, leading to its 

fragmentation. This dynamic fragmentation is supposed to be highly related to the ceramic performance for 

armour protection. Therefore, the main motivation for this study is to understand the fragmentation process 

occurring in SiC-based ceramics under impact loading, and identify the link between the level of porosity and 

the induced failure mechanisms. Specific experiments, such as edge-on-impact, normal and tandem impact 

tests, were performed on these two materials. Thanks to the damage growth observation via ultra-high speed 

camera and post-mortem tomography analysis, a better understanding of the failure mechanisms induced in the 

dense and porous SiC-based ceramics under impact is provided. 

Edge-on impact and normal impact tests showed that the presence of porosity significantly change the 

failure behaviour of the ceramic upon impact. While the dense ceramic undergoes a high fragmentation, 

typical of brittle materials under dynamic tensile loading, the crack density of the porous ceramic remains 

moderated. Complementary tandem tests highlighted that the pre-fragmented porous ceramic presents a 

greater resistance to the penetration of a projectile. This change of dynamic behaviour and damage modes for 

porous ceramics is attributed to the dissipation of energy through the collapse of porosity under prior 

compression stress. These results are of paramount importance to better understand the effect of the ceramic 

microstructure on its performance for bulletproof applications and to figure out how armour ceramics need to 

be designed to reach improved level of protection for multiple hits. 

1. Introduction 

Systems made of a hard ceramic front face and a composite backing present suitable properties for 

personal and vehicle lightweight protections. Silicon carbide (SiC) is widely used for ceramic armour due to 

its high hardness and low density. Moreover, the microstructure of SiC-based ceramic armour is found to 

highly influence its dynamic fragmentation [1]. However, so far, the failure mechanisms induced in such 

brittle materials under impact are still not well understood. Therefore, the link between the ceramic 

microstructure and its dynamic performance remains not clear. 

Upon impact, the propagation of a spherical compressive wave generates hoop tensile stresses. Once this 

compressive wave reaches the specimen edges and backside, its reflection creates a tensile state as it crossed 

the initial compressive wave [2]. Many microstructure heterogeneities, such as sintering defects, pores or 

micro-cracks are inherent to ceramic material. When the tensile state exceed any of these flaws activation 

stress, multiple cracks oriented perpendicular to the tensile loading direction are nucleated on these 

microstructural defects [3]. It has been found that the porosity level influence the dynamic properties of 

alumina ceramics, as the Hugoniot Elastic Limit (HEL) was demonstrated to decrease with an increase of 
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porosity [4]. Martin showed that, although a small change of porosity distribution (3.50 and 3.15%) modified 

the quasi-static properties of SiC materials, it had no clear effect on HEL and spalling strength, when tested 

via plate impact tests [5]. It the present study, the two studied SiC-based materials differ greatly by their level 

of porosity (2 and 11%).  

The goal is to identify the failure mechanisms induced under impact loading in these two materials. To 

this end, three impact configurations were tested: edge-on-impact (EOI), normal and tandem impact tests. 

Riou et al. first developed EOI test in 1997. This experiment consists in impacting a ceramic tile on its edge 

with a rigid projectile. In such configuration, it becomes possible to visualize the fragmentation process, 

usually inaccessible as it occurs in a cone localized in the bulk of the material [6]. Normal impacts were 

performed to see the fragmentation patterns obtained when the ceramic is impacted in a configuration closer to 

a ballistic impact. As initiated by Forquin and Ando, micro-tomography was used to quantify the 

fragmentation intensity in the entire post-mortem specimens [7]. Then, both materials were tested in tandem 

impact configuration, similarly to Zinszner et al., in order to evaluate each microstructure potential to 

withstand multiple hits [8]. 

2. Materials and methods 

 Two SiC-based materials presenting clear difference of porosity distribution are studied. The dense 

ceramic is made from the uniaxial pressing and natural sintering of small alpha-SiC grains at high temperature. 

The obtained material has a theoretical porosity lower than 2%, mainly due to sintering defects at the SiC grain 

boundaries (~ 1-2µm). The second material is made of a matrix of SiC grains, 70% by volume, densified by a 

ceramic binder phase. The generated phase during the sintering process leads to the part densification but with 

around 10-11% of remaining open porosity, including some coarse pores (~ 50µm). Moreover, a specificity of 

this material is its heterogeneity of porosity across a tile thickness, which is due to the green part shaping 

process. A 1mm-thick median plan presents a higher porous volume. Both material have a high hardness and 

relatively low density, making them ideally suited to application involving dynamic solicitations. 

The fragmentation behaviour of both materials under impact loading was first studied via an Edge-On-

Impact (EOI) test [6]. The ceramic tiles dimensions are 60*30*7mm
3
. Cylindrical projectiles (Ø10mm and 

15mm-height) made of a high elastic limit steel (1300MPa) were used as impactors. The projectile speed was 

set to 175 m/s in order to simply generate an intense fragmentation of the ceramic, which can be observed via 

a high-speed recording device. In this work, a Kirana camera was used with a recording speed of 2 million 

frames per second. Such high-speed imaging required the use of a flashlight to reach a substantial lighting 

level. Three speed gates, made of optical fibres spaced by 25mm and placed in the launcher tube to record the 

projectile velocity, were used to trigger the flashlight. In parallel, a laser pointing at the rear face of the target 

recorded the material velocity and allowed the camera triggering. In order to reach a clear contrast 

visualization of the fragmentation process, the observed ceramic face was mirror polished and the camera was 

placed along the reflexion axis of the light, as shown in Figure 1. 
 

                

Figure 1: Top view of edge-on impact test configuration 
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Additional tests were made on ceramics placed in a polycarbonate sarcophagus, such casing combining the 

transparency and resistance required to capture the fragmentation growth and perform post-mortem analysis on the 

fragmented tile via tomography examination. Applying a confinement to the ceramic did not show any change in 

term of dynamic fragmentation as a space of 0.1mm was fixed between the specimen and the sarcophagus. An 

impacted ceramic in a sarcophagus is presented in Figure 2 a). A pixel size of 20 µm/pixel was yield while keeping 

the entire target in the camera field of view. 

The second test consisted in performing an impact normal to the ceramic surface with the same projectile 

in a confined configuration. The ceramic sample (50*50*7mm
3
) was placed between a 1mm-thick steel front 

layer having a high elastic strength of 1300MPa and a 6mm-thick aluminum alloy backing. The configuration 

details were reproduced similarly to the experiments performed in [8]. A schematic of the normal impact 

configuration is given in Figure 3. The confinement of the ceramic sample in a metallic casing ensured its 

intense fragmentation while keeping all the fragments in place. It was demonstrated in previous works that the 

same failure mechanisms are activated for both, EOI and normal, impact configurations [8]. Once impacted at 

175 m/s with the cylindrical projectile, the front face of the sarcophagus was removed, keeping the fragmented 

ceramic in the sarcophagus. The confinement system is presented on Figure 2 b), after removing the front 

metallic casing. The fragmented media was infiltrated with a hyper-fluid resin under vacuum and removed 

from the casing for further analysis via micro-tomography. The scans resolution was 30µm/pixel. Tomography 

scans of the post-mortem ceramics after EOI and normal impacts were analysed by using a 3D-segmentation 

algorithm. Based on the local measurement of a hessian gradient, this post-processing allowed a clear 

detection of the cracks.  

 

Figure 2: Fragmented ceramics in sarcophagus for a) EOI impact and b) normal impact (removed front casing) 

        

Figure 3: Top view of normal impact configuration 

In order to properly predict the interaction between a projectile and a ceramic target, it is necessary to 

take into account the behaviour of the fragmented media and its residual resistance to perforation. This 

residual strength was evaluated using a test often called tandem test [8]. This test consists in performing a 

second shot with a perforating conical projectile on the pre-fragmented tile, resulting from normal impact. The 

interaction between the fragmented media and the projectile was recorded via the ultra-high-speed camera. 

The free surface velocity at the rear face of the aluminum alloy backing was recorded via interferometry 

during the perforating shoot. In order to prevent the sabot from passing in front of the camera field of view and 

hitting the pre-fragmented ceramic, it was removed from the projectile by placing a perforated plate at the exit 

of the launcher tube. A schematic of the tandem test configuration is given in Figure 4. The reproducibility of 

the results was demonstrated by Zinszner in [8], so for this study, only one test was performed on each 

material. 

a) b) 

163



DYMAT DYMAT	Winter	School	2020,	Les	Houches	(France)
4 

 
 

 

 

 

    

Figure 4: Top view of tandem impact configuration 

3. Results and discussion 

 The EOI test combined to ultra-fast imaging allowed observing the damage evolution in the ceramic 

tiles. A comparison of the fragmentation chronology between the dense and porous ceramics is presented in 

Figure 5. Pictures were selected between 2µs and 12µs after the contact between the impactor and the ceramic 

edge. This time range covers the fragmentation initiation until cack propagation end. A clear difference of 

failure behaviours can be observed thanks to the use of an ultra-high-speed camera. The high strain-rate 

loading lead to the development a conical zone with a high crack density only 3µs after impact for the dense 

ceramic. Whereas, the fragmentation observed in the porous ceramic was delayed (10µs) and attenuated. The 

ejection of fragments under the projectile was found to be more pronounce for the dense ceramic than for the 

porous one.  

   

Figure 5: Fragmentation process of a) a dense (180 m/s, 1 Mfps) [8] and b) porous (178 m/s, 2 Mfps) SiC-based ceramic 

tile upon edge-on impact test 

For both materials radial and orthoradial cracks, respectively coming from the initial tensile hoop stress and 

the reflection of the incident wave on the sample backside, are visible. The dense ceramic was subject to a 

high fragmentation upon the impulsive load, whereas very large fragments remained intact for the impacted 

porous ceramic. This observation can be explained by the pore volume collapse under the compression wave, 

thus responsible for energy dissipation. This crush of porosity was found to be even more pronounced in the 

a) b) 
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median sections of the tile, where the initial level of porosity was higher. For EOI test, two samples of the 

porous microstructure were impacted in the same experimental configuration to assess the reproducibility of 

the test and post-tomography analysis for fragment size determination. Tomography scans of the post-mortem 

ceramics confined in polycarbonate sarcophagus and the corresponding fragment identification is presented on 

Figure 6 for one selected slice of the 3D images. From the segmentation, each fragment size could be 

approximated by considering an equivalent radius of a sphere of the same volume.  

                  

Figure 6: Slices of 3D tomography scans of the a) dense and b) porous SiC ceramics after EOI impact and identification 

of the fragments 

The patterns of fragmentation after normal impact are visible on the 3D micro-tomography scans of the 

infiltrated ceramics. Slices corresponding to front and rear faces are presented in Figure 7, and confirm 

observations made with EOI tests on the relative intensity of the fragmentation between both materials. The 

cross section images display a conical zone under the projectile contact patch with highly communited 

ceramic. This conical zone is formed by cracks propagating at 15-65° into the surface, which are characteristic 

of Hertzian cracks [9]. The fragment size distribution (FSD) of each microstructures in both configurations are 

compared in Figure 8. The fragment distributions between dense and porous materials are consistent with the 

ability of porosity to prevent the ceramic from intense fragmentation. It can be noticed from the FSD that the 

dense ceramic is more intense for the normal impact configuration, with no remaining fragments larger than 

6mm, than the EOI configuration. Whereas, fragmentation of the porous microstructure was found to be 

deterministic as it was similar for both porous samples tested and even relatively similar between both 

experimental configurations. The cylindrical projectile indentation in the steel front layer was found to be 

more consequent for the dense ceramic than the porous one, with respective maximal deformation of 723 and 

344 µm. Moreover, unlike the dense ceramic, the steel face in direct contact with the ceramic media under the 

projectile nose was found to be highly eroded for the porous ceramic. 

 
 

 

Figure 7: Slices of 3D tomography scans corresponding to the tiles front and rear faces and the cross section under the 

impact zone of the projectile for the a) dense and b) porous SiC-based ceramics and identification of the fragments 

b) a) 

a) b) 
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Figure 8: Fragment size distributions of dense and porous ceramics after a) EOI and b) normal impact 

The ability of an armour system to defeat an incoming projectile is mainly related to the ceramic ability to 

spread energy over a large area of the backing via the Hertzian conoid, to erode the projectile and, less 

significantly, to dissipate some of the projectile kinetic energy via its fragmentation [9]. Tandem tests allowed 

comparing the kinetic energy dissipated by both pre-fragmented ceramics, by evaluating the load transfer to 

the backing plate during the perforation impact. The aluminum plates used as backing for the dense and porous 

ceramics respectively presented a maximal deformation of 658 and 420 µm. This result suggests a better 

resistance of the porous ceramic to multiple impacts. Furthermore, the velocity of the aluminum backing, 

recorded via interferometry, is presented in Figure 9 for both materials. The clear jump of speed for the porous 

ceramic, pre-fragmented via normal impact, compared to the dense one, traduces the direct transfer of energy 

to its backing. This rapid transfer can be explained by the presence of relatively coarse fragments under the 

impactor nose. Indeed, the shape of the fragments under the projectile nose is linked to the resistance of the 

fragmented to perforation, as it involves particles flows and friction interactions [10]. Therefore, for an impact 

velocity around 175 m/s, the pre-fragmented porous ceramic displayed greater resistance to perforation than 

the highly fragmented dense material. The appropriate level of porosity required in the initial ceramic to 

accurately withstand a second perforating impact could be linked to the dynamic loading rate. 

 

Figure 9: Velocity profile of the aluminum backing rear surface for both ceramics, captured via laser interferometry 

4. Conclusion 

 Two SiC-based materials presenting different microstructures, mainly in terms of porosity level, were 

tested in three configuration in order to identify the effect of this microstructural feature on their behaviour 

when subject to high strain-rate loadings. In the present study, the damage modes were induced at strain-rates 

a) b) 
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and pressure levels representative to those of ballistic impacts. The edge-on impact test allowed visualising the 

kinetic of failure in each ceramic target and therefore comparing the chronology of their damage initiation and 

propagation. The dense ceramic was subject to an intense fragmentation only 1-2µs after impact. On the 

contrary, the porous material was found to undergo a collapse of porosity under the compression wave 

initiated in the material upon impact. This compaction delayed the fragmentation process and limited the crack 

density. Tomography scans of confined ceramics in EOI and normal impact configurations confirmed the 

same distinction of fragmentation behaviour for both materials. This collapse of pores under compression led 

to the conservation of large fragments after impact. This presence of remaining coarse fragments in the 

damaged ceramic was found to improve the resistance of the pre-fragmented ceramic to the penetration of a 

projectile during a second impact. Therefore, this work suggests that the intensity of fragmentation is linked to 

the porosity distribution in the loaded ceramic, and has an influence on its resistance toward successive 

impacts.  

The phenomenon of porosity compaction in highly porous brittle materials has to be taken into account 

for the description of the failure mechanisms occurring in ceramic materials under impact loadings. Indeed, it 

is essential to implement such damage modes into existing models, such as the Denoual–Forquin–Hild (DFH) 

model, to properly predict the dynamic behaviour in armour ceramics under high-strain rates loading [11]. 

Quantitative analysis were achieved in the present work by using a ultra-high speed camera to record the 

damage kinetic and the tomography technic to evaluate the fragmentation intensity. These results are essential 

tools to assess the suitability of a damage model to faithfully predict the failure behaviour of ceramic materials 

under high strain-rate loadings via numerical simulations. 
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Abstract
Polycrystalline ice has been extensively investigated during the last decades regarding its mechanical be-
haviour for quasi-static loadings. Conversely, only few studies can be found on its dynamic behaviour and
scientists suffer from a lack of experimental observation to develop relevant modelling at high strain rate
ranges. Dynamic experiments have already been conducted in compression mode using Hopkinson bar
set-up. Regarding tension, the literature gives only approximated strength values and experimental obser-
vations and measurements are scarce. This knowledge is essential to design structures that may experience
ice impact. The present study aims at providing complementary results to the first reproducible experimen-
tal data of the tensile strength of polycrystalline ice subjected to dynamic tensile loading presented in [4]. In
addition to this previous work a particular focus has been made on porosity influence. To do so, a spalling
test technique has been used on two differenct ice microstructures with a different porosity, to apply tensile
loading at strain rates from 24 s−1 to 120 s−1. The experimental results show that the tensile strength is
sensitive to the applied strain rate, and seems to be weakened by an increase of the porosity.

1 Introduction
Isotropic polycrystalline ice, also known as granular ice, is one form of the only stable phase of ice at at-
mospheric pressure on Earth. Its mechanical behavior has been extensively studied and is now relatively
well known under creep and quasi-static conditions [5]. Dynamic loading is also of concern in situation
of ice impacts on structures. Hailstones or frost for instance can severely damage buildings, aircrafts or
trains. An accurate understanding of the ice dynamic response is of interest to provide relevant dimension-
ing of the structures sollicitated. The experimental studies conducted so far were focused on the validation
and/or the development of impact numerical models, through dynamic compression on Hopkinson bars
or ice impacts on rigid target. Most of these studies took very little care of the ice microstructure, which is
problematic as the microstructural properties are involved in the different damage mecanisms observed at
high loading rates in quasi-brittle materials. Regarding tension only [4] studied the strain rate sensitivity of
the ice dynamic tensile strength with a spalling configuration on Hopkinson bar, where they observed a clear
strain-rate hardening. Though, the tensile strength is at the forefront among all the mechanical parameters
that should be investigated and identified in order to get satisfying modelling.

This study aims to fill this gap by providing complementary datas to the first reproductible and robust
set of experiments to measure the dynamic tensile strength of polycrystalline ice and to assess its sensibility
to the strain rate presented in [4]. Two different microstructures, with different porosity but similar grain
size and shape, are considered in order to investigate the effect of the porosity on the dynamic ice response,
the bubbles being expected to act as critical deffects during crack initiation. The studied material and the
method used are presented in details in a first section. Then the results are analyzed and discussed before
concluding on the strain rate sensitivity at high strain rate and the effect of microstructure.
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2 Material and method
2.1 Specimen description

The material studied is artificial polycrystalline ice grown in the laboratory. Two microstructures were de-
signed : a microstructure with a low porosity (≈ 1 − 2%, named LP for "Low-Porosity" in the following) and
a microstructure with an higher porosity (≈ 7 − 10%, named HP for "High-Porosity" in the following). Both
microstructures are obtained using two growth technique inspired by the one described in [1]. Specimens are
grown out of isotropic seeds made of crushed ice (with a maximum particle diameter of 2 mm) surrounded
by water at 0°C. The slurry is placed on a Peltier element (-15°C), in a 0°C room, to grow gently from bottom
to top, and avoid internal stresses during freezing. To obtained the LP microstructure, the isotropic seed is
pumped before adding the water. The air trapped between the snow grains is maintained in order to pro-
duce the HP microstucture.

(a) (b)

Figure 1: (Microstructure colour-coded with the [0001] crystallographic axis orientation of LP (a) and HP (b) microstruc-
tures, as measured with an Automatic Ice Texture Analyzer [6]

Both microstructures have equi-axed grains and an isotropic crystallographic texture, the mean grain size be-
ing about 1 to 2 mm (see Figure 1a and 1b). A detailed description of the bubble size distribution is obtained
via µCT analysis (see Figure 2). The main difference between these two distributions is the presence in the
HP microtructure of a large amount of bubbles whose the equivalent diameter exceeds 0.8 mm (population
A). This feature is not observed in the LP bubble size distribution where only few bubbles are larger than
0.8 mm. The distributions are relatively similar below this threshold (population B). Bubbles belonging to
popualtion A have spheriral shapes whereas the bubble geometry of bubbles in population B is random.

2.2 The spalling technique

To measure the dynamic tensile strength of these microstructures the so-called spalling technique on Hop-
kinson bar has been used. The originality of this method is that the specimen equilibrium is never reached. A
projectile impacting one side of the incident bar generates a compressive pulse that propagates through the
bar and the specimen. The perturbation is reflected as a tensile pulse when reaching the free surface of the
specimen. The interactions of both signals generates a dynamic tensile loading in the core of the specimen.
This method allows to reach strain rate up to 200 s−1. The experimental device and the equipment used are
detailed in [2], minor modifications have been made to adapt the experience to ice specimens especially con-
cerning the temperature issue [4]. The ultimate spalling strength σu is deduced from the pullback velocity
∆Vpb measured on the specimen free-surface by applying the linear acoustic approximation :

σu =
1
2

ρiceCice∆Vpb (1)
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Figure 2: Bubble size distribution of LP (blue) and HP (red) microstructures according to the equivalent radii. Typical
binary images from µCT analysis are also shown for both microstructures.

Gluing strain-gauges on an ice surface is challenging, especially in these experimental conditions where each
second matters. To estimate the strain-rate applied during spalling tests elastic numerical simulations are
then performed with the software ABAQUS-explicit. For each test the profile of material velocity is artifi-
cially converted into an elastic profile. After this point, this curve is virtually prolongated keeping the slope
of the tensile phase before spalling fracture occured. The stress corresponding to the material velocity V(t)
according to the equation 2 is used as a loading pulse in the numerical simulations. We invite the reader to
refer to [4] for further details on the procedure.

σT(t − ∆t) =
1
2

ρiceCiceV(t) (2)

Several indicators assessing the quality of each test have been established: the use of an Ultra High Speed
camera (1 M f s) allows one to detect any compressive damage during the compression stage. Also the com-
putation of the amount of transmitted energy into the specimen informs about the interface quality between
the ice and the bar.

3 Results
3.1 Dynamic tensile strength

The results of 11 tests with HP specimens and 10 tests with LP specimens, obtained on several experimental
campains, are considered here. Most of the LP specimens are already introduced in [4]. The strain-rates
applied range between 24 and 112 s−1 and between 41 and 120 s−1 for HP and LP specimens respectively.
The spalling stresses measured, i.e. tensile strengths, increase from 0.8 to 3.0 MPa and from 1.9 to 5.3 MPa
over these ranges for HP and LP specimens respectively.

The results presented in Figure 3 highlight a variation of the spalling strength, i.e. tensile strength, with
the strain rate applied. Since temperature conditions were repeatable, and since we expect reproductible mi-
crostructures in term of grain size and orientations within each specimen population (LP and HP), this result
evidences a strain-rate sensitivity of the dynamic tensile strength of ice. A significant strength weakenning
with an increasing porosity is also observable. In brittle materials, the final fragmentation is the result of a
competition between the activation of critical flaws and the obscuration phenomenom [3]. In the microstruc-
tures considered in this study, the critical flaws are assimilated to bubbles. Consequently for a similar failure
stress, LP and HP specimens are expected to present different crack densities due to different bubble distri-
butions. At the loading rates applied during the spalling tests only the bubbles belonging to the population
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Figure 3: Tensile strength results with strain-rate. The displayed intervals on the curve correspond to the minimum and
maximum values of strain rate measured during the tensile phase of the elastic simulations. The markers in between the
intervals corresponds to the mean values of determined strain rates.

A (i.e. bubbles larger than 0.8 mm in diameter) are activated in the HP specimens. This is not the case in
the LP microstructure as the density of bubbles larger than 0.8 mm is too low to relax efficiently the inner
stress. The population B is thus activated, recquiring higher energy to achieve the complete fragmentation
observed. This result confirms the role of bubbles as a key parameter controlling the ice fragmentation at
high loading rates.

3.2 Fragmentation analysis from UHS camera

The UHS camera allowed to observe the crack propagation in the volume of the specimen during each test.
Even if the latter is a qualitative piece of information, it enables to distinguish two main different scenarios
as a function of strain rate. At low sollicitation rates the ice experiences a single fragmentation occuring
randomly in the volume loaded in tension as it can be observed in Figures 4a and 4c. At higher strain-rates
the specimens undergo intense multiple fragmentation. In Figures 4b and 4d one can see several cracks
oriented perpendicularly to the specimen axis developping in a small volume (white dashed-line rectangle).
In the next steps of the tests, this zone of damage spreads out toward the bar side of the specimens as
observed on the last images. Finally, the higher the loading rate, the higher the crack density, which is
consistent with the behaviour expected for brittle materials [3]. However the quality of the images did not
allow one to find significant variations between the fragmentation pattern of each microstructure.
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(a) # LP02 (41 s−1) (b) # LP04 (110 s−1) (c) # HP08 (24 s−1) (d) # HP06 (99 s−1)

Figure 4: Fracture in LP and HP specimens for different strain rates. The projectile velocity applied during these tests
was (a) 3.28 m/s, (b) 5.32 m/s, (c) 2.37 m/s and (d) 3.86 m/s respectively.

4 Conclusion
This paper presents a complementary study to [4] by investigating the dynamic tensile behavior of two dif-
ferent reproducitble microstructures of ice, subjected to strain rate ranging from 24 to 120 s−1 . 50 specimens
were prepared and 20 tests considered to present the final results based on the Novikov approximation. The
results show that tensile strength is clearly influenced by the strain rate and the porosity. The analysis of
the fracture patterns occurring in the specimen during the test confirms also the elastic brittle behaviour in
tension of ice at this range of strain rates.
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Abstract: Some materials such as water ice only exist at cryogenic temperatures. Other materials may be 
subjected to a heat pulse at the same time as a shock in, for example, blast loading. If such events are going to 
be accurately modelled, a full constitutive relation for the material of interest is needed and this in turn 
requires mechanical data to be obtained for that material over a wide range of temperature and strain rate. Thus 
it is necessary to be able to perform high rate split Hopkinson bar tests at both high and low temperatures. 
Heating and cooling techniques for achieving this have been recently reviewed. So the emphasis of this paper 
will not be on the experimental methods but on the effect of temperature gradients on elastic wave propagation 
in the bars themselves. 

1. Introduction  

Some materials such as water ice only exist at cryogenic temperatures. Other materials may be subjected to a 
heat pulse at the same time as a shock in, for example, blast loading of concrete [1] or rock [2]. In any event, 
if such events are going to be accurately modelled, a full constitutive relation for the material of interest is 
needed and this in turn requires mechanical data to be obtained for that material over a wide range of 
temperature and strain rate [3-6]. Thus it is necessary to be able to perform high rate split Hopkinson bar 
tests at both high and low temperatures. Heating and cooling techniques for achieving this have been 
reviewed by Chen & Song [7]. So the emphasis of this document will not be on the experimental methods 
but on the effect of temperature gradients on elastic wave propagation in the bars themselves.  
 
If the specimen (and hence the Hopkinson bar ends) are at a different temperature to ambient, there are several 
problems that have to be addressed.  
 
First: the elasticity of the Hopkinson bar rods (and hence their mechanical impedance) changes with 
temperature. As this document shows, this is a problem even for elastic metallic bars, but it would be much 
worse for Hopkinson bars made from viscoelastic polymeric materials as their mechanical properties depend 
on frequency (and hence also temperature) [8-11].  
The change of elasticity has three effects:  
(i) the particle velocity at the end of the bar for a given force will change (figure 1; [12, 13]); 
(ii) some of the input pulse will be reflected from the temperature gradient (figure 2; [14, 15]); and  
(iii) elastic waves propagating through the temperature gradient will be distorted differently by dispersion 
compared to a uniform rod [15-22].  
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Figure 1. Ratio of particle velocity at the strain gauge to 
the particle velocity at the end of the bar as a function 

of temperature of heated end. Solid line, theory; + 
experiment. From [12]. 

 
Figure 2. Computed effect of reflection from a 

temperature gradient on the force measured at a strain 
gauge station ‘upstream’ of the gradient (input pulse 

was a Heavyside function). Solid line: heated rod. 
Dotted line: unheated rod. From [14]. 

 
Second: the strain gauges must be kept at the temperature they were calibrated at (usually ambient), 
particularly if they are semiconductor gauges, or their response will be changed [7, 23, 24].  
 
Third: if tests are to be carried out above ambient temperature, the heating rates should ideally be rapid to 
avoid annealing the specimen and hence changing its structure [7, 25-27] (unless, of course, the specimen is 
initially in a fully annealed state). Cooling rates for cryogenic studies are not normally so critical as lowering 
the temperature usually does not alter the microstructure. Most authors have, however, used conventional 
resistance furnaces rather than induction or radiant heaters for high temperature studies e.g. [7, 12, 28-32].  
 
Figure 2 shows the error that results in the calculation of the force on a specimen at 1000˚C if it is assumed 
that the temperature gradient has no effect. This error rises from 1.5% for !"=125˚C to 12% for !"=1000˚C. 
The calculation was performed using a simple form for the temperature distribution (!#$% = !"e()*) and 
dividing the rod into 80 equal segments [14].  

2. The solutions 

There have been several approaches to these problems listed above.  
 
The first is either to ignore it [33, 34] or to say that thermal gradients in the bars have only a small effect on 
the measured stress pulses so that their effects are less than the experimental error (unless the temperature 
excursion is large; [35-38]). This is usually the case for metallic bars from liquid helium temperatures [38] up 
to around +300˚C. For temperatures between 300 and 600 ˚C, Inconel Alloy 718 can be used. This alloy has a 
Young’s modulus (and hence mechanical impedance) which is a weak function of temperature over the 
temperature range –200 to +600 ˚C [39].  
 
The second is to seek to heat only the specimen and not the bar. This is essential if it is desired to test above 
600 ˚C.  
 
Several ways of doing this have been devised:  
(i) construct an automatic mechanical device to bring the (cold) bars into contact with the heated specimen a 
fraction of a second before it is loaded [30]. Lindholm & Yeakley [12] had previously reported that this cannot 
be done manually fast enough to avoid cooling the specimen substantially (see also [7]). This technique has 
been used successfully up to 1200˚C [40]. High temperature tension and torsion experiments cannot be 
performed this way as the specimen in these cases has to be in mechanical (and hence thermal) contact with 
the bars at all times [41]; 
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(ii) load the specimen through a thermal insulator (such as alumina) which has an impedance nearly equal to 
steel (at room temperature) [42, 43];  
(iii) keep the impedance constant along the length of the bar by shaping it to compensate for the temperature 
gradient [29]. So far this has only been implemented for torsion testing and dynamic fracture testing of 
ceramics in an SHPB; [44]). This method has the disadvantage that a bar of a particular profile can only be 
used for one temperature gradient;  
(iv) calculate the effect of the temperature gradient on the wave propagation [12, 28, 45]. One way of doing 
this is to determine the impedance as a function of position [13, 14, 44] using the two-point measurement 
technique pioneered by Lundberg and colleagues for waves propagating down rods of changing cross-section 
[46, 47].  
(v) perform an experimental check on whether stress pulses really do propagate from the input to the output 
bar through both a negative and a positive temperature gradient without significant distortion [48]. 
 
One way of calculating the impedance as a function of position and the amount of energy reflected from the 
temperature gradient is to determine the functional form of the temperature distribution along the bar !#$%. As 
most researchers use resistance furnaces (which can take up to 30 minutes to heat the specimen; [28]), the bar 
can be assumed to be in a steady state thermally [13, 28]. Bacon et al. [13] checked the temperature 
distribution using thermocouples (see figure 3). Then to turn this into an impedance versus position graph, the 
relationship between Young’s modulus and temperature must also be known for the bar material (the effect of 
temperature on the density of the bar is ignored as being a relatively small effect; [13, 14]. This relationship 
has usually been taken to be linear [12, 13]: 
 
+#!% = +,-1 / 0#! / !,%1  ,  (1) 
 

where +, is Young’s modulus at ambient temperature, 0 is the measure of the dependence of modulus on 

temperature (ca. 4210-4 K-1 for steel; [14]), and !, is the ambient temperature.  
 

 
Figure 3. Temperature distribution in a Hopkinson pressure bar where the end temperature is 950 ˚C. Solid circles are 

measured values, the solid line was calculated. From [13]. 
 

Chiddister & Malvern [28] found that approximating the temperature distribution along a bar by a set of five 
discrete temperature steps allowed them to calculate the strain in the specimen to within 1% of the value 
measured by a gauge attached directly to the specimen at temperatures up to 480˚C and to within 3% at 
650˚C. The reason for their procedure is that the reflection of a stress wave from a set of step changes in 
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modulus can be calculated analytically. They made a further check on this procedure by comparing their 
predictions with the measured stress pulse reflected back down the input bar.  
 
Bacon et al. [13] found that solving the one-dimensional heat equation gave almost the same answer as 
solving the two-dimensional heat equation (assuming that the heat flux down the bar is constant down the bar 
and that the temperature gradient inside the furnace is linear). Both solutions lay close to the measured 
temperature values (see figure 3). They quote the 1D solution for !#$% as follows: 

 
!, ,                                                       $ ≤ $6   , 

!#$% = #!7 / !,% 89:;)#*(*<%89:;)#*=(*<%
+ !,,           $6 ≤ $ ≤ $7     , (2) 

? #*(*=%!?=#* (*%
* (*=

  ,                          $ ≥ $7   ,  

 

where the variables are defined in figure 3. The definition of Z, the mechanical impedance, is # = $%+, 

where % is the bar density (taken to be constant), and so 
 
 ##$% = #,-1 / 0#!#$% / !,%1,.' (3)  

 
where #, is the impedance at room temperature.  
 
A method that can be used to determine ##$% directly is the two-point measurement technique developed by 
Lundberg et al. [46, 47, 49] for use originally with bars having a cross-section that varies with position. The 
technique involves measuring the strain pulses at two points $( and $) remote from the furnace (see figure 3). 
Then dividing up the bar between $) and the end into equal segments (Bacon et al. [13] used 40 in their 
calculation), expressions can be derived for the force and particle velocity at the entrance to each segment 
(making the assumption that the functional form of ##$% is as given in equations (2) and (3)) until the end of 
the bar is reached. If the end if the bar is free, the force there must be zero. This boundary condition was then 
applied in a minimization routine to determine ##$%, and this is plotted in figure 4. 
 

 
Figure 4. Mechanical impedance as a function of position for an austenitic steel rod heated to 950 ˚C at the right-hand 

end. From [13]. 
 
Bacon et al. [13] also performed an experimental check to see whether their theory correctly predicts the force 
pulse measured on an extension rod brought into contact with the main rod just before a force pulse was 
launched down it. The agreement was found to much better than assuming the impedance did not vary with 
position, though there was a small residual error in calculating the time at which the particle velocity began to 
rise (the time at which the force pulse began to rise was correctly predicted). They attributed this discrepancy 
(equivalent to a displacement of 10 µm) to imperfect contact between the two bars.  
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3. Conclusions 

The most sophisticated method developed so far for calculating the effect of a temperature gradient on an 
elastic wave pulse was developed by Bacon et al. [13]. Their method can be applied to any temperature 
distribution expressible in polynomial form. The main problem with applying their technique to cases where 
the specimen is heated (or cooled) very rapidly is that the heat flux in the bar is not in a steady state. Thus the 
functional form of the temperature distribution may not be calculable from the heat diffusion equation: indeed 
it may vary from shot to shot. Whether a good enough approximation can be arrived at is a matter for future 
investigators. 
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Abstract: Brittle materials are subjected to impact or blast loadings when used as protective structures, in the 

mining industry or in various industrial processes. Under these shock or very high strain-rate conditions, brittle 

materials experience extreme damage mechanisms such as plasticity, microcracking, fragmentation or pore 

collapse, which until now remain poorly understood. The Brittle’s CODEX chair aims to gain insight into the 

link between the microstructural parameters of brittle materials and their response under extreme conditions 

(shock, impact, high pressure, high-strain-rate loading, spalling), mainly through analysis of the damage 

mechanisms involved. To do so, the microstructure of various brittle materials is being analysed by using x-

ray micro-tomography and new dynamic testing methods based on shockless plate-impact experiments are 

being developed. These experimental approaches allow the improvement of the modelling and the numerical 

simulation of damage processes induced in such materials under high-strain-rates. 

1. Introduction: Brittle materials at high strain-rates, numerous applications 

Brittle materials such as ceramics, rocks, glass and concrete, are widely used in many civil and military 

applications involving dynamic loading, impulse loading, shock or impact. For instance, in the introduction of 

Meyers’s book [Meyers, 1994], it is worth noting that among the examples of “applications where high-strain-

rate phenomena are important” given to illustrate the need to investigate materials under dynamic loading, 

many concern brittle materials: “Explosive compaction of powders”, “explosive breakage (blasting) ” of rocks, 

“oil well perforation” by shaped charge, “seismological studies”, “ballistic impact” against ceramic armour, 

“plastic explosive” against concrete structures. In most of these applications, the brittle material is subjected to 

intense loading characterised by high or very high strain-rates (a few hundred to several tens of thousands s
-1

), 

high pressure (hundreds to thousands of MPa) leading to extreme damage modes such as dynamic 

fragmentation and fracturing, pore collapse, shear and plasticity mechanisms, etc. 

The experimental techniques currently used in research laboratories to test materials at high-strain rates, such 

as the Split Hopkinson Bar (SHB) (apparatus to perform dynamic compression, shear, torsion or tensile tests) 

or Taylor tests (for direct impact experiments), are better suited to the characterisation of ductile materials. 

Moreover, because of their use for involving high-strain-rate loadings specific applications, brittle materials 

are not investigated to the same extent in research labs. For these reasons, a lack of understanding of the brittle 

materials behaviour and their damage mechanisms under strain-rates greater than a few hundred of s
-1

 remain. 

Therefore, through this project, the goal is to develop innovative experimental approaches dedicated to the 

study of brittle materials and develop micromechanics-based models in order to improve the understanding 

and the predictive modelling of induced damage mechanisms. 

2. Understanding the link between microstructure, damage mechanisms and dynamic behaviour of brittle 

materials: a major challenge in materials science 

Paradoxically, whereas brittle materials remain relatively under-researched compared to ductile materials they 

present complex and fascinating features that justify greater efforts to develop research works. For instance, 

brittle materials are characterised by their random failure stresses under static tension or unconfined 
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compression loadings. In addition, at low strain-rates they are sensitive to a size effect, since increasing a 

sample size leads to a decrease of its mean strength. Above a given transition strain-rate, the strength of brittle 

materials increases with the strain-rate and the material tends towards deterministic behaviour. 

All of these features are related to the triggering of cracks from 

defects. At low strain-rates, a single crack is initiated from “worse 

defect” (the weakest point) in the sample bulk, leading to 

scattered failure stresses measurements and size effects. On the 

contrary, at high strain-rates, a large number of cracks are 

triggered throughout the sample bulk. Indeed, due to the limited 

cracking velocity, only a small part of the volume is affected by 

the first crack formation, so the stress keeps increasing and new 

cracks are spreading throughout the volume [Denoual and Hild, 

2000; Forquin and Hild, 2010]. 

 

 

 

 

Figure 1: Multiple fragmentation 

process at high-strain-rates. The 

Denoual-Forquin-Hild model 

[Forquin and Hild, 2010]. 

The failure process becomes a dynamic system that stabilises only when the whole volume is “obscured” by 

cracks (blue zones in Fig. 1). In conclusion, brittle materials are characterised by: 

- Dynamic failure modes (deterministic and strain-rate sensitive in tension) that differ from static failure 

mode (probabilistic and influenced by the sample size), 

- Cracking density which is strongly influenced by the flaw population and microstructure, 

- Dynamic strength which is strongly strain-rate sensitive. 

Therefore, in order to improve the accuracy of models used for numerical simulations, knowledge and 

understanding of the damage mechanisms controlling brittle materials behaviour at high strain-rates is 

required. First, it includes a careful study of the material microstructure (flaws, existing micro-cracks, pores, 

aggregates, etc.), as it has been shown to play a major role in the material failure behaviour. Then, it also 

requires the development of innovative experimental techniques allowing investigating the damage and 

dynamic response of brittle materials while controlling the applied loading-rate. 

3. Limitations and drawbacks of plate-impact and compact pulsed power generator techniques 

Very few techniques are available to investigate the behaviour of brittle materials at strain-rates higher than 

200 s
-1

. Essentially, the two following experimental techniques are used: the plate-impact technique and the 

compact pulsed power generator. However, both testing methods present some strong limitations.  

Even though the first technique has been extensively used to study the HEL (the Hugoniot Elastic Limit 

corresponding to the point on the shock Hugoniot at which a material transitions from a purely elastic state to 

an elastic-plastic state takes place) and the spall strength of ceramics [Bourne et al, 1997; Feng et al, 1998; 

Murray et al, 1998; Vogler et al, 2006] and rocks or mortar [Grote et al, 2001] (the spall strength 

corresponding to the ultimate strength supported by the material in uniaxial strain state), some drawbacks 

makes it not optimal for the characterisation of brittle materials. The first limitation is that plate-impact 

produces a shock response corresponding to a discontinuity of pressure. Moreover, below the HEL, the strain-

rate is very high (about 10
7
-10

8
 s

-1
 in [LaLone and Gupta, 2009]) and therefore difficult to measure. In 

addition, by using a “standard flyer plate” there is no way of controlling and adjusting the loading-rate. 

Then, by using this technique, it is impossible to investigate the mechanical response and damage mechanisms 

of the material as a function of the strain-rate. Finally, due to the high kinetic energy of the flyer plate, the 

brittle target is usually pulverized into debris, therefore “post-mortem” studies can hardly be performed. 

Until now, two compact pulsed power generator testing facilities have been built in the world by the French 

company “ITHPP”. The running principle is as follows, a short and intense electrical current of about 3.5 MA 

in 500 nanoseconds is used to accelerate an electrode by the Laplace effect (Fig. 2b). The electrode in contact 

with the concrete or ceramic sample plays a role similar to the flyer plate one in a plate-impact experiment. 

The major difference being that in this case the applied pressure loading is a ramp (shockless compression) 

instead of a sharp pulse (Fig. 2c). Therefore, a “limited strain-rate” can be obtained in the tested sample 

(about 10
3
-10

6
 s

-1
 according to [LaLone and Gupta, 2009] and [Zinszner et al, 2017]), avoiding the plate-

impact method drawbacks. 
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Figure 2: Experiments performed by [LaLone and Gupta, 2009] to characterize the elastic limit of x-cut quartz. (a) 

Scheme of “classical” plate-impact test. (b) Scheme of shockless compression test by compact pulsed power generator. 

(c) Interface velocity histories of samples subjected to shock wave (strain-rate about: 4x107 s-1) or shockless compression 

(strain-rate about: 3x105 s-1). 

However, strong limitations are also observed with the compact pulsed power generator device. First, 

experiments are costly, very difficult to set up and limited to small-sized samples. Then, the rise time of a 

given device is fixed and cannot be easily changed. In addition, due to the strong induced electrical 

perturbations, the use of electronic measuring instruments, such as pressure gauges or ultra-high speed camera, 

might not be possible. For these reasons, this second experimental method remains largely unused in 

university research laboratories. Therefore, finding an alternative to compact pulsed power generator and 

classical plate-impact experiments is necessary to investigate the behaviour and damage mechanisms 

occurring in brittle materials at high strain-rates. 

For this purpose, an innovative testing method was designed by using a “shockless plate-impact technique” 

based on the use of “wavy” machined flyer-plate or buffer-plate, which allow the applied strain-rate level 

on the sample to be controlled. This experimental method is detailed below. 

4. Experimental method developed in the project 

In the present project, a new plate-impact technique that produces a shockless compression of the sample is 

developed. This method relies on the use of optimized “wavy” machined flyer-plate or buffer-plate (Fig. 3). 

The concept of “wavy” machined flyer-plate or buffer-plate was examined by [Forquin and Zinszner, 2017]. 

In this publication, a series of numerical calculations were performed based on the use of the explicit transient 

dynamic FE (Finite Element) code Abaqus/Explicit. The proposed testing configuration consists of a target 

made of two different thicknesses half-ceramics-discs sandwiched in-between a steel buffer disc and a LiF 

window backing, the whole system impacted by a steel flyer plate. This assembly was simulated in 2D plane 

strain and 2D axisymmetric FE configurations (Fig. 3a).  

Numerical simulations on this system have highlighted the following points: 

- The “wavy-shape” leads to a pulse-shaping effect resulting in a smooth loading pulse applied to the 

sample, 

- The buffer plate provide an homogenised stress field along the sample transverse (radial) direction, 

- The “wavy” pattern on both, the buffer or impactor plate, have the same favourable effect on the loading, 

which is smoothed, and leads to an isentropic compression loading, 

- There appears to be a possibility to play on the wavy period and height to adjust the level of loading rate 

and rise time in the sample, 

- Similar sample responses are observed between both 2D plane strain (half-period’s model) and 

axisymmetric calculations if the radius is large enough compared to the wave period (2a) and small 

enough compared to the outer radius of the sample, 

- The use of Lagrangian data analysis (applied to derive the stress-strain relationship) on the particle 

velocity measured on the rear face of each half-sample in contact with the window backing can provide 

the sample fairly accurate axial stress-axial strain response, 

- Only a small influence of the measurement points, related to the impactor wavy-shape, can be observed in 

the Lagrangian data analysis results. 
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Figure 3: (a) Principle of shockless plate-impact experiment based on the use of a wavy machined flyer plate, (b), (c) 

Numerical simulation of shockless plate-impact considering the following geometry: (a = 2 mm, h = 0.5 mm). (b) Axial 

stress field (GPa) at T = 2 µs. (c) Axial stress vs time in elements regularly spaced along the axis of the sample. (d) Three 

geometries of “wavy machined” flyer plates, 80 mm in diameter, of period 1 mm, 3 mm and 4 mm [Forquin and 

Zinszner, 2017]. 

 

This type of shockless plate-impact experimental method resulted in a patent deposit [Forquin, 2016], in a 

publication [Forquin and Zinszner, 2017] and is currently further developed in Laboratoire 3SR for different 

types of brittle material (ceramics, polycrystalline ice and UHPC concrete). Indeed, complementary numerical 

simulations with the finite-element code Abaqus-explicit are performed in order to determine the most 

appropriate sample design and experimental configurations (size and shape of “wavy” machined flyer plate or 

intermediate plate) to obtain a shockless impact. 

5. Dynamic testing facility used in Laboratoire 3SR 

The equipment (Fig. 4) installed in Laboratoire 3SR offers outstanding performance as it provides the 

possibility to use 4 different calibres (25, 80, 100, 120 mm calibres) dedicated to plate-impact experiments. It 

allows reaching impact-speeds up to 1000 m/s to be reached with a striker mass of about 400 g. Moreover, it 

has specifically been designed with large windows allowing the combined use of high-speed camera, 

lightning, x-ray radiography and laser interferometer. 

Flyer plate 

LiF window 

Laser 1 Laser 2 

“Wavy machined” flyer plate 

Ceramic Ceramic 

Buffer plate 

(a) 

(b) 

(c) 
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Figure 4: Testing facility built in Laboratoire 3SR. Main characteristics: 12 meters long device, maximum impact 

velocity about 1000 m/s, experiments performed under vacuum, exchangeable tubes of calibres D = 25, 80, 100, 120 mm, 

large windows for ultra-high speed camera, x-ray radiography and lightning. 

6. Development of mesoscopic modelling based on numerical samples 

At high strain-rates, the effect of limited cracking velocity is supposed to play a major role on the tensile 

response of ceramics (up to 10
4
 s

-1
) [Zinszner et al, 2017] and concrete (up to 100 s

-1
) [Erzar and Forquin, 

2014]. The obscuration model put forward by Denoual-Forquin-Hild [Forquin and Hild, 2010] proposes a 

description of this mechanism. However, this damage model is based on the strong assumption that the density 

of critical defects varies as a power law of the applied stress.  

 

Figure 5: Mesoscopic modelling of shockless plate-impact experiment. (1) The virgin sample is scanned by X-ray 

tomography analysis. (2) The sample is subjected to shockless plate-impact experiment. (3) A mesoscopic numerical 

simulation of damage is conducted on the numerical sample. (4) A comparison of damage pattern is performed 

between experimental data (tomography analysis) and numerical predictions. 

As described in [Forquin et al, 2019], a mesoscopic model is developed based on the flaws distribution 

provided by a micro-tomography analysis. The real samples are tested in shockless plate-impact experiments. 

Next, the numerical samples are mechanically loaded with the loading identified during the experimental test. 

Finally, the tested samples are scanned via micro-tomography and the observed fracturing patterns are 

compared to the state of damage obtained by the numerical simulations (Fig. 5). 
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7. Conclusion 

Research activities in the field of body armour, protective solutions or related to the use of “extreme loadings” 

in civil engineering and materials science have been developed very quickly in the last few years. However, 

due to a lack of experimental methods providing a controlled strain-rate, the understanding and modelling of 

damage in brittle materials at very high-strain rates remain out of reach. 

Based on the design of novel testing techniques (impact experiments, confined compression, shear testing, 

spalling techniques, “rocking spalling” tests, etc.), combined to an advanced instrumentation (gas-guns, ultra-

high speed cameras, grid methods and digital image correlation at very high strain-rates, etc.) and the DFH 

obscuration model, new mesoscale modelling are being developed. This methodology should improve the 

understanding of the link between microstructural parameters of brittle materials and their response under high 

strain-rate loading conditions. 
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Abstract : Analyzing crash worthiness of the automotive parts has been posing a great challenge in the sheet 
metal and automotive industry since several decades. The present contribution will focus on one of the most 
urging challenges of the crash worthiness simulations, namely, an enhanced constitutive formulation to predict 
the failure and cracking of structural parts made from high strength steel sheets under impact. A hybrid extended 
Modified Bai Wierzbicki damage plasticity model is devised to this end. The material model calibrated using 
the experimental data covering high strain rate deformation, damage and failure successfully predicted the 
instability and subsequent response of the crash box under impact. Simulation results provide the deformation 
shape and deformation energy in order to predict and evaluate the vehicle crashworthiness. The simulations 
further helped in discovering the irrefutable impact of strain rate and stress state on the impact response of the 
auto-body structure. The strain rate is found to adequately affect the energy absorption capacity of the crash box 
structure both in terms of impact load and fold formation whereas the complex stress state has a direct association 
to the development of instability within the structure and early damage appearance within the folds. 

1. Introduction  

In automotive industry, crashworthiness connotes a measure of vehicle’s structural ability to plastically deform 
and yet maintain a sufficient survival space for its occupants in crashes involving reasonable deceleration loads. 
Crashworthiness has been a major criterion in making vehicles safe to be used and manufactured. There are 
many factors contributing in determining the level of crashworthiness, one is in identifying the right type of 
material to be used and the other is in the consideration of the process that can change the properties and 
characteristic of the material and design. The recent megatrend of both automobile users and industries is to 
demand better vehicle safety and crashworthiness although the light-weight design for the reduction of fuel 
consumption becomes a very challenging issue. Confronting these contradictory requirements, steel industry has 
been reinventing steel over time and pioneering a whole new class of materials that are over 50% stronger than 
a decade ago. At the core of this innovation lies the advanced high strength steels (AHSS) family [1], which 
embraces safety in all possible ways. Vehicle body structures are generally constructed from deep-drawn parts 
of sheet metals. Since the strength of steel sheets depends on the rate of deformation, the dynamic behavior of 
sheet metals is a key to investigate the impact characteristics of the structure. Initial material failure and 
subsequent crack propagation should be accurately represented in order to evaluate its effects on structural 
integrity and crashworthiness. When the structures are exposed to dynamic loads, mechanical behavior becomes 
increasingly complex and phenomena such as failure and fracture by ductile and shear mechanisms are prevalent. 
Failure criteria incorporating various failure mechanism representation such as necking instability, ductile and 
shear fracture was developed to predict failure and establish crashworthiness of aluminum extrusions [2]. 
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However, this strategy is insufficient for modern AHSS due to its complex failure modes and superior strain rate 
performance [3]. Crash performance has been vastly studied under room temperature and high strain rates [4-
9]. In order to manage the energy dissipation in a vehicle structure and to design the individual components to 
either absorb and/or transmit energy, knowledge and understanding of the impact-dynamic material properties 
are essential. However, most of the crash resistance prediction strategies either take into account high strain rate 
material properties with limited stress state influence or failure phenomena only at quasi static loading rates 
thereby lacking the complex interaction between these two key terminologies. Material plasticity and 
damage/fracture properties of sheet metals at dynamic loading rates are thus paramount in providing the 
appropriate constitutive relation and to accurate model a vehicle crash event using finite element methods. 

2. Material and Methods 

A commercial DP-K1000 dual phase automotive steel is used in this study for its crashworthiness analysis. The 
material is supplied in the form of rolled sheet with a thickness of 1.5 mm. An extensive experimental series 
encompassing strain rates ranging from 0.0001 to 1100 s-1 as experienced in crash boxes under impact are 
conducted to determine the strain hardening and strain rate hardening effects on the material strength and 
deformation capacity. Quasi-static reference and static tests are performed on an Instron material testing machine 
whereas high strain rate experiments are executed on a Split-Hopkinson tensile bar setup. Furthermore, tests 
performed at wide temperature ranges (-40 to 300 oC) as estimated under crash scenarios are taken into account 
to establish the thermal effects on material flow strength and plastic deformation. The compilation of 
experimental data thus consists of material flow stress as a function of strain, strain rate and temperature. Of 
equal importance is the fracture behavior and damage development under high rates of deformation. The 
instability mechanism within a crash box structure under impact loading is heavily dependent on the state of 
stress within the material in addition to strain path and strain rate. To account for this undeniable influence, 
experiments are performed on specially designed specimen geometries (dogbone, central hole, notched dogbone, 
plane strain and shear) to replicate the wide range of stress states that could be experienced under impact loading 
situations. Figure 1 displays the fracture specimens which are carefully designed so as to provide locally 
proportional loading histories (particularly for central hole, plane strain and shear specimens) until fracture 
initiation at the assumed location of the damage initiation. The readers are directed to [10] to gain more insight 
into the specimen design procedure. These fracture tensile tests are then used to assess the material damage and 
fracture behavior under various strain rates and temperatures. Digital image correlation is employed with high 
speed photography to acquire the full-field deformation measurements and to improve the accuracy of the test 
data gathered from the experiments. The method also provides insight into damage mechanisms prevalent under 
various stress states and localization phenomena especially at high strain rates.  

 
Fig.1. Specially designed specimens for plasticity and damage characterization of DP1000 steel under high strain rates 

A hybrid extended modified Bai-Wierzbicki (eMBW) damage plasticity model is implemented to properly 
describe the non-negligible impact of damage on strength and ductility and the dependence of stress state on 
damage accumulation. The material model constitutes a plasticity formulation to characterize the material 
behavior before the initiation of damage followed by a phenomenological criterion to indicate the damage 
initiation. A phenomenological formulation of ductile damage is used for user friendly and simplified input of 
material parameters. Finally, a damage induced softening part incorporating a damage mechanics approach, is 
adopted to characterize the post damage material behavior. The detailed formulation of the eMBW material 
model can be found in [11]. The performed experimental campaign provide a reliable data set to derive the 
material parameters of the adopted damage plasticity model which is then used to investigate the crash response 
of this dual phase automotive steel both qualitatively and quantitatively.  
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The constitutive model obtained from the experimental series is imposed on the analysis for the dynamic 
response of auto-body crash box utilizing the explicit finite element scheme Abaqus. The proposed eMBW 
material model is implemented into Abaqus Explicit  via a user material subroutine VUMAT. A full scale model 
with 3D solid elements and enough mesh refinement is implemented to accurately predict the localization and 
damage phenomena within the crash box. Detailed description of the model development is given in the 
subsequent section. 

3. Results and discussion 

To determine the material intrinsic mechanical properties, a comprehensive experimental program considering 
the material plasticity and fracture behavior under variable loading conditions including static and dynamic 
loading rates are designed and carried out by the author in a separate study [11].  

 
                                            (a)                                                                                                           (b) 
Fig.2. a) Engineering stress-strain curves of uniaxial tensile tests on DP 1000 steel across various strain rates. b) 
Engineering stress – displacement curves of tensile tests on various damage and fracture specimens at 500 s-1. Red solid 
dots in the figure denotes the instant of damage initiation for the corresponding test and black solid dots specifies the 
fracture point. 

Figure 2 a exemplifies one of the main observations from the analysis. A positive effect of strain rate on the 
material strength is primarily observed in the transition from static to dynamic loading rates. Moreover, the 
instant of damage initiation in the material (red dots in Figure 2 a) is found to decrease gradually with increase 
in the loading rate thereby establishing an undeniable influence of strain rate on the material response and its 
absorption performance. A specific trend is not observed for fracture point (black dots) from the uniaxial tensile 
test with respect to change in the strain rate however, post mortem final strain measurements from the fracture 
surface revealed a declining trend in material ductility with strain rate. Fracture tensile test results from [11] are 
supplemented with material response from central hole, plane strain and shear experiments to identify the 
influence of damage on material properties and reveal wide variety of damage mechanisms that could be present 
during a crash event. Effect of stress state on the material behavior is clearly evident from Figure 2b. It should 
be noticed that due to deviation on specimen’s cross-sections, the stress-displacement values of different fracture 
specimens are only roughly compared. Higher non-axial stresses leads to increased strength however with a 
detrimental effect on ductility of the material. Plane strain state and higher stress state induced by the notches 
result in earlier onset of damage (red dots in Figure 2b) as opposed to uniaxial stress state scenario. Damage 
initiation is thus clearly influenced by the stress state within the material and this effect is translated to the 
damage propagation phase until failure (black dots). Delayed onset of damage and rapid damage evolution to 
fracture is observed for DP1000 steel under most conditions apart from the shear stress state wherein early 
damage appearance is succeeded by a prolonged damage evolution phase. With the lowest stress triaxiality and 
Lode angle parameter , shear state exhibits the lowest strength and an extended uniform plastic deformation 
range. The postponed damage and fracture appearance in the shear stress state is caused by the limited diffuse 
and localized necking in the thickness direction. Thus, the strain rate has a positive response on the material 
absorption capacity and thereby the crash performance of DP1000 steel whereas presence of complex multiaxial 
stress state could lead to earlier damage appearance and limit the subsequent folding in a crash impact event.  
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The author also studied the thermal effect on the plasticity, damage and fracture performance of DP1000 steel 
[12]. Dynamic strain aging (DSA) effect is prevalent in both uniaxial and fracture tensile tests and shows similar 
strain rate and temperature dependencies in both the scenarios. Therefore, the temperature and strain rate effects 
on the damage and fracture are estimated to succeed mainly from their influence on plastic deformation. 
Moreover, DSA in this DP steel displays a strong interaction with both strain rate and stress state and negatively 
affects the absorption capability 
Hybrid approach of the MBW model takes into account the linear-elastic deformation, irreversible plastic 
deformation, ductile damage initiation, damage evolution and ductile fracture theory for the material mechanical 
mechanism. The deformation of steel before damage initiation obeys the elastoplastic principle following the  
Hooks law and von-Mises plasticity. During the plastic deformation , isotropic hardening taking account of the 
strain rate, temperature and stress state effects is introduced to update the plastic flow stress. The flow curve of 
the plastic characterization is the derivate of the smooth tensile test at room temperature and quasi static loading 
condition in the formulation of the combined Swift and Voce law. The corresponding temperature and strain 
rate dependency parameters are calibrated based on the smooth tensile tests across various temperatures and 
strain rates. The temperature and strain rate correction function in the plasticity formulation of eMBW model is 
graphically represented in Figure 3 a and b respectively. Ductile damage initiation is controlled by the equivalent  
plastic strain based locus, i.e. the damage initiation locus which is determined by coupling finite element 
simulations and experimental results, see Figure 3 c. The instant and location of the ductile damage initiation 
are determined by an inverse modelling approach involving a finite element (FE) model update procedure 
integrated with digital image correlation (DIC). The integration process is achieved by mapping the periphery 
and boundary conditions of both experiments and simulation on top of each other via certain transformation and 
interpolation function thus resulting in a similar reference coordinate frame. Here, the experimental strains (from 
DIC) are compared with the computed strains from the finite element simulations based on an initial set of 
parameters to be optimized. This comparison or difference in strains is defined by a cost function which is 
iteratively minimized by Gauss-Newton and Levenberg-Marquardt algorithm. Minimum value of the cost 
function leads to optimized set of parameters congruent with the experiments and thus aid in identifying the 
damage initiation instant. For all the investigated samples, damage initiation happens after the attainment of 
maximum force. Based on the local variables, including the equivalent plastic strain, stress triaxiality and Lode 
angle parameters , accessed from the simulation at the previously determined ductile fracture instant and 
location, the parameters of the damage initiation locus of DP1000 steel are calibrated. Obtained parameters are 
eventually validated based on the comparison of the global force-displacement responses and minimum 
thickness prediction between experiment and simulation until final fracture.  

 
                a)                                                                   b)                                                                    c) 

Fig.3. a) Temperature sensitive function b) Strain rate sensitive function c) Ductile damage initiation locus  

After the eMBW material model parameter calibration, the determined data set is applied to the component level 
test. Crash test of the crash boxes are performed on the drop weight tower. Besides the measurement of the 
temporal evolution of force and displacement of the impactor, each crash test is recorded with a high speed 
camera system to monitor the evolution of the folds. Crash tests are performed with a constant drop mass of 
129.5 kg and a height of 8 m which corresponds to a nominal input crash energy of 10 KJ. These crash parameters 
leads to a deformation length of 168 mm. All the parts crashed with these parameters show regular folding with 
small cracks in the fold which is illustrated in Figure 5b exemplarily for one of the crashed profile.  
FE model for the crash box test is built up and modified according to the experimental profile geometry and test 
conditions. Full scale 3D FE model is set up containing C3D8R elements. Figure 4 displays the developed model 
of the crash box prototype and it’s meshed configuration. The mesh type is modified for better prediction 
performance on the fracture behavior. Global mechanical properties such as force-displacement curves and 
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absorption values do not experience large deviations due to the mesh types especially in the plastic deformation 
range. However, variable mesh size will lead to distinctly different strain localization response which will result 
in the apparent deviation on the damage and fracture behavior. Normally, with the increase in the fineness of 
the mesh, the local material responses, like the local plastic deformation, are more efficiently captured. 
Therefore, the optimum mesh type should be balanced based on the combination of finite element calculation 
time and simulation model prediction performance. The critical zone is chosen to have a minimum mesh size of 
0.3 mm x 0.3 mm x 0.5 mm after a mesh convergence analysis. The rest of the part has a coarsely homogenized 
mesh of 1 mm x 1 mm x 0.5 mm. The top rigid plate represents the impactor in the experiment setting with the 
drop mass. The original impact energy calculated from the drop height is transformed into initial impact velocity, 
which is then added as a predefined condition on the center of the top rigid plate. In addition, specimen bottom 
surface is constrained with the full constraint boundary condition.  

 
Fig.4. Crash box model development 

The recurrence of the crash box material behavior including the force-displacement response, total impact 
energy absorption and global deformed shape is accurately captured, see Figure 5. Comparing the force- 
displacement response and deformed profile in the figure 5, it can be noticed that every peak force can be 
associated with every fold pair formation, except the first peak force which is caused by the impact interaction 
at the beginning. In both experiment and simulation, there are six fold-pairs in total, as marked by the numbers 
1-6 in the Figure 5a and b. The process stops before the seventh fold formation as the total impact energy has 
already been absorbed. In terms of deviation on the energy/force-displacement curves, the current material 
parameter set results in a slightly harder material behavior in the simulation in comparison with the experiments, 
see Figure 5a. With reference to the contours of the numerical and experimental specimen deformation, both 
crack initiation and propagation on the top part and in the deformed specimen folds of the crash box specimen 
is well captured by the eMBW model supplemented with dynamic material parameters determined from this 
analysis. The solution dependent variables (output from the eMBW model) SDV1 reveals the distribution of the 
equivalent plastic strain in and around the folds whereas SDV2 represent the damage development within the 
material as shown in Figure 5b.  As previously mentioned, damage is mainly observed at the contact between 
the crash box and top plate and inside the folds of the structure. It can be speculated that severe plastic 
deformation within the folds paves the way for the crack formation and subsequent damage development.  

 
                                      (a)                                                                                                        (b) 
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Fig.5. Numerical prediction of the DP1000 crash box test. Numbers (1-6) displays the subsequent folds formed. Damage 
is indicated by red arrows in the figure. SDV1 represents the equivalent plastic strain and SDV2 gives information on 
damage. 

The good prediction of the crash box deformation behavior establishes the foundation to identify the required 
mechanical property profile for crashworthiness assessment of DP1000 steel.  

4. Conclusions 
The extended Modified Bai Wierzbicki material model calibrated using the experimental data covering dynamic 
deformation, damage and failure successfully predicted the instability and subsequent response of the crash box 
under impact. The recurrence of the crash box material behavior including the force-displacement response, total 
impact energy absorption and global deformed shape is accurately captured. The simulations further helped in 
discovering the irrefutable impact of strain rate and stress state on the impact response of the auto-body structure. 
The strain rate is found to adequately affect the energy absorption capacity of the crash box structure both in 
terms of impact load and fold formation whereas the complex stress state has a direct association to the 
development of instability within the structure and early damage appearance within the folds and limit the 
subsequent folding in a crash impact event. 
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